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Summary 

 
In the past decade, cholesteric liquid crystalline polymers which are one 

dimensional photonic materials have emerged as attractive materials for 

development of stimuli-responsive systems. They exhibit selective reflection of only 

one-handed circularly polarized light due to the presence of helical molecular 

organization, and the wavelength of light reflected is directly proportional to length 

of the helical pitch. As the number of helical pitches is fixed in the polymer, change 

in optical response can be brought about by changing the helical pitch length by a 

swelling or a shrinking agent. Therefore, these photonic polymers can be developed 

to give an optical response to changing external environment like temperature, 

pressure, humidity, pH or presence of chemical analytes like alcohol, amino acids, 

amines and metal ions. This thesis focusses on the photonic polymers that are 

responsive to temperature, liquid water, humidity, and metal ions. 

First, an orange reflecting photonic polymer coating which could be patterned 

easily by evaporating the non-reactive chiral dopant at specific locations with a hot 

pen or a laser beam was fabricated. Removal of chiral dopant led to a decrease in the 

helical pitch at the heat treated areas leading to a change in color from orange to 

green revealing a high contrast pattern. The photonic patterns created are 

irreversible and stable at ambient conditions making them interesting as writable 

photonic papers. 

For purposes like notice boards and signage which need to be changed 

frequently, rewritable photonic paper are more appealing. Therefore, a blue color 

photonic coating was developed on which a liquid crystal ink could be printed to 
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create patterns by inducing local swelling of the pitch. The color of the patterns 

ranging from violet to orange, covering almost the entire visible spectrum, could be 

obtained by simply controlling the amount of the ink. The printed patterns are 

durable and could also be erased readily giving back the original coating which could 

be re-patterned. Such rewritable, durable and printable full color photonic paper 

could be an alternative to cellulose-based paper. 

By using photonic polymers containing benzoic acid metal binding sites, an 

optical calcium sensor was also fabricated. The polymer coating was sensitive to Ca2+ 

ions within the physiologically relevant concentration range of 0.1 and 1 mM. And 

the optical responses to normal serum and samples mimicking hypocalcemia and 

hypercalcemia could be clearly distinguished, providing a cheap, battery free, and 

easy-to-use alternative for calcium determination in clinical diagnostics. 

The principle behind the calcium sensor was further extended to develop a full 

color camouflage pattern in a photonic polymer coating using aqueous calcium 

nitrate solution as ink. The pattern in the coating was hidden in the blue color dry 

state and appeared upon exposure to water or by exhaling breath onto it due to 

different degrees of swelling of the polymer network. The degree of swelling depends 

on the printed amount of calcium which acts as a cross-linker. The printed full color 

pattern could also be hidden simply by using a circular polarizer. The responsive full 

color camouflage polymers are interesting for various applications ranging from 

responsive house and automobile decors to anti-counterfeit labels and data 

encryption. 

Ultimately, cholesteric liquid crystalline polymer was combined with a soft 

polymer  poly(benzyl acrylate) to  develop a shape memory photonic semi-

interpenetrating polymer network which displayed stable multiple colors covering 
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almost the entire visible spectrum from blue to orange. The multiple structural colors 

were generated when the mechanically embossed photonic film recovers on heating 

through the broad thermal transition from 0 to 55 oC. Such photonic shape memory 

polymers with stable multiple colors are attractive for various applications ranging 

from optical sensors to reconfigurable optical materials and devices. 

Our findings emphasized the versatility of cholesteric liquid crystalline polymers 

in developing stimuli-responsive photonic materials for various applications in 

search of alternative solutions to many of our societal challenges. 





 

Chapter 1 

 

Stimuli-responsive Photonic Polymers 

 

 

 

 

 

 

 

 

 

 

This chapter is reproduced from: 

M. Moirangthem, A. P. H. J. Schenning, Chapter 4 Cholesteric Liquid Crystalline Polymer Networks as 

Optical Sensors in Liquid Crystal sensors (Editors: A. P. H. J. Schenning, G. P. Crawford, D. J. Broer), 

Taylor & Francis Group: Boca Raton, 2017, 83-102; DOI: 10.1201/9781315120539-5 



 Chapter 1 

2 

 

1.1 Introduction 

Structural colors that arise due to periodic alteration of refractive indices are 

abundantly found in nature  living and non-living.[1] An example of non-living 

being which exhibit structural colors is the opal stone, a hydrated amorphous form 

of silica. Other examples with naturally observed structural colors are the 

exoskeleton of beetles like Entimus imperialis, tail feather of male peacocks, wings of 

Morpho butterflies, skin of chameleons and cephalopods, petals of flowers like H. 

trionum. Adaptive structural colors perform various functions such as blocking 

harmful UV radiation, signaling to communicate with other members of same 

species, mimicry to warn predators, camouflaging to hide from predators and 

thermoregulation to control body temperature and have continued to inspire 

researchers, over the years, to develop responsive photonic materials.[2] 

Photonic materials which exhibit structural colors generally consist of colloidal 

crystals, block copolymers or cholesteric liquid crystals (CLC) and depending on the 

periodicity of the photonic structure, they are classified as one-dimensional, two-

dimensional, and three dimensional. The CLC or chiral nematic polymers, which are 

one-dimensional photonic materials, have emerged as attractive materials for 

development of stimuli responsive systems in the past decade as the color and 

response can be programmed in a modular way.[3 6] Due to the presence of helical 

molecular organization, CLC polymers reflect circularly polarized light of same 

 

𝜆𝑏 = �̅�𝑃𝑐𝑜𝑠𝜃 

where b is the wavelength of Bragg reflection, �̅� is the average refractive index, 

𝑃 is the length of the helical pitch, and  represents the angle of incidence of light. 
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The pitch of a CLC is defined as the length traversed by the molecular director �̂� on 

360o rotation (Scheme 1.1a). It is inversely proportional to the concentration [C] as 

well as the helical twisting power  of the chiral dopant added to the nematic liquid 

crystal to obtain a chiral nematic phase. The optical anisotropy of the material gives 

rise to birefringence  which renders the selective reflection band (SRB) with an 

optical bandwidth , given by: 

𝛥𝜆 =  𝛥𝑛𝑃 

A change in the length of pitch P translates into a change in the position of the 

reflection band. When the pitch is in the regime of visible wavelength, such a shift in 

the wavelength of light reflected is visible to the naked eye. As the color seen of the 

material is purely structural and it does not involve any electronic excitation, it is 

photostable.[7] These attributes place CLC polymers as one of the favorites for 

development of responsive photonic materials as for example, optical sensors. 

Scheme 1.1. (a) Schematic of a chiral nematic liquid crystal that reflects circularly polarized light of 

same handedness as its helicity while transmitting the one with opposite handedness (b) Swelling of 

chiral nematic polymer network leads to increase in pitch length thereby red shifting the reflection band 

whereas shrinking decreases the pitch length resulting to blue shift of the reflection band. 

40

60

80

100

 
 

T
%
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Optical sensors are great tools for fast and easy qualitative analysis. For instance, 

low-cost and easy-to-use optical test strips are attractive in the field of health care[8] 

for medical diagnostics as they can be used by common man without specific training 

and in areas with limited resources. They are also appealing for real-time[9] or time-

integrating monitoring of environment, for example, to detect toxins in water or 

hazardous chemicals in the surrounding environment. Moreover, they are 

interesting for controlling quality and authentication of consumer products such as 

food, beverages, drugs, fuel, cosmetics etc. 

Although various optical sensors have been designed by using non-reactive 

liquid crystalline materials,[5] this chapter focuses solely on polymer based optical 

sensors which have been fabricated by polymerizing functionalized-reactive 

mesogens to form photonic organic films. Polymerization of reactive mesogens in 

the CLC phase freezes the helical structure in a polymeric form and provides 

mechanical strength and thus facilitates fabrication of optical sensors as polymer 

strips or coatings with ease. Moreover, copolymerization of different reactive 

mesogens with varying number of end-reactive groups (monoacrylate and 

diacrylate) enables tailoring of the desired properties of the material.[10] These 

photonic films can be constructed to respond to a changing external environment 

like temperature, pressure, humidity, pH or in the presence of a chemical analyte like 

alcohol, amino acids, amines and metal ions. As the number of cholesteric pitches is 

fixed due to polymerization, the optical response arises due to a change in the helical 

pitch length large enough to cause an alteration in color of the photonic film, 

perceivable by the naked eye (Scheme 1.1b). The response may also be in the form 

of loss of molecular order leading to disappearance of reflection band. 

In this chapter, the aspect of CLC polymer photonic films as stimuli-responsive 
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materials will be discussed with main focus on optical sensor applications as they 

form the crux of this thesis.[5] For sensor applications, polymers which consist of 

hydrogen bonds (H-bonds) have been largely explored for the development of 

different kinds of optical sensors in which the observed optical response is due to 

rupture of H-bonds. Optical sensors whose working principle is based on absorption 

and release of water molecules leading to change in pitch will be detailed. Besides, 

other non-H-bonded optical sensors will also be elaborated in the following section.  

1.2 Responsive CLC polymers as Optical Sensors 

1.2.1  pH-responsive CLC polymers 

 

Figure 1.1. (a) Chemical structure of the components of the polymer composite (b) Changes in the 

position of reflection band on exposing the polymer film to different pH conditions. (Reproduced with 

permission from Ref. [11]) 

A pH sensor based on hydrogen-bonded cholesteric polymer composite was first 

reported by P. V. Shibaev et. al.[11]  The composite consisted of 1,4-di-(4-(6-

acryloxyhexyloxy)benzoyloxy)benzene (DIAB), 1, as a diacylate cross-linker and 3-

methyladipic acid (MAA), 3, as the chiral dopant. It also contained a polymerizable 

mesogen, (6-hexaneoxy-4-benzoic acid) acrylate (HBA), and a non-polymerizable 

(a) (b)

1

2 3
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Figure 1.2. (a) Chemical structure of the components and (b) UV-Vis transmission Spectrum of the 

interpenetrating network of cholesteric polymer and poly(acrylic acid) at pH = 3 and 9. (Reproduced 

with permission from Ref. [13]) 

mesogen, pentylcyclohexanoic acid (PCA), 2, with benzoic acid and carboxylic acid 

functional groups respectively (Figure 1.1a). On exposing to pH above 7, the 

(a)

(b)

4

5

6 7 8

9 10
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reflection band red shifted with as high as 100 nm change in wavelength when pH = 

9 (Figure 1.1b). The observed effect was attributed to disruption of hydrogen bonds 

due to neutralization of acid groups which might have triggered the phase separation 

of the chiral dopant MAA with consequent decrease in its helical twisting power. 

Another probable reason suggested was the mechanical stress imposed on the 

polymer matrix due to volumetric changes accompanying the neutralization of acid 

groups. Treatment of these films with acidic solutions did not help in restoration of 

the initial color. 

In 2015, Stumpel et. al. made a novel pH sensor from an interpenetrating 

network (IPN) of a CLC polymer and a poly(acrylic acid) hydrogel (Figure 1.2a).[13] 

At pH 9, deprotonation of poly(acrylic acid) occurs and a polymer hydrogel salt, 

which swells in water, is formed. Absorption of water led to increase in helical pitch 

resulting to a remarkable red shift of the reflection band by 170 nm (Figure 1.2b). 

On further treating with a pH 3 buffer, poly(acrylic acid) was formed again and the 

color reverted back to its original position. 

1.2.2  Amino acid responsive CLC polymers 

The concept behind the development of basic amino acid sensor is similar to 

those of pH sensors. Like the pH sensors, amino acid sensor also employs H-bonded 

CLC polymer and is based on the neutralization of the acid group to form salt. An 

amino acid sensor was first developed by P. V. Shibaev et. al.[14] based on a H-bonded 

CLC polymer comprising of monomers 1, 11 and 12, and MAA as the chiral dopant. 

When the CLC polymer was exposed to the naturally occurring basic L-arginine 

solution, deprotonation of the benzoic acid took place which increased the 

hydrophilicity of the polymer film. As a result, the film swelled, causing a huge red 
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shift of the reflection band by 170 nm (Figure 1.3). Drying of the film did not bring 

back the reflection band to its original position suggesting presence of the amino acid 

residues in the polymer matrix. It was also established that the concentration of 12 

and MAA both having carboxylic acid groups plays a role in the response, with 

higher concentrations leading to faster responses. 

 

Figure 1.3. (a) Chemical structure of the components used. (b) UV-Vis transmission spectra with left-

handed circularly polarized light of H-bonded polymer film when exposed to a solution of L-arginine. 

(c) Formation of a pitch gradient when arginine solution diffuses through the polymer matrix. 

(Reproduced with permission from Ref. [14]) 

 

(a)

(b) (c)

11

12 13



Introduction to Stimuli-responsive Photonic Polymers 

9 

 

1.2.3  Amine-responsive CLC polymers 

Figure 1.4. (a) Structure of monomer 14 used to make amine sensor in combination with the 

components of amino acid sensor[14]. Structure of trimethylamine (TMA) is shown as 15 (b) Film 

images and (c) UV-Vis transmission spectra of the cholesteric polymer film on exposure to pure TMA 

over time. (d) Image of the cholesteric film after 5 days of exposing to a fish which decayed. (e) Response 

of the cholesteric film on exposure to 13 % TMA in water saturated nitrogen gas over time. (Reproduced 

with permission from Ref. [15]) 

With H-bonded CLC polymer film similar to the one used by P. V. Shibaev et. 

al.,[14] an amine sensor can also be made. Stumpel et. al.[15] fabricated a sensor for 

trimethylamine (TMA), 15 (Figure 1.4a), which is produced by decaying fish. 

Interaction of 100 % pure TMA with the benzoic acid groups in the polymer film led 

(b) (c)

(d) (e)

(a)

14 15
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to complete loss of cholesteric order and hence disappearance of the reflection band 

occurred and the polymer film became colorless (Figure 1.4b, c). The response 

behavior was found to follow an S-shaped as TMA requires time to diffuse into the 

polymer film in a non-Fickian manner. On using 13 % TMA in water saturated 

nitrogen gas as the carrier, a new red-shifted band appeared with reduced intensity 

(Figure 1.4e). It has been explained that interaction with TMA caused formation of 

carboxylate salts, like in pH and amino acid sensors (vide supra), causing absorption 

of water by the hygroscopic polymer salt film. Moreover, as a proof of principle, the 

inkjet-printed polymer film was investigated for its ability to sense the vaporous 

amine compounds emanated from a decaying fish in a humid environment and 

indeed, the film kept exposed to a freshly caught codfish showed a clear color change, 

similar to the TMA in water saturated nitrogen gas, from green to red after 5 days 

(Figure 1.4d). 

1.2.4  Humidity-responsive CLC polymers 

So far we have seen that H-bonded CLC network can be developed into pH, 

amino acid or amine optical sensors based on the neutralization of the acid group 

resulting to change in helical pitch. N. Herzer et. al. explored the possibility of 

hygroscopic carboxylic salt cholesteric polymer film of similar components as was 

employed by P. V. Shibaev et. al.[14] for using as humidity sensor.[16] The carboxylic 

acid salt was obtained by treating the pristine H-bonded CLC film with KOH 

solution. The hygroscopic film on exposing to a gas-flow chamber with a relative 

humidity (RH) of 83 %, the reflection band red shifted by 30 nm due to swelling of 

the polymer film (Figure 1.5a). The polymer salt film responded to a wide range of 

RH levels and was sensitive to RH as low as 3 % (Figure 1.5b). The blue shift of the  
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Figure 1.5. (a) UV-Vis transmission spectra of the polymer salt film on exposure to 83 % RH. (b) 

Change in the wavelength position of the reflection band of the polymer salt film on exposure to 

different RH levels. The reflection band position of the film at ambient condition conditions was 

considered the reference. (Reproduced with permission from Ref. [16]) 

reflection band observed for lower value of RH is due to lower content of water as 

compared to the ambient conditions under which the reference reflection band 

position was taken. The response to humidity is fast and reversible and successive 

exposure of the film to different RH levels gave different optical responses. 

 

Figure 1.6. Optical response of the IPN to different relative humidity (RH) levels. (Reproduced with 

permission from Ref. [13]) 

The pH sensor which Stumpel et. al. had developed from an interpenetrating 

network (IPN) of cholesteric polymer and hydrogel poly(acrylic acid) can also be 

(a) (b)
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applied as a humidity sensor.[13] Deprotonation of poly(acrylic acid) occurred on 

treatment with KOH solution leading to formation of potassium hydrogel salt which 

is highly hygroscopic. Such a polymer film was found to respond to different RH 

levels and the optical response as large as 120 nm was observed when going from RH 

= 6 % to RH = 80 % (Figure 1.6). 

1.2.5  Alcohol-responsive CLC polymers 

 

Figure 1.7. (a) Images of the carboxylate salt film on exposure to methanol and ethanol. (b) UV-Vis 

transmission spectra of the carboxylate salt film exposed to varying ratio of ethanol and methanol 

keeping total alcohol content 40 % and water 60%. (c) Optical response of polymer salt film with (solid) 

and without (dashed) porogen for different concentration of alcohol with varying ratios of ethanol to 

methanol in water. (Reproduced with permission from Ref. [17]) 

Carboxylate salt cholesteric films, besides water, may also attract other polar 

solvents like alcohol. Based on H-bonded CLC mixture consisting of mesogens 5, 6, 

11, 12 and 14 with 4 as the chiral dopant, C. K. Chang et. al. fabricated a polymer 

film that can detect alcohol as well as distinguish between ethanol and methanol.[17,18] 

Such sensors are interesting to detect, for example, methanol in wine. Cyano 

Methanol Ethanol

(a)

(b) (c)
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biphenyl mesogen 6 is non-polymerizable and acts as porogen. Removal of 6 by 

heating the film caused generation of porosity in the polymer film and that enhances 

the sensitivity of the film. The polymer film was activated by treating with alkaline 

solution to form the carboxylate salt which then interacts with polar alcohol 

molecules. The Hildebrand solubility parameter of ethanol (26.5 MPa) is closer to 

that of benzoic acid (21.8 MPa) compared to methanol (29.6 MPa). As a result, 

exposure of the blue colored carboxylate salt film to 40 % ethanol  60 % water led 

to a large degree of swelling leading to a red color whereas in the case of exposure to 

40 % methanol  60 % water, the film color changed to green (Figure 1.7a).  

The response of the polymer film was also studied on exposure to varying ratio 

of ethanol and methanol keeping the total alcohol content at 40 % and water 60 % 

(Figure 1.7b). It was found that as the ratio of ethanol increases, the reflection band 

shifted more and more towards longer wavelength. The red shift was more 

pronounced at lower ratio of ethanol while at higher ratio, the intensity of the 

reflection is markedly less due to reduced order triggered by absorption of a large 

amount of ethanol in the system. The selectivity between ethanol and methanol was 

found to increase with increase in the amount of carboxylic salt sites in the polymer 

film. The importance of having a porogen in enhancing the sensitivity and selectivity 

of the film was also established. As can be seen in Figure 1.7c, the polymer film which 

had contained a porogen gave a more pronounced different optical response for 

different ratios of ethanol to methanol for a specific alcohol content in water. 

1.2.6  Metal ion-responsive CLC polymers 

Crown ethers are well known for their ability to form host guest complexes. 

Crown ethers act as host and cations act as guest and depending on the size of the 

cavity and the ionic radius, they show selectivity towards certain cations that fit well 
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in the cavity. V. Stroganov et. al. exploited this novel property of crown ethers by 

developing a metal ion sensor from a cholesteric polymer comprising of mesogens 5 

(cross-linker), 16 (Nematic liquid crystal E48, Merck), 17 (chiral dopant) and 18 

(monoacrylate) functionalized with 18-crown-6 moiety (Figure 1.8).[19] On exposing 

these films to solutions of Ba2+, and K+ ions, a blue shift of the reflection band was 

observed. The response was much higher for Ba2+ ions although both K+ (1.33 Å) and 

Ba2+ (1.34 Å) have similar ionic radii. This result has been attributed to the charge of 

Ba2+ ions which is twice of that of K+ ions. The observed blue shift might be due to 

microphase separation of the crown ether-metal complex and the non-reactive chiral  

 

Figure 1.8. (a) Structure of the mesogens used to make metal ion sensor (b) Schematic illustration of 

the working principle of CLC polymer film with crown ether moiety for metal ion sensing. (c) Image of 

the polymer before and after treatment with Ba2+ ions. (Reproduced with permission from Ref. [19]) 

16 17

18

(b) (c)

(a)
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dopant causing further twisting of the helical structure. Another possible reason is a 

slight collapse of the polymer structure due to ionic interaction between the 

positively charged crown ether-metal complex and the counter ions. 

1.2.7  Temperature-responsive CLC polymers 

 

Figure 1.9. (a) Structure of the chiral dopants and diacrylate mesogens used to make the 

thermoresponsive polymer. (b) UV-Vis spectrum of the cholesteric mixture at 30 oC (curve 1), 

cholesteric polymer film at 30 oC (curve 2) and at 75 oC (curve 3). The insets shows the photographs of 

the respective cells. (Reproduced with permission from Ref. [20]) 

Chen et. al. developed a thermal responsive cholesteric polymer containing two 

21

19

20

(a)

(b)
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different chiral dopants, one of which is a non-polymerizable chiral pyridine 

derivative, 19, which can form hydrogen bonds by accepting protons from mesogen 

with benzoic acid moieties, 12, and a polymerizable chiral molecule, 20.[21] Diacrylate 

mesogen, 21, was also employed to act as cross-linker. The HTP of the chiral dopant 

19 decreases with increasing temperature. At 30 oC, the reflection band of the 

polymer film was centered at 560 nm (Figure 1.9). However, on heating to 75 oC, the 

reflection band red shifted to 660 nm. Although the authors claimed reduction in 

HTP due to weakening of hydrogen-bonds as the possible reason, it is unlikely as the 

number of pitches is fixed in a polymer network. A plausible explanation could be 

partial loss in CLC order due to weakening hydrogen bonds as the refection intensity 

also decreased markedly. 

 

Figure 1.10. (a) Change in the wavelength of the reflection of the water saturated films kept at room 

temperature, +4 oC and -25 oC with reference to the ambient condition as a function of time. (b) 

Microscopy images of the films at -5 oC, -1 oC, 0 oC, +1 oC, +5 oC captured in reflection mode without 

cross-polarizers after 0, 30 and 60 min. (Reproduced with permission from Ref. [16]) 

N. Herzer et. al. studied the possibility of using a water saturated CLC polymer 

film (described earlier) as a temperature sensor.[16] The reflection band of the water 

saturated polymer film was monitored at three different temperatures  room 

temperature (20 oC), in a refrigerator maintained at 4 oC, and in a freezer kept at -25 

(a) (b)
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oC and it was found that the reflection band of the film at 20 oC was the first to return 

to its original position taking just 10 minutes (Figure 1.10a); the film kept at 4 oC 

took an hour while only a small blue shift could be seen in case of the film kept at -

25 oC which might be attributed to the fact that the reflection band was measured at 

room temperature which must have led to evaporation of a small amount of water. 

Inspired by these results, the optical response of the film was monitored in the 

temperature window of -5 oC to +5 oC for a time interval of an hour (Figure 1.10b). 

The films kept at +1 oC and +5 oC were found to return to the original green color in 

an hour in agreement with the result obtained earlier and showed time-temperature 

integrating behavior. Moreover, the CLC mixture could also be inkjet printed on a 

triacetyl cellulose (TAC) foil and the printed film showed similar optical sensing 

properties which made them an interesting sensor for recording thermal history.  

A temperature sensor can also be developed by using the shape memory behavior 

of CLC glassy polymers.[22] The CLC network was made by polymerization of a 

mixture consisting of a diacrylate, 5, a monoacrylate, 11, and monomers with 

benzoic acid moieties, 12 and 14, and 4 as the chiral dopant. Mechanical embossing 

of the polymer film with a spherical metal stamp above its glass transition 

temperature (Tg = 50 oC) at 60 oC, resulted to a spherical indentation of diameter 0.4 

to 0.5 mm and compression of helical pitch that translated into a blue shift of the 

reflection band by ~30 nm (Figure 1.11). Re-heating the polymer film above its Tg 

caused the deformed area to recover its original shape accompanied by an 

irreversible red shift of the reflection band to its initial position. The temperature 

sensor was found to demonstrate time-temperature integrating behavior between 40 

and 55 oC. 

Similar approach was used by Benelli et. al. to develop a reversible temperature 
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sensor from a bright green cholesteric polymer containing azobenzene 

chromophores (Figure 1.12a, c).[23] The polymer exhibited bragg reflection at 477 

nm (Figure 1.12b). Irradiating with UV light below Tg led to increase in population 

of cis-isomer of the azobenzene causing a decrease in LC order and hence the 

polymer became transparent (Figure 1.12d). Below the Tg, due to the confinement 

enforced, the azobenzene did not have enough mobility to isomerize back to the 

trans-form and the configuration stayed locked. It had to be heated above its Tg to 

regain the initial LC order (Figure 1.12e). The Tg of the polymers designed is notably 

very high ranging from 90 to 125 oC. 

 

Figure 1.11. Microscopy images of (a) non-embossed film, (b) embossed film and (c) embossed film 

after heating to 60 oC. All the images were taken in the reflection mode. (d) Corresponding UV-Vis 

transmission spectra. (Reproduced with permission from Ref. [22]) 
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Figure 1.12. (a) Molecular structure (n:m = 52:48) and (c) film image of the Cholesteric polymer 

containing azobenzene chromophores. (b) UV-Vis spectra of the cholesteric polymer without 

azoaromatic co-units contribution. (d) UV irradiation leads to trans-cis isomerization. (e) cis-Isomer 

of azobenzene relaxes to the thermodynamically more stable trans-form on heating above the glass 

transition temperature. (Reproduced with permission from Ref. [23]) 

1.2.8  Strain-responsive CLC polymers 

A real time optical strain sensor was developed by O. T. Picot et. al. for 

monitoring uniaxial deformations in oriented polymer films.[24] Cholesteric mixture 

was first spray coated on a uniaxially aligned polyamide 6 substrate and on 

photopolymerization, a cross-linked cholesteric polymer was obtained. When a 

uniaxial extension was applied on the substrate perpendicular to the direction of 

helical axis of the coated cholesteric polymer, the cholesteric polymer expanded in 

the xy plane with consequent shrinkage of pitch. A strain of 13 % resulted to blue 

shift of the reflection band by 40 nm and a color change from orange to green could 

be seen (Figure 1.13). On average, the sensitivity of the bilayer was approximately 3 

nm / % strain. The close agreement of the mechanical response of the polymer 

(c) (d) (e)

(a) (b)
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substrate to strain and the optical response of the cholesteric polymer coating 

illustrates the potential of the developed sensor for real time strain sensing. 

 

Figure 1.13. (a) UV-Vis transmission spectra and (b) corresponding microscopy images of the bilayer 

film on applying 0 % (red), 2.6 % (yellow), 7.7 % (green) and 13 % (violet) extensions. (Reproduced 

with permission from Ref. [24]) 

1.3 Aim and Outline of the Thesis 

Although several optical sensors have been developed, as can be seen from the 

overview provided in the previous sections, for some of the applications such as 

detection of metal ions, fabrication of optical sensors that show high selectivity and 

sensitivity still remains a challenge. Moreover, sensors for physical parameters like 

temperature are not yet in the regime of actual relevance. Therefore, the work 

described in this thesis is aimed at developing responsive CLC polymers which are 

one-step closer to real-life applications. Furthermore, other applications of 

responsive CLC polymers such as (re)writable paper, anti-counterfeit labels and 

camouflage are explored. 

Chapter 2 describes a polymer coating as photonic paper that can be patterned 

easily by evaporating a non-reactive chiral dopant at specific locations with a hot pen 

or a laser beam. Removal of chiral dopant leads to a decrease in the helical pitch at 

(a) (b)
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the heat treated areas leading to a change in color revealing a high contrast pattern. 

The photonic patterns cannot be erased to get the original coating back.  

Chapter 3 reports a blue color printable photonic coating which can be swollen 

with a non-reactive mesogen locally to create durable but erasable patterns. Patterns 

of color ranging from blue to red, covering the entire visible spectrum, can be inkjet-

printed and simply controlled by the amount of the liquid crystal ink. 

Chapter 4 details on the fabrication of an optical calcium sensor from a CLC 

polymer containing benzoic acid metal binding sites. The polymer coating is 

sensitive to Ca2+ ions within the physiologically relevant concentration range of 0.1 

and 1 mM and the optical responses to normal serum and samples mimicking 

hypocalcemia and hypercalcemia can be clearly distinguished. 

The principle behind the calcium sensor is extended to develop a full color 

camouflage pattern in a photonic polymer coating in Chapter 5. The pattern in the 

coating is hidden in the blue color dry state and appears on exposure to water or by 

exhaling breath onto it due to different degrees of swelling of the polymer network. 

The degree of swelling depends on the printed amount of calcium which acts as a 

crosslinker. The printed full color pattern can also be hidden simply by using a 

circular polarizer. 

Chapter 6 presents a novel concept of combining CLC polymer with a softer 

polymer  poly(benzyl acrylate) to  develop a shape memory photonic semi-

interpenetrating polymer network with a broad glass transition temperature from 10 

to 54 oC. The mechanically embossed photonic polymer displays stable multiple 

colors covering almost the entire visible spectrum from blue to orange, as it recovers 

to its original shape on heating. 

Finally, Chapter 7 assesses the technological advancements of the responsive ph- 
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otonic polymers described in this thesis.  It explores the potential applications of the 

photonic polymers which have been developed. It also touches upon the 

shortcomings of these polymers and provides an outlook for further improvement 

to achieve real-life applications. 
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Chapter 3 

 

Rewritable Full Color Photonic Polymer 

using a Liquid Crystal Ink 

 

Abstract: A printable and rewritable photonic polymer coating has been fabricated from a 

cholesteric liquid crystal. Full color images can be patterned in the polymer coatings by using 

a liquid crystal ink. The printed patterns can be erased and rewritten multiple times, making 

these coatings interesting as rewritable papers.  
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3.1 Introduction 

Beauty of nature is enriched by the abundance of colorful patterns that arise due 

to photonic structures which are arrangements of periodically alternating refractive 

indices.[1 5] The natural photonic structures have inspired scientists to fabricate 

artificial photonic materials for applications such as sensors, security labels, house 

decors, displays and rewritable papers, using block copolymers, colloidal crystals, or 

cholesteric liquid crystals (CLC).[6 9] For example, rewritable photonic materials have 

been developed from colloidal crystals; however, the stability of the color of the 

patterns remains an issue.[10 19] Moreover, these patterns were limited to only two 

colors. In addition, in most cases the patterns remain invisible under normal 

conditions and require the aid of solvents such as water, ethanol or vapors for 

visualization.[20 24] Fabrication of photonic materials with full color stable patterns in 

dry environment remains a challenge. 

Herein, we report on a photonic coating based on CLC polymer that can be 

inkjet-printed to obtain a rewritable photonic paper with stable full-color patterns 

(Scheme 3.1a). A CLC polymer is a one-dimensional photonic material with 

helicoidal molecular organization, and the wavelength of light reflected is directly 

proportional to the length of the helical pitch, making them very interesting for 

fabrication of responsive photonic materials with ease.[25 28] The full color patterns 

were obtained by using a liquid crystal (LC) as ink.  

3.2 Results and Discussion 

3.2.1 Fabrication of photonic polymer coating 

The photonic polymer coating was fabricated from a CLC mixture (Scheme 

3.1b) comprising of diacrylate (RM257) and monoacrylate (RM105) mesogens. A 

chiral dopant that also acts as a cross-linker (LC756) was added to induce CLC phase 
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Scheme 3.1. (a) Schematic showing the working principle of patterning in the photonic polymer 

coating. (b) Structure of the chemical components used to fabricate the photonic polymer coating. 

and a photoinitiator (Irgacure 651) was used to initiate the photopolymerization 

reaction and freeze the phase. Finally, to introduce patternability to the photonic 

polymer in a broad range of colors of the visible spectrum, a non-polymerizable 

cyanobiphenyl LC derivative (5CB, 30.0 wt %) which could be removed from the 

polymer network was used. Shearing the CLC mixture in between two glass plates  

bottom one one functionalized with methacrylate and top one with fluorinated 

alkylsilane moieties  led to formation of a planarly aligned CLC film, which on 

polymerization by shining UV light and followed by removal of the top glass plate 

resulted in a red 666 nm) covalently attached to 

(b)
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the bottom glass plate (Figure 3.1a). Washing out the non-reactive 5CB mesogen 

with an organic solvent (tetrahydrofuran, THF) ultimately led to a violet colored 

polymer coating with reflectio 84 nm (Figure 3.1a). FT-IR 

spectrum (Figure 3.2b) of the coating revealed disappearance of the peak of the 

stretching vibration of (-C≡N) at 2225 cm-1, revealing complete removal of 5CB. 

 
Figure 3.1. (a) UV-vis transmission spectra and (b) FT-IR spectra of the pristine CLC polymer coating 

and after removing 5CB. Inset of (a) shows the photographs of the polymer film before and after 

removing 5CB. 

3.2.2 Inkjet printing of liquid crystal ink 

Removal of the non-polymerizable 5CB led to collapse of the polymer network, 

reducing the helical pitch length to give the coating a violet color. This also rendered 

the network highly flexible with enhanced optical response to stimuli. This flexible 

network could be swollen with E7, which is an LC mixture of cyanobiphenyl and 

cyanoterphenyl derivatives exhibiting a nematic phase in the broad temperature 

range from -10 oC to 58 oC.[29] In order to achieve photonic patterns, local swelling of 

the polymer is essential. To do so, introducing E7 only at the desired areas becomes 

necessary and the most controlled method of doing this is employing the inkjet 

printing technique. Therefore, the printability of the polymer coating was first inves- 
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Figure 3.2. 

icon, and a sun by inkjet-printing with E7 as the ink. (b) Polarized optical microscopy image of a part 

 in (a). Both the images were captured at room temperature. 

tigated with E7 as the ink. 

 As E7 is nematic at room temperature, it can be readily filled in an inkjet printer 

cartridge and printed in droplets of 10 pL in volume. For an ink to be jetted from the 

cartridge, a viscosity in the range of 10-12 cP is required. However, E7 at room 

[30] Therefore, the cartridge was 

heated above the isotropic phase transition temperature of E7 at 70 oC to lower its 

viscosity. In addition, the polymer coating was preheated to 60 oC to enhance the 

kinetics of swelling. The polymer coating was finally inkjet-printed with drop 

Figure 3.2a). The areas where E7 was printed swelled 

immediately at 60 oC, causing an increase in the length of the helical pitch resulting 

in a color change from violet to orange. Cooling down the patterned polymer to 

room temperature had no effect on the color of the photonic patterns. The polarized 

optical microscopy (POM) image of the pattern created showed a sharp contrast 

between the printed area and the background, implying that there is negligible 

occurrence of lateral diffusion of E7 into the non-printed area (Figure 3.2b). A 

5 mm

300 m

(b)(a)
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plausible explanation could be the anisotropy of the CLC polymer network leading 

to a preferred transverse diffusion. Remarkably, other colors with wavelengths 

shorter than orange such as green and blue were also present at the edges. This 

signifies that spacing between the printed drops were too small and they were 

coalescing at a large scale leaving behind a non-uniform distribution of ink at the 

edges of the printed areas. However, this also shows that multiple structural colors 

are achievable with the CLC polymer coating and ink E7. 

 

Figure 3.3. Wavelength of light reflected at room temperature by the photonic pattern with different 

number of layers of ink E7 printed. The red lines represent the linear fitted curves. Error bars indicate 

mean ± standard deviations for three measurements at different areas on the pattern. Inset shows the 

respective photographs of the pattern with the number representing the number of layers of ink printed. 

3.2.3  Full color patterning using liquid crystal ink 

To achieve multiple color patterns in the polymer coating, the amount of ink 

printed per print needs to be reduced. Therefore, the inkjet printer cartridge was 

replaced with another cartridge that prints droplets of 1 pL in volume. Moreover, the 

spacing be

rectangular pattern of dimension 1 mm × 5 mm was then printed with the cartridge 

heated at 70 oC and the polymer coating pre-heated at 60 oC. Printing the first layer 
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of E7 led to a slight s

Figure 3.3). Printing 

nm). A third layer of ink resulted in a further red shift of the wavelength of light 

-

515 nm). Printing a si

and a seventh layer made it greenish-

respectively. A tenth layer of ink led to further swelling of the polymer network 

significant changes and the color remained red. These results show that structural 

colors can be obtained having wavelength ranging from blue to red. On plotting the 

number of layers against the reflection wavelength, a linear relation is observed up 

to ten layers and after the tenth printing step, saturation takes place. This indicates 

that all the ink was absorbed after each printing step and maximum swelling of the 

polymer network was reached after the tenth step. 

After having determined the number of layers required to achieve patterns in full 

structural colors ranging from violet to red in a dark violet background, an image 

with three flower plants, such that each has different color petals, pistils, and stem-

leaf, was chosen to demonstrate the fabrication of full color patterns. Figure 3.4a 

shows the pattern with the amounts of E7 printed accordingly to obtain the different 

types of colors. UV-Vis measurement (Figure 3.4c) showed that the reflection band 
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leaves-

505 nm. Height profile measurement of the red color flower petals F1 showed 67.3 

% increase in thickness, and is in good agreement with the observed 67.5 % increase 

in pitch length of the CLC polymer network (Figure 3.4d). 

 

Figure 3.4. (a) Photograph of an inkjet-printed full color pattern on day 1 of printing. (b) Photograph 

of the same inkjet-printed pattern after 7 days. (c) Wavelength of light reflected by different color 

regions of the pattern on day 1 of printing and after 8 days. F1, F2, and F3 represents the red, orange, 

and blue flower petals. P1, P2, and P3 represents the violet, blue, and yellow pistils. Finally, L1, L2, and 

L3 represents the leaves-stems of the three flowers. Error bars indicate mean ± standard deviations for 

three measurements at different areas on the pattern. (d) Height profile measured along the white line 

in (b) passing through the red flower petals, violet pistils and much darker violet background. 

3.2.4 Rewritability and durability of patterned photonic polymer coating 

In order to investigate the effect of time on the color of the patterns, the printed 

pattern was stored at ambient conditions for a week. On the eighth day, UV-Vis 

spectra were measured and no significant change was found in the position of the 

reflection bands of the petals, pistils, or leaves-stems (Figure 3.4c), implying that the 
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photonic patterns are stable and remarkably durable. Figure 3.4b shows a 

photograph of the full color pattern after 7 days of being printed. 

To demonstrate rewritability of the photonic polymer coatings, a coating that 

was patterned in three representative colors  orange, yellow, and bluish green, was 

erased by treating with THF which dissolved the E7 ink, leaving behind the violet 

coating with no photonic patterns (Figure 3.5a). The coating could then be re-

printed and erased. Carrying out the print-erase cycle ten times showed similar 

optical properties of the printed patterns for each cycle (Figure 3.5b, c). 

 

Figure 3.5. (a) Photograph of a polymer coating after erasing printed patterns with THF. (b) 

Photograph of the same polymer patterned with a flower image printed for the tenth time after 9 print-

erase cycles. (c) Wavelength of light reflected by the different color parts of the flower patterns which 

had been printed successively after erasing the previous one. Error bars indicate mean ± standard 

deviations for three measurements at different areas on the pattern. 

3.3 Conclusion 

We have developed a fully rewritable and printable photonic coating from a CLC 

polymer network. The coating could be inkjet-printed with E7 mixture as LC ink to 

locally swell the network and create patterns of colors ranging from violet to red 

which are visible without the use of a solvent or vapor. The printed patterns were 

stable and durable in ambient conditions, and could be erased completely to print 

another new pattern. The range of colors can be further tuned by varying the amount 

of the non-polymerizable mesogen initially present in the network making these 
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photonic polymer coatings appealing as rewritable photonic papers. Furthermore, 

by using LC inks which are polymerizable, it will be possible to fabricate arbitrary 

polymer patterns which can, for example, change colors and topographies in 

response to a stimulus.[31,32]  

3.4 Experimental Details 

3.4.1 Materials 

RM257, RM105, 5CB and E7 were bought from Merck. LC756 was bought from 

BASF. Irgacure 651 was obtained from CIBA. Tetrahydrofuran (THF) was obtained 

from Biosolve. 

3.4.2  Characterization 

Photopolymerization was carried out with Omnicure series 2000 EXFO lamp. 

UV-Visible spectra of the CLC polymer coatings were measured by a Perkin Elmer 

lambda 650 spectrophotometer. Ocean Optics UV-Visible spectrophotometer 

HR2000+ mounted on a DM2700 M microscope from Leica microsystems was used 

for recording the transmission spectra of the photonic patterns. The same 

microscope was used for capturing images with cross polarizers.  FT-IR spectra were 

measured on a Varian 670 FT-IR spectrometer with slide-on ATR (Ge). Inkjet 

printing was done in Dimatix DMP 2800 (Dimatix-Fijifilm Inc., Santa Clara, USA) 

equipped with 10 pL cartridge (DMC-11610). Height profile measurement was 

carried out with Veeco Dektak 150 surface profiler. Images of the patterns were taken 

with a Sony Cyber-shot camera.  

3.4.3  Functionalization of glass substrates 

Methacrylate and fluorinated alkylsilane functionalized glass slides were 

prepared as reported in Chapter 2. 
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3.4.4  Preparation of photonic polymer coating 

For making full color patterns, 1 g of CLC mixture consisting of 11.0 wt % of 

RM257, 44.0 wt % of RM105, 40.0 wt % of 5CB, 4.0 wt % of LC756, and 1.0 wt % of 

methacrylate functionalized 3×3 cm2 glass substrate. After the evaporation of solvent 

at 75 oC, a fluorinated alkylsilane coated 3×3 cm2 glass substrate was placed directly 

on top and on cooling down to room temperature, the glass substrates were sheared 

along one direction to obtain a red film. It was then followed by photopolymerization 

by shining UV light (48 mW cm-2 intensity in the range 320-390 nm) for 5 min after 

which the upper glass plate was removed to obtain the polymer coating. The polymer 

was then washed in THF to get the violet colored CLC polymer coating. 

For the rewritability experiments, a CLC mixture with slightly modified 

compositions was used. 1g consisted of 15.5 wt % of RM257, 49.0 wt % of RM105, 

30.0 wt % of 5CB, 4.5 wt % of LC756, and 1.0 wt % of Irgacure 651 and the pristine 

CLC polymer was yellow in color while after washing with THF, it turned violet.  

3.4.5  Patterning by inkjet printing in polymer coating 

printing. E7 mixture was used as the ink. The cartridge temperature was set at 70 oC 

and the printing plate was maintained at 60 oC. Printing was carried out by using 

only 3 nozzles with a voltage of 13.0 and 8.0 V for 10 and 1 pL cartridges respectively 

and frequency 2.0 kHz using standard wave form. 
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Chapter 4 

 

An Optical Sensor to Detect Calcium 

In Serum 

 

 

Abstract: An optical calcium sensor was fabricated based on a cholesteric liquid crystalline 

(CLC) polymer containing benzoic acid metal binding sites. A chiral imprinted CLC 

polymer, on treatment with KOH, yielded a responsive green reflecting coating. Investigation 

of various metal ions revealed that the polymer coating showed a large optical response, and 

selectivity for calcium ions, which is related to the pre-organized binding sites in the ordered 

liquid crystalline phase, leading to a blue reflecting coating. The photonic polymer coating 

was sensitive to Ca2+ within the physiologically relevant concentration range of 10-4 to 10-2 M. 

Measurement of total calcium concentration in serum was also investigated. The optical 

responses of normal serum and samples mimicking hypocalcemia and hypercalcemia could 

be clearly distinguished, providing a cheap, battery free, and easy-to-use alternative for 

calcium determination in clinical diagnostics.  
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Polymer Film to Detect Calcium in Serum. Adv. Funct. Mater. 2016, 26, 1154-1160; DOI: 
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4.1 Introduction 

Detection and quantification of metal ions is important in many fields including 

medical diagnosis, clinical toxicology, environmental monitoring and waste water 

management.[1] Several techniques, such as atomic absorption spectroscopy, 

inductively coupled plasma mass spectroscopy, and inductively coupled plasma 

optical emission spectroscopy are employed for determination of the amount of 

metal ions with great precision. Besides requiring specialized equipment, these 

techniques require complex sample preparation and are typically expensive. 

Therefore, development of an affordable, quick, and easy-to-use technology that 

enables detection of metal ions even in areas where access to laboratory facilities is 

limited remains of continued interest. In this respect, a test strip with an optical 

readout discernable by the naked eye is appealing. 

Photonic crystals[2 5] that are able to reflect light have emerged as an attractive 

material for the development of optical sensors. Hydrogel based photonic crystals 

have been used to design various metal sensors,[6 8] whereby selectivity was 

introduced by incorporating different molecular recognition groups such as crown 

ether,[9 12] and 8-hydroxyquinoline.[13] Due to their one dimensional photonic 

structure and ease of fabrication, cholesteric liquid crystals (CLC)[14 17] have also 

attracted much attention as optical sensors. [18 21] To date, a few metal sensors from 

CLC materials have been reported by incorporating crown ether moieties for the 

detection of metal cations in aqueous solution.[22,23] Fabrication of optical metal 

sensor that shows a high selectivity and sensitivity remains a challenge, however.  

We now report on a metal sensor based on CLC polymer coating that 

demonstrates a remarkable selectivity and optical response towards calcium, which 

is related to the preorganized binding sites in the liquid crystalline network. Varying 
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the Ca2+ concentration between 10-4 to10-2 M induced a robust optical response that 

was clearly visible to the naked eye. The sensor could also be used as a test strip for 

detection of calcium in human serum. 

4.2 Results and Discussion 

4.2.1 Fabrication of polymer optical sensor 

Scheme 4.1. CLC mixture used for fabrication of photonic polymer coatings. 

The CLC mixture (Scheme 4.1) used in this study is similar to the one reported 

in Chapter 2. It consisted of a monoacrylate (RM105, 27.7 wt %) mesogen and a 

diacrylate (RM257, 22.5 wt %) mesogen. Benzoic acid group functionalized 

polymerizable molecules viz. 6OBA (16.4 wt %) and 6OBAM (16.4 wt %) were 

incorporated to bind metal ions. Two different benzoic acids were used to prevent 

crystallization of the CLC mixture at room temperature. Non-polymerizable 

dicarboxylic acid, R-(+)-3-methyladipic acid (MAA, 16.4 wt %) was added to act as 

the chiral dopant to induce formation of CLC phase. Irgacure 369 (0.6 wt %) was 

RM257

6OBA

6OBAM

Irgacure 369

RM105

MAA
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used as the initiator for photopolymerization. The planar alignment of the CLC 

mixture was achieved by shearing between a methacrylate functionalized glass 

substrate (lower) and a fluorinated alkylsilane functionalized glass slide (upper). The 

CLC mixture was then photopolymerized at room temperature during which the 

polymer becomes covalently bonded to the methacrylate functionalized glass 

substrate. The upper glass slide was then removed to obtain a disc-shaped CLC 

polymer coating 

selective reflection band (SRB) was centered at  512 nm (Figure 4.1). The Fourier-

Transform Infrared (FT-IR) spectrum of the polymer coating (Figure 4.2a) showed 

the absence of C=C double bond of the acrylate as no peaks are present at 809 or 985 

cm-1.[24] A highly intense peak centered at 1696 cm-1 was observed due to the 

stretching vibration of hydrogen bonded C=O. The broad nature of this peak 

suggests the presence of more than one type of H-bonded carboxylic acids[25] i.e., H-

bonded MAAs, H-bonded benzoic acids and mixed MAA-benzoic acid complexes. 

It should be noted that since the ratio of molar concentration of MAA to 6OBA and 

6OBAM is 2:1:1, not all the carboxylic acid moieties of the MAA molecules are bound 

to the polymer network. Thermogravimetric analysis (TGA) showed a weight loss of 

16.5 % in the temperature range of 120 to 200 oC (Figure 4.2b), which can be 

attributed to evaporation of MAA. 

In order to enhance the optical response of the polymer coating, the chiral 

molecule MAA was removed by extracting using an organic solvent 

(tetrahydrofuran, THF).[26] The TGA profile (Figure 4.2b) of this more flexible 

polymer coating did not show any loss in weight below 300 oC, which is consistent 

with complete removal of MAA. The FT-IR spectrum showed a sharp vibration peak 

at 1680 cm-1 indicating the presence of H-bonded dimer of 6OBA and 6OBAM 



An Optical Sensor to Detect Calcium in Serum 

53 

 

(Figure 4.2a).[24] Upon removal of the chiral dopant the reflection band shifted to  

 380 nm indicating that the helical structure is still present and that a chiral-

imprinted polymer network has been formed (Figure 4.1). The blue shift of  130 

nm of the SRB suggests a collapse of the polymer coating which resulted to a decrease 

in pitch length as the number of pitches is invariant after polymerization.[27] The 

remarkable wavelength shift of 25 % is higher than the weight fraction of the chiral 

dopant (16.4 wt %), suggesting that the shrinkage in the polymer coating, having 

covalent links to the glass substrate, mainly takes place in the vertical direction.  

 

Figure 4.1. (a) UV-Vis transmission spectra and (b) photographs of the CLC polymer coating at 

different preparation steps. 

In order to make the polymer coating responsive to metal ions, the chiral 

imprinted coating was treated with KOH to convert the benzoic acid units to 

potassium benzoate derivatives. FT-IR analysis of this KOH treated coating showed 

disappearance of a stretching vibration peak due to H-bonded C=O at 1680 cm-1 

(Figure 4.2a). The peak at 1728 cm-1 due to the carbonyl of ester groups remained 

identical implying that KOH treatment does not affect the alkyl ester moieties. Two 

new peaks appeared at 1543 cm-1 and 1382 cm-1, corresponding to the asymmetric 
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Figure 4.2. (a) FT-IR spectra of the pristine CLC polymer, chiral imprinted polymer, potassium 

polymer salt and calcium polymer salt coatings. (b) TGA of the pristine CLC polymer, chiral imprinted 

polymer and calcium polymer salt coatings. 

and symmetric stretching of COO-,[24] which is consistent with complete 

deprotonation of the benzoic acid groups to form a K+-carboxylate salt. [24,28 30] This 

polymer potassium salt coating swelled by absorbing water from KOH solution 

leading to an increase in pitch and thus a change in color with the reflection band at 

 540 nm (Figure 4.1) which was around the same wavelength as the pristine 

polymer. The bandwidth was narrower which might be due to the absorbed water 

lowering the birefringence in the coating.[31] This SRB was red shifted by 160 nm with 

respect to the chiral imprinted polymer showing the ability of the flexible polymer 

coating to reversibly change its optical properties over a large spectral range. When 

the polymer was placed in de-ionized water, a small blue shift (  ) of the 

green reflection band was observed.   

4.2.2 Detection of metal ions in water 

To investigate the binding efficacy of the potassium salt polymer towards metal 

cations, the coating was exposed to 0.75 mL of 0.1 M of monovalent and divalent 

cations such as Na+, Mg2+, Ca2+, Zn2+, Cd2+ and Pb2+ for 60 min and the optical resp- 
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Figure 4.3. (a) UV-Vis transmission spectrum of the polymer potassium salt coating in water and after 

exposure to 0.1 M Ca2+ solution. Inset shows photographs of the coating before and after exposure to 

0.1 M Ca2+ solution. (b) Blue shift observed for the reflection band of polymer potassium salt coating 

after exposure to 0.75 mL of 0.1 M NaNO3, Mg(NO3)2, Ca(NO3)2.4H2O, Zn(NO3)2.6H2O, 

Cd(NO3)2.4H2O and Pb(NO3)2. Error bar indicates mean ±standard deviation for five measurements at 

different places on the coating. Duration of exposure to the metal ions solution was 60 min. 

onse was monitored with UV-Vis spectroscopy. It was observed that in all cases the 

reflection band of the coatings blue shifted to different extents (Figure 4.3). 

Interestingly, a close examination of the blue shift, , of the SRB (Figure 4.3b), 

revealed that Ca2+ gave the highest  70 nm yielding a blue reflecting polymer 

whose color change could be clearly seen by the naked eye (Figure 4.3b). To 

determine the selectivity of the polymer potassium salt coating, Na+, Mg2+, Ca2+, Zn2+ 

and Cd2+ ions were dissolved together in water such that the concentration of each 

of the nitrate salt was 0.1 M. On exposing the polymer salt coating to this metal ions 

solution, the SRB blue shifted by nearly 65 nm which is very close to   70 nm) 

observed for Ca2+ (Figure 4.4a). This suggests that Ca2+ ions has the highest binding 

affinity for the polymer coating relative to the other metal ions. To further test the 

Ca2+ selectivity,  a Ca2+ polymer coating (vide infra) was exposed to Zn2+, Mg2+, Cd2+ 

and Na+ solutions (each of 1 M concentration, 0.75 mL) consecutively. There was no 

change in the reflection band (Figure 4.4b), confirming that calcium is strongly 
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bound in the polymer coating (vide infra). From these studies it can be concluded 

that Ca2+ binds selectively and strongly to the polymer coating over all the other 

metal ions studied. The binding of Ca2+ apparently results in a large decrease in the 

length of helical pitch which may be due to dehydration of the coating leading to 

polymer shrinkage.[32] The bound Ca2+ ions can be washed away by treating the 

polymer with dilute HNO3 and the resulting polymer, can be re-used. Moreover, the 

polymer potassium salt coatings can be stored at ambient conditions for days. 

Figure 4.4. UV-Vis transmission spectrum of (a) polymer potassium salt coating before and after 

exposure to mixture of equimolar metal ions Na+, Mg2+, Ca2+, Zn2+, Cd2+, Pb2+ (0.1 M each) (b) Calcium 

polymer salt coating on successive exposure to 1 M of Zn2+, Mg2+, Cd2+, Na+ solutions. Duration of 

exposure to the metal ions solution was 60 min. 

4.2.3 Detection of calcium in water 

To investigate the calcium selectivity and sensitivity in more detail, the kinetics 

of the exchange reaction of K+ by Ca2+ was investigated. The polymer potassium salt 

coating was treated with Ca2+ (0.1 M) and the change of the reflection band was 

monitored by UV-Vis spectroscopy. Within a minute of exposure, the SRB of the 

wet polymer coating blue shifted by nearly 60 nm (Figure 4.5a). An additional blue 

shift of 10 nm was observed in the next 60 min, after which it did not change any 

further. This revealed that exchange between K+ and Ca2+ is rapid and is 
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accompanied by release of absorbed water from the polymer and hence a blue shift 

of the SRB. FT-IR measurements showed an increase in the symmetric stretching 

frequency of COO- from 1385 cm-1 to 1394 cm-1 and decrease in the asymmetric 

stretching frequency of COO- from 1543 cm-1 to 1531 cm-1 (Figure 4.2a) indicating 

binding of COO- to Ca2+.[33,34]  

Figure 4.5. (a) UV-Vis transmission spectrum of the polymer potassium salt coating on exposure to 0.1 

M Ca2+ solution taken at different time  (b) blue shift of the reflection band of polymer potassium salt 

coating after exposure to different concentration of Ca2+ (inset  schematic of the expected 

stoichiometry of Ca-carboxylate complex). The X-axis represents the molar ratio of Ca2+ to COO- 

binding sites. Error bar indicates mean±standard deviation for five measurements at different places on 

the coating. Duration of exposure to the Ca2+ solution was 60 min. 

In order to determine the stoichiometry of calcium complexation, polymer 

potassium salt coatings were exposed to different concentration of Ca2+ ions. Figure 

4.5b shows the blue shift of the SRB as a function of the ratio of Ca2+ ions to available 

benzoate binding sites (2.5 × 1018 per coating).[35] With an increased amount of Ca2+ 

ions, an increase in the blue shift was observed before saturation of the COO- sites 

took place. A sharp inflection point was observed 0.5 

with respect to the binding sites indicating that two COO- are binding one Ca2+ ion 

and that the binding is strong.[36] The TGA profile of fully saturated Ca2+-polymer 

coating showed a content of 4 wt % at temperature above 600 oC (Figure 4.2b) which 
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corresponds to the amount of CaCO3 that would be formed when Ca2+ binds to two 

COO- binding sites and is heated up.[37]  

The association constants of benzoic acid towards a variety of metal ions in 

solution do not show any preference for Ca2+.[38] It is well known that divalent 

calcium prefers bidentate over monodentate binding of carboxylate.[39] In the CLC 

polymer coating, the benzoic acid groups are planarly aligned pointing towards each 

other by hydrogen bond interactions (vide supra). Most likely this preorganized 

planar like-geometry facilitated strong binding of calcium.[40] Calcium-carboxylate 

complexes have been shown to be less hydrated,[39,41] compared to other metal-

carboxylate complexes, which is attributed to their low polarizing power of bound 

first shell water molecules.[42] This could explain the release of large amount of water 

leading to a large color change of the polymer coating upon binding to Ca2+. 

Presumably, it is the preorganization that is causing the strong, fast and selective 

binding of Ca2+ with subsequent dehydration of the coating. 

4.2.4 Detection of calcium in serum 

To determine the effective range of calcium concentrations for which the 

polymer coating is most sensitive, the  of the SRB was plotted against different 

Ca2+ concentrations in logarithmic scale (Figure 4.6a). It can be seen that the 

increase in  occurs between 10-4 to 10-2 M concentrations of Ca2+. It should be 

noted that this sensitivity, however, will depend on the number of binding sites and 

the thickness of the coating. Interestingly, for a healthy human the amount of total 

calcium in blood occurs in the range of 2.1 × 10-3 to 2.6 × 10-3 M[43] precisely in the 

range where the coating is most sensitive, indicating that perhaps our coating could 

be used as an alternative readout system for this important diagnostic parameter.[44

52] For a healthy human, total magnesium levels in blood are in the range of 0.7×10-3 



An Optical Sensor to Detect Calcium in Serum 

59 

 

to 1×10-3 M.[53] In order to determine the sensitivity of our sensor towards calcium, 

a Mg2+-polymer coating was treated with a 1 M Ca2+ solution (0.75 mL). A blue shift 

of 14 nm of the SRB (Figure 4.7) was observed indicating Ca2+ has replaced Mg2+ in 

the polymer coating.  

Figure 4.6. (a) Blue shift of the reflection band of polymer potassium salt coating after exposure to 

different molar concentration of Ca2+ ions [Ca2+]. Error bar indicates mean±standard deviation for five 

measurements at different places on a coating. (b) Blue shift of the reflection band of polymer potassium 

salt coating after exposure to normal serum, hypocalcemia (hypoCa-1 and hypoCa-2) and 

hypercalcemia (hyperCa) samples. HypoCa-1 and HypoCa-2 were prepared by supplementing normal 

serum with 0.5 and 1 mM EDTA respectively. Error bar indicates mean±standard deviation for 

measurements of three different coatings. Inset shows photograph of the coatings after exposure to 

normal serum, hypocalcemia and hypercalcemia samples.  

These results encouraged us to investigate the ability of the polymer potassium 

salt coating to detect calcium in serum. A blue-shift in the SRB by nearly 68 nm was 

observed when the polymer coating was treated with pooled normal human serum. 

In an attempt to explore the diagnostic potential of the coatings, we then conducted 

experiments treating the coatings with blood samples supplemented with 0.5 and 1 

mM ethylenediaminetetraacetic acid (EDTA) (hypoCa-1 and hypoCa-2  

respectively) or 1 mM CaCl2
 (hyperCa) in order to mimic hypo- and hypercalcemic 

blood samples, respectively (Figure 4.6b). As expected, coatings treated with blood 
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Figure 4.7. UV-Vis transmission spectrum of Mg2+-CLC polymer coating before and after exposure to 

a 1M Ca2+ solution. 

samples with a reduced Ca2+ concentration displayed a smaller blue-shift (around 40 

nm for hypoCa-1 and around 28 nm for hypoCa-2), while coatings treated with 

blood samples with elevated Ca2+ levels displayed an increased blue-shift ( 75 nm), 

slightly higher tha 69 nm) observed for aqueous Ca2+ 

which may be due to difference in osmotic pressure of blood serum compared to 

water. These results confirmed that the coating is sensitive to changes in Ca2+ levels 

in the physiologically relevant concentration range, and that the coating may 

eventually be used as an alternative, low-cost readout system for the detection and 

quantification of Ca2+ levels in blood serum. The difference in color of the coatings 

after exposure to serum simulating hypocalcemia and hypercalcemia cannot be easily 

observed unaided, however, this can probably be addressed by using a smartphone 

camera application. 

4.3 Conclusion 

An optical calcium sensor has been fabricated based on chiral imprinted 

cholesteric liquid crystalline polymer. The polymer photonic film shows a 
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remarkable selective response to calcium, with a color change from green to blue. 

This result is ascribed to liquid crystalline order in the material resulting in a pre-

organized optimal binding geometry for calcium and the dehydration properties of 

the calcium complex. It suggests that CLC based sensors can be constructed that 

show a selective high optical response towards metal ions without using specific 

binding moieties. Most likely, the effective sensitivity of the sensor can be further 

optimized by varying the number of binding sites and the thickness of the polymer 

film. The calcium sensor could also be used as a test strip for qualitative detection of 

calcium in serum. Normal serum and samples mimicking hypocalcemia and 

hypercalcemia showed optical responses which could be distinguished 

spectroscopically. These optical materials hold promise in fabrication of cheap, easy-

to-use, battery free metal ion sensors for clinical diagnostics. 

4.4 Experimental Details 

4.4.1  Materials 

RM257 and RM105 were purchased from Merck. 6OBA and 6OBAM were 

obtained from Synthon. Irgacure 369 was from CIBA. Chiral dopant (R)-(+)-3-

methyladipic acid, 3-(trimethoxysilyl)propyl methacrylate and 1H, 1H, 2H, 2H - 

perfluorodecyltriethoxysilane were from Sigma Aldrich. The solvents 

tetrahydrofuran, isopropanol and ethanol were bought from Biosolve. 

4.4.2  Characterization 

UV-Vis studies were carried out with a Shimadzu UV-3102 PC UV/Vis-near-IR 

scanning spectrophotometer. A Varian 670 FT-IR spectrometer with slide-on ATR 

(Ge) was used to record IR spectra. Thermogravimetric analyses were performed in 

TA TGA Q500. Photopolymerization was carried out with Omnicure series 2000 
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EXFO lamp. Height measurements were done using a Fogale Nanotech Zoomsurf 

3D. Laser writing was carried out with a Argon Ion laser (SpectraPhysics Beamlok 

2050), operating at 351 nm. 

4.4.3 Functionalization of glass substrates 

Methacrylate and fluorinated alkylsilane functionalized glass slides were 

prepared as reported in Chapter 2. 

4.4.4  Preparation of CLC polymer coating 

1 g of CLC mixture consisting of 23.5 wt % of RM 257, 30.5 wt % of RM 105, 16 

wt % of each of 6OBA and 6OBAM, 13.5 wt % of (R)-(+)-3-methyladipic acid and 

0.5 wt % of Irgacure 369 was dissolved in 4 mL of tetrahydrofuran. Approximately 

lized 5 cm × 5 cm glass 

slide. After evaporating the solvent by heating at 75 oC, a fluorinated alkylsilane 

coated 5 cm × 5 cm glass slide was placed directly on top and cooled to room 

temperature simultaneously shearing along one direction to obtain a planarly 

aligned orange color coating. It was then followed by photopolymerization by shining 

UV light (48 mW cm-2 intensity in the range 320-390 nm) for 5 min after which the 

upper fluorinated alkylsilane coated glass was removed. 
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Chapter 5 

 

Full Color Camouflage in a Printable 

Blue-Colored Polymer 

 

Abstract: A blue reflective photonic polymer coating which can be patterned in full color, 

from blue to red, by printing with an aqueous calcium nitrate solution has been fabricated. 

Color change in the cholesteric liquid crystalline polymer network over the entire visible 

spectrum is obtained by the use of a non-reactive mesogen. The pattern in the coating is 

hidden in the blue color dry state and appears upon exposure to water or by exhaling breath 

onto it due to different degrees of swelling of the polymer network. The degree of swelling 

depends on the printed amount of calcium which acts as a cross-linker. The printed full color 

pattern can also be hidden simply by using a circular polarizer. The responsive full color 

camouflage polymers are interesting for various applications ranging from responsive house 

and automobile decors to anticounterfeit labels and data encryption. 

 

 

 

This chapter is reproduced from: 

M. Moirangthem, A. P. H. J. Schenning, Full Color Camouflage in a Printable Photonic Blue-Colored 

Polymer. ACS Appl. Mater. Interfaces 2018, 10, 4168; DOI: 10.1021/acsami.7b17892 
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5.1 Introduction 

Adaptive structural colors that arise due to the presence of periodic alteration of 

refractive indices are abundantly found in nature[1] and perform various functions 

such as thermoregulation to control body temperature, signaling to communicate to 

other members of the same species, mimicry to warn predators and camouflaging to 

hide from predators.[2 4] Over the years, researchers have been working to generate 

adaptive full structural colors and camouflage in polymers. Such responsive photonic 

materials could be interesting in adaptive and camouflage textiles, smart coatings for 

house decors and automobiles, and anticounterfeiting, for example.[5] These full 

colored photonic materials[6] generally consist of block copolymers, cholesteric 

liquid crystals or colloidal crystals and they can be patterned by locally chemically 

modifying their responsive properties.[7 16] Pattern fabrication using masks, however, 

severely limits production of diverse patterns, besides yielding patterns with only two 

colors. Although inkjet printing technology provides a viable solution for creating 

complex and diverse patterns, achieving full color camouflage in photonic-colored 

polymers remains a challenge.[17,18]  

Cholesteric liquid crystalline (CLC) or chiral nematic polymers, [19 23] which are 

one-dimensional photonic materials, have captivated much attention because of the 

ease by which they can be fabricated into responsive materials. CLC polymers exhibit 

selective reflection of only one-handed circularly polarized light due to the presence 

of helical molecular organization with the wavelength of light reflected being directly 

proportional to length of the helical pitch. CLC polymers, with responsive full color, 

have not been explored. Until now, only chiral nematic mesoporous films with two 

colors have been reported.[17] Previously, we have reported an optical calcium sensor 

based on a CLC polymer showing reflective colors ranging from green to blue (see 
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also chapter 4).[24] We now report on a printable blue colored CLC polymer coating 

which can be patterned in full colors covering the visible spectrum from ~480 to 

~640 nm with a single aqueous Ca(NO3)2 solution as the ink. The latent pattern 

reveals itself on exposure to water or by simply exhaling breath onto it (Scheme 5.1). 

Arbitrary full color camouflage patterns can be printed in the photonic polymer 

which can be, in principle, reprogrammed by acid-base treatment. 

 

Scheme 5.1. Schematic showing the working principle of the full color camouflage in the CLC polymer 

coating. First, the non-reactive mesogen 5CB was removed leading to pitch shrinkage. After obtaining 

potassium salt polymer coating by treating with KOH, an aqueous solution of Ca2+ ions was used as ink 

for patterning. In the wet state, areas with different amount of Ca2+ ions swelled differently giving rise 

to a full color pattern while staying indistinguishable in the dry blue colored state. 
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5.2 Results and Discussion 

5.2.1 Fabrication of CLC polymer coating 

 
Scheme 5.2. CLC mixture used for fabrication of photonic polymer coatings. 

The printable CLC polymer coating was fabricated from a monomer mixture 

(Scheme 5.2) consisting of diacrylate (RM257) and monoacrylate (RM105) 

mesogens. Hydrogen bonded benzoic acid functionalized polymerizable reactive 

mesogens (6OBA and 6OBAM) were used as ligands to bind to calcium ions. To 

induce a CLC phase, a right handed chiral dopant (LC756),[25] which also acts as a 

cross-linker, was added. Lastly, to enhance the response of the polymer coating to 

obtain a wide range of structural colors from blue to red, a removable, non-reactive 

mesogen (5CB) was used. The mixture also contained a photoinitiator (Irgacure 651, 

0.6 wt %) to initiate the photopolymerization reaction. Shearing the CLC monomer 

mixture between methacrylate-functionalized and fluorinated alkylsilane-

functionalized substrates resulted in planar alignment of the molecules which was 

RM257
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frozen by photopolymerization using UV light. Removal of the top glass plate 

followed by washing away the non-reactive mesogen 5CB with THF revealed a blue 

colored CLC polymer coating (  = 450 nm) covalently bonded to the bottom plate 

(Figure 5.1a, b, c).[24] Treating the film with KOH solution resulted in rupture of 

(Figure 5.1d) blue reflective (  = 450 nm) hygroscopic polymer coating was 

obtained, which swelled and became red (  = 630 nm) upon exposure to water due 

to an increase in the helical pitch. Drying led to pitch shrinkage and the coating 

returned to a blue color (  = 450 nm), demonstrating a reversible color change 

covering almost the entire visible light spectrum. 

 
Figure 5.1. (a) UV-Vis transmission spectra, and (b) FT-IR spectra of the CLC polymer coating at 

different steps of fabrication. Inset shows the photographs of the pristine yellow, 5CB-removed blue, 

and wet potassium salt red coatings. 

5.2.2 Full color pattern using Ca2+ as cross-linking agent 

The  color of the wet CLC polymer coating can be modified by Ca2+ ions which 

replaces K+ ions and bind to the benzoate moieties.[24] Hence, photonic patterns can 

be created by locally introducing Ca2+ ions as cross-linkers. To determine the 

appropriate concentration of Ca(NO3)2 solutions required to achieve different colors 

in the visible spectrum, sponges were used in the form of stamps.[26] Sponges of 10 ×
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2 × 1 mm3 were simply cut out from a kitchen sponge and soaked in different 

concentrations of Ca(NO3)2 solution ranging from 0.01 to 100 mM. The sponges 

were then placed carefully on top of the potassium salt photonic coating. A color 

change took place in less than a minute, indicating a rapid K+/Ca2+ ion exchange. 

UV-Vis spectroscopy of the wet polymer coating showed only one reflection band 

for any concentration employed, suggesting that K+ and Ca2+ ions are uniformly 

distributed throughout the thickness of the film (Figure 5.2a). With concentrations 

0.01 and 0.1 mM, the coating was found to reflect around 605 nm,  

blue shifted with respect to wet potassium salt coating, resulting in an orange color 

(Figure 5.2b). With increasing concentration, the wavelength of light reflected blue-

shifted further due to lower degree of swelling causing decrease in pitch length. A  

 

Figure 5.2. (a) Wavelength of light reflected by CLC potassium salt polymer coating treated with 

different concentrations of Ca(NO3)2 solution. The red line represents the fitted curve. Error bars 

indicate mean ± standard deviations for five measurements at different places on the pattern. (b) Images 

of the CLC coatings patterned with kitchen sponges soaked in different concentrations of Ca(NO3)2 

solution. (c) Image of a sponge- logo that appeared in wet state on exposure to water or 

exhaled breath but remained hidden in the dry state. 

(c)
drydry

water breath

10
-5

10
-4

10
-3

10
-2

10
-1

480

520

560

600


 (

n
m

)

Conc. of Ca
2+

 ions (M)

(a) (b)
0.01 mM 0.1 mM 1 mM

5 mM 10 mM 100 mM



Full Color Camouflage in a Printable Blue Colored Polymer  

71 

 

concentration of 1 mM gave rise to yellow color (   

resulted in a green reflection band (   a higher 

concentration of 10 mM, the film became blue (   

the concentration to 100 mM did not cause any further color shift and the film 

remained blue, suggesting all the K+ ions have been replaced by Ca2+ ions leading to 

a fully crosslinked polymer network with drastically reduced degree of swelling. This 

showed that the color of the photonic polymer can be changed from red to blue (~480 

to ~640 nm) by varying the calcium concentration between 0.1 and 10 mM. 

The use of sponge as a stamp to write full color patterns was first investigated. 

, which have the letters 

The background was selected to be green, and therefore a sponge (1 mm thick) 

soaked in 1 mM concentration of Ca(NO3)2 was used as a stamp to generate the green 

background. A small area was left untreated so that it would develop into a red slash 

upon swelling with water. The background consisted of both Ca2+ and K+ ions 

homogeneously distributed while the slash consisted of K+ ions only. Creating the 

letters with sponges of the same thickness (1 mm) soaked in 100 mM concentration 

of Ca(NO3)2 then led to local exchange of the remaining K+ ions with Ca2+. Wetting 

Figure 

5.2c). As designed, the background was green (   

 Figure 5.3a). Height profile 

measurement of the wet coating revealed a decrease in thickness in the region where 

ates to a 16.1 % reduction (Figure 

5.3b). This corresponds well with the observed 15.3 % decrease in the pitch length. 
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Figure 5.3. 

mean ± standard deviations for five measurements at different places on the pattern. (b) Height profile 

slash and shrinkage for the letters with respect 

to the green background and nearly flat surface in the dry state. Polarized optical microscopy image (in 

-IR spectra of the potassium salt CLC polymer 

coating patterned with different concentrations of Ca(NO3)2 solution. Slash consisted of only K+ ions. 

Background consisted of both K+ and Ca2+ ions. Letters consisted of only Ca2+ ions. 

was written. This amounts to a 13 % increase, corresponding fairly well with the 

observed 11.6 % increase in pitch length on swelling. Polarized optical microscopy 

(POM) images showed a sharp border of the patterned area (Figure 5.3c, d), 

implying ions did not undergo lateral diffusion into the non-patterned area, 

probably due to the anisotropy of the CLC material. The FT-IR spectra showed 

shifting of symmetric stretching peak of benzoate salt to higher frequency, from 1387 

cm-1 to 1394 cm-1, while the asymmetric stretching peak shifted to lower frequency, 
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from 1547 cm-1 to 1537 cm-1, confirming the formation of calcium benzoate dimers 

(Figure 5.2e) in the letter patterned areas.[24,27,28] Drying the film resulted in 

disappearance of the pattern and the coating was totally blue (  

nearly flat surface profile (Figure 5.2b). 

 

Figure 5.4. 

breath and drying. (b) Image of the pattern after tenth cycle of exposure to exhaled breath. Image of the 

-handed and (d) left-handed circular polarizer. 

The trigger to reveal the hidden pattern is not limited to liquid water. Water 

the coating within seconds to the same extent as that of water (Figure 5.2c). 

Response of the patterned coating was studied for ten cycles of exhaling breath 

(Figure 5.4a). It was found that repeated exposure to breath had negligible effect on 
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the optical response of the coating. After the first cycle, the red slash became more 

orange but in the later cycles, the reflection wavelength stayed nearly the same 

(Figure 5.4b). After the tenth cycle of exposure to exhaled breath, the color of the 

green background and blue letters remained nearly unchanged, implying that the 

response of the coating to breath is fully reversible. 

It should be noted that the colored photonic patterns can also be hidden using a 

circular polarizer. The pattern in the right handed CLC polymer coating was visible 

through a right-handed circular polarizer while through a left-handed circular 

polarizer it was invisible and appeared completely dark (Figure 5.4c, d).  

5.2.3  Arbitrary full color patterning by inkjet printing 

To demonstrate that arbitrary full color high resolution patterns could be easily 

fabricated in the photonic polymer coatings, inkjet printing was explored with 100 

mM Ca(NO3)2 aqueous solution as a single ink. With a cartridge that ejects drops of 

× 5 mm2 

resulted in orange color pattern (   

with respect to the non-printed red area (  Figure 5.5a). Printing a 

second layer on top of the first layer resulted in an increase in the amount of Ca2+ 

ions in the polymer network leading to less swelling and the pattern became 

yellowish green (   

became green (  nm;  upon swelling.  Printing additional layers 

led to further blue shifting of the reflection band until it became nearly constant 

around   

After having determined the number of layers required for obtaining a specific  
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color, a flower with blue petals, green leaf and stem, and red pistils and background 

was chosen as an image for inkjet printing. With use of  the cartridge with 100 mM 

Ca(NO3)2 ink solution and the same drop spacing of 

pattern was printed by varying the number of layers accordingly. The flower pattern 

stayed hidden in dry state but in the wet state  either via exhaled breath or treatment 

with water- appeared in full color with high resolution (Figure 5.5b). The POM 

images showed that the patterns were of uniform color, implying the drop spacing 

was optimum for obtaining uniform layers of the ink. The border of the pattern was 

 

Figure 5.5. (a) Wavelength of light reflected by pattern inkjet printed with different number of layers 

of the ink l00 and 10 mM Ca(NO3)2 aqueous solutions. The red line represents the fitted curve. Error 

bar indicates mean ± standard deviations for five measurements at different places on the pattern. (b) 

Image of an inkjet-printed full color flower pattern which appeared in the wet state but was hidden in 

the dry state. Polarized optical microscopy image (in incidence light mode) of (c) leaf and (d) petal 

patterns on the CLC polymer coating.  
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sharp for the green leaf-stem (Figure 5.5c). However, the blue petals were 

surrounded by a broad green border  (Figure 5.5d). As no lateral 

ion diffusion was observed in the case of sponge written patterns (vide supra), it is 

unlikely to occur in the inkjet-printed patterns. A possible explanation could be 

coalescence of printed ink drops at the border toward the bulk of the pattern causing 

a gradient of Ca2+ ions. The wavelength difference between the blue petals and the 

red background is large (  145 nm) while that between the green leaf-stem and 

the red background is relatively small (  2+ 

Figure 5.6. FT-IR spectra of (a) potassium salt CLC polymer coating and (b) calcium salt CLC polymer 

coating on treatment with acid (HNO3) showing formation of hydrogen bonds and re-treatment with 

base (KOH) showing re-formation of benzoate salt moieties. 

concentration causing a gradient in color is more pronounced in the blue petals. 

Interestingly, the printed patterns could be erased by re-protonating the benzoate 

moieties by treating with an acid such as HNO3 (Figure 5.6) revealing the possibility 

to erase and reprogram the camouflage patterns.[24] 

For the making of green, yellow, and orange colors with more precise 

wavelengths, a different concentration of calcium nitrate could be used. For example, 

with use of a lower concentration 10 mM Ca(NO3)2 solution as the ink, patterns that 

reflect light of wavelength in between 608 and 570 nm, and 570 and 532 nm could 
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also be obtained (Figure 5.7a), signifying the versatility of Ca(NO3)2 solution in 

producing full color, covering almost the entire visible spectra from red to blue by 

simply varying the number of layers of the ink  100 or 10 mM concentrations. The 

photonic patterning by inkjet printing can be easily extended to printing any color 

with a green background and red slash and blue letters (Figure 5.7b) to obtain a 

high-resolution pattern with sharp borders in the wet state.  

 

Figure 5.7. (a) Wavelength of light reflected by pattern inkjet printed with different number of layers 

of the ink 10 mM Ca(NO3)2 aqueous solution. The red line represents the fitted curve. Error bar 

indicates mean ± standard deviations for five measurements at different places on the pattern. (b) Image 

of an inkjet- which appears in the wet state of polymer film. 

5.3 Conclusion 

We have fabricated a printable blue-colored CLC polymer coating that could be 

patterned with a single ink  calcium nitrate solution, in full colors covering the 

visible spectra from blue to red (~480 to ~640 nm). The patterns on the polymer 

functioned similarly to the naturally observed camouflage behavior by remaining 

hidden in dry environment and revealing itself in the presence of water or exhaled 

breath. The range of colors achievable could be tuned by simply changing the 

composition of the non-reactive mesogen. The responsive full color patterned 
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photonic polymers open up many interesting applications of photonic materials in 

the direction of adaptive camouflage textiles, anticounterfeit labels, data encryptions 

as well as for aesthetic purposes including home decorations and automobile 

coatings. 

5.4 Experimental Details 

5.4.1 Materials 

RM257, RM105 and 5CB were bought from Merck. 6OBA and 6OBAM were 

obtained from Synthon Chemicals. LC756 was bought from BASF. Irgacure 651 was 

obatined from CIBA. KOH pellets and Ca(NO3)2.4H2O were bought from Sigma 

Aldrich. Tetrahydrofuran (THF) was obtained from Biosolve.  

5.4.2  Characterization 

Photopolymerization was done with Omnicure series 2000 EXFO lamp. UV-

Visible spectra of the CLC polymer films were recorded in Perkin Elmer lambda 650 

spectrophotometer. Ocean Optics UV-Visible spectrophotometer HR2000+ 

mounted on a DM6000 M microscope from Leica microsystems was used for 

measuring the transmission spectra of the photonic patterns. Height profile was 

determined with a Veeco Dektak 150 Surface profiler. FT-IR spectra were measured 

on a Varian 670 FT-IR spectrometer with slide-on ATR (Ge). Inkjet printing was 

carried out in Dimatix DMP 2800 (Dimatix-Fijifilm Inc., Santa Clara, USA) 

equipped with 10 pL cartridge (DMC-11610). Images of the film were captured with 

a Sony Cyber-shot camera. 

5.4.3 Functionalization of glass substrates 

Methacrylate functionalized and fluorinated alkylsilane functionalized glass 

substrates were fabricated as reported in Chapter 2.  
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5.4.4  Preparation of responsive CLC polymer coating 

1 g of CLC mixture consisting of 17.9 wt % of RM257, 22.9 wt % of RM105, 18.0 

wt % of each of 6OBA, 6OBAM and 5CB, 4.6 wt % of LC756, and 0.6 wt % of Irgacure 

functionalized 3×3 cm2 glass substrate. After the solvent was evaporated by heating 

at 75 oC, a fluorinated alkylsilane coated 3×3 cm2 glass substrate was placed directly 

on top and cooled to room temperature with simultaneous shearing along one 

direction to obtain a greenish yellow film. It was then followed by 

photopolymerization by shining UV light (48 mW cm-2 intensity in the range 320-

390 nm) for 5 min after which the upper glass plate was removed to obtain the 

polymer coating. The polymer was first washed in THF and then treated with 1 M 

KOH to obtain the responsive potassium salt CLC polymer coating. 

5.4.5 Patterning with sponge in polymer coating 

Features of dimension 10 × 2 × 1 mm3 were cut out from a kitchen sponge and 

were soaked each in different concentrations of Ca(NO3)2 solution, viz. 0.01, 0.1, 1, 

5, 10 and 100 mM. The fully soaked sponges were then placed carefully on top of a 

potassium salt CLC polymer coating. After an hour, the sponges were removed. 

Some Ca(NO3)2 solution droplets which were left behind on the surface of the film 

were absorbed with dry tissue paper and then washed with running distilled water. 

A clean glass plate was placed on top to trap the water and keep the coating in wet 

condition for UV-Vis measurements. 

5.4.6 Patterning by inkjet printing in polymer coating 

printing. 100 mM Ca(NO3)2 solution was used as the ink. Printing was carried out by 
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using only 6 nozzles at room temperature with a voltage of 14.0 V and frequency 2.0 

kHz using standard waveform. After the printing was over and a waiting period of 

an hour, the salts that had formed on the surface of the film were removed carefully 

with tissue paper and then washed with running distilled water. A clean glass plate 

was placed on top to trap the water and keep the coating in wet condition for UV-

Vis measurements. 
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Chapter 6 

 

Photonic Shape Memory Polymer with 

Stable Multiple Colors 

 

Abstract: A photonic shape memory polymer film which shows large color response (~ 155 

nm) in a wide temperature range has been fabricated from a semi-interpenetrating network 

of a cholesteric liquid crystalline polymer and poly(benzyl acrylate). The large color response 

is achieved by mechanical embossing of the photonic film above its broad glass transition 

temperature. The embossed film, as it recovers to its original shape on heating through the 

broad thermal transition, exhibits multiple structural colors ranging from blue to orange. The 

relaxation behavior of the embossed film can be fully described using a Kelvin-Voigt model 

and it reveals that the influence of temperature on generation of the colors is much stronger 

than time, thereby producing stable multiple colors. 

 

 

 

This chapter is reproduced from: 

M. Moirangthem, T. A. P Engels, J. Murphy, C. W. M. Bastiaansen, A. P. H. J. Schenning, Photonic 

Shape Memory Polymer with Stable Multiple Colors. ACS Appl. Mater. Interfaces 2017, 9, 32161-32167; 
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6.1 Introduction 

Shape memory polymers (SMPs) are a fascinating class of smart materials as they 

can be deformed and locked into a temporary shape which, only under the influence 

of a specific stimulus like heat, solvent, pressure, light, etc., recovers back to its 

original shape.[1 5] Photonic SMPs with the ability to reflect light due to their 

photonic structure[6,7] are a special class of polymers which can change shape as well 

as color. Such polymers are of great interest for development of, for example, battery-

free optical sensors,[8 10] reconfigurable and rewritable optical devices[10 14] and 

lasers.[15 18] So far, shape memory photonic materials are limited to only two colors.[8

11,19] Designing a photonic SMP that displays multiple colors which are stable over a 

long period of time still remains a challenge.  

SMPs with stable multi-shapes have been previously reported and were obtained 

by incorporating two or more discrete thermal transitions, which could be glass 

transition (Tg) or melting (Tm) temperatures, into the polymer.[20 23]  The number of 

temporary shapes achieved is usually equal to the number of transitions. However, 

designing multi-shape polymers with this approach poses huge synthetic 

challenges.[24] A more versatile approach is to introduce a broad thermal transition 

which can be considered as an infinite number of discrete transitions Ttrans which are 

so closely spaced that they form a continuum.[24] A polymer with broad thermal 

transition can, therefore, be tailor-programmed in several ways as per demand by 

choosing desired temperatures (one or more) out of the infinite transition 

temperatures for step-wise deformation and thus, a greater degree of freedom in 

designing multiple temporary shapes can be achieved.[25] A well-known strategy to 

produce broad glass transition is to use an interpenetrating polymer network 

(IPN).[26] Additionally, an IPN also provides the unique opportunity to combine the 
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properties of two different polymers.[27] 

Here, we report on a photonic semi-interpenetrating network (semi-IPN) 

comprising of a photonic cholesteric liquid crystalline (CLC) polymer[28 34] (see 

Chapter 1) and poly(benzyl acrylate). In CLC, due to helical twisting of the average 

orientation (director) of the molecules, selective reflection of light takes place with 

the pitch of the helix determining the wavelength of reflection.[28,29] The semi IPN 

photonic film exhibits a broad glass transition (Tg) from 10 to 54 oC and can be 

deformed mechanically to a temporary shape, accompanied by a large change in 

color from orange to blue (  ≈ 155 nm). In response to rise in temperature through 

the Tg, shape recovery takes place in multi-stages displaying varying structural colors 

covering almost the entire visible spectrum. The process of shape recovery can be 

fully described using a Kelvin-Voigt model and it is shown that the multiple colors 

generated are stable over very long periods of time. 

6.2 Results and Discussion 

6.2.1 Fabrication of photonic polymer film 

 

Figure 6.1. DSC curves for (a) CLC polymer without 5CB and (b) poly(benzyl acrylate). Rate of heating 

and cooling was maintained at 20 oC min-1.  
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In order to obtain a photonic polymer film with a broad Tg, a semi-

interpenetrating network (semi-IPN) was fabricated from a CLC polymer film with 

a Tg of 60 oC (Figure 6.1a) and poly(benzyl acrylate) (abbreviated as poly(BA)) whose 

pure homopolymer has a Tg of ~6 oC (Figure 6.1b).[35] The benzyl acrylate (BA) 

monomer can readily penetrate into the -

between the benzene ring of the monomers and the polymer.[36] 

 The semi-IPN photonic film was fabricated from a monomer mixture consisting 

of a diacrylate (RM257, 29 wt %) and a monoacrylate (RM105, 35 wt %) mesogens 

(Scheme 6.1). It also contained a non-polymerizable mesogen (5CB, 30 wt %) to act 

as a porogen in order to facilitate incorporation of BA monomers.[27] A chiral 

molecule (LC756, 5 wt %) with polymerizable end groups was used to induce CLC 

phase. Irgacure 651 was added to initiate the photopolymerization reaction. The 

 

 

Scheme 6.1. Molecular structure of the components used for fabrication of the semi-interpenetrating 

network of CLC polymer and poly(benzyl acrylate). 
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Figure 6.2. (a) UV-Vis spectrum of the pristine CLC polymer film and the film after removal of 5CB 

(CLC-5CB). Inset shows photographs of the polymer film before and after removing 5CB. (b) Height 

profile measurement of pristine CLC polymer film, film after removal of 5CB (CLC-5CB), and semi-

interpenetrating network (semi-IPN) of the CLC polymer network and poly(benzyl acrylate). (c) TEM 

cross-section image of the CLC-5CB. The alternating bright and dark bands are due to the anisotropy 

arising from the cholesteric orientation. It has a periodicity of 115 nm. 

 

photopolymerized at room temperature to obtain a free-standing green reflecting 

polymer film (~72   515 

nm (Figure 6.2a, b). The porogen, 5CB, was removed by extracting with an organic 

solvent (tetrahydrofuran). This resulted to a large blue shift of the reflection band to 

  380 nm implying shortening of helical pitch length by 26.2 % (Figure 6.2a, b), 

which is in good agreement with the 26.4 % decrease observed in the thickness of the 
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film . TEM image of the cross-section of the film revealed a periodic 

alternating bright and dark bands due to the helical orientation of the molecules 

(Figure 6.2c).[27] In the FT-IR spectrum, the peak at 2225 cm-1 originating from 

stretching vibration of (-C≡N) of 5CB had disappeared (Figure 6.2d) suggesting 

complete removal of 5CB.[27] DSC experiments showed that the polymer film 

undergoes a glass transition at 60 oC (Figure 6.1a). The blue CLC polymer film 

without 5CB (CLC-5CB) was then treated with BA monomer mixed with 1 wt % of 

photoinitiator (Irgacure 651) and this resulted to a change in color from blue to 

orange due to penetration of the monomers into the cholesteric polymer network 

causing an increase in pitch length. Photopolymerization of the swollen orange film 

led to formation of the photonic semi-IPN of the CLC polymer and poly(BA) (Figure 

6.3a). 

FT-IR spectroscopy of the semi-IPN photonic film showed a band centered at 

748 cm-1 due to the rocking motion of the long (-CH2) polymer backbone in 

poly(BA) (Figure 6.3b). The amount of poly(BA) incorporated was determined by 

subtracting the weight of the polymer film before treatment with BA, and was found 

to be 42.4 wt. %. The reflection band of the semi-IPN (~ Figure 6.3c) 

was centered at   590 nm which translates to 40.8 % increase in pitch length 

ignoring the small refractive index changes (Figure 6.3a). This is in good agreement 

with the observed 43 % increase in film thickness. Moreover, TEM cross-section 

image of the semi-IPN also showed alternating bright and dark bands with a 

periodicity of 170 nm (Figure 6.3d); the periodicity corresponds to half a pitch 

length and correlates well with the observed reflection wavelength. The pitch length 

was found to be uniformly distributed throughout the semi-IPN film suggesting that 

the CLC polymer and poly(BA) are well mixed. 
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Figure 6.3. (a) UV-Vis spectrum of the semi-interpenetrating network (semi-IPN) of CLC polymer and 

poly(benzyl acrylate). Inset shows the photograph of the semi-IPN photonic film. (b) FT-IR curve and 

(c) height profile measurement of the semi-IPN. (d) TEM image of the cross-section of the semi-IPN 

film shows an alternating bright and dark bands with a periodicity of 170 nm. 

The DSC curve of the semi-IPN is markedly different from that of the pure 

cholesteric polymer CLC-5CB and the pure homopolymer poly(BA). A broad glass 

transition that onsets at 10 oC (Tlow) and ends at 54 oC (Thigh) was observed instead of 

two distinct glass transitions (Figure 6.4). In the heating curve, however, the broad 

transition can be noticed to be consisting of two overlapping broad humps which are 

centered at 22 oC (Tmid1) and 45 oC (Tmid2) and can be assigned as Tg of the poly(BA)-

dominant and the CLC polymer-dominant domains respectively. It can be said that 

physically, the semi-IPN behaves close to a single polymer with the thermal transit- 
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ion smeared out over a broad range of temperature. 

 

Figure 6.4. DSC curve of the semi-IPN film. Rate of heating and cooling was kept at 20 oC min-1. 

6.2.2 Mechanical embossing of photonic polymer film 

The semi-IPN photonic film was mechanically embossed in two steps by using a 

spherical glass stamp (radius of curvature = 25.8 mm)  first, above the glass 

transition at T1 = 75 oC (i.e. Thigh + 21 oC) and second, in between Tmid1 and Tmid2 at T2 

= 40 oC (i.e. Tmid1 + 18 oC) (Figure 6.5a). At T1, a load of 0.7 Kg was used for 

embossing. Upon cooling to T2, an extra load of 3.5 Kg was added. With a total load 

of 4.2 Kg, the film was then cooled down below the glass transition. At 0 oC, the load 

was finally removed and a spherical indentation with a diameter of 1.7 mm was 

obtained. 

The central region of the indentation appeared blue in color and UV-Vis 

transmission spectrum showed that the reflection band has blue shifted by ~155 nm 

with the new position cent Figure 6.5b, c). The low transmittance 

value at 0 oC is due to condensation of water vapor on the surface of the film and this 

was not accounted for while making the baseline correction. On moving outward 

from the central blue embossed region, the degree of compression of the pitch length 
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Figure 6.5. (a) Schematic representation of the steps followed in the mechanical embossing of the 

photonic polymer film. (b) UV-vis transmission spectra of the embossed area of the photonic polymer 

film shows red shift of the reflection band on increasing temperature from 0 oC to 75 oC. The film was 

kept at each temperature for 1 hour. (c) Images of the polymer film captured on increasing temperature 

shows change in color from blue to orange. The images of the film were captured after keeping each 

temperature for 7 hr. 

decreases due to the spherical shape of the stamp used and the color shifted towards 

higher wavelength (Figure 6.5c). When the photonic semi-IPN was embossed in just 

one step at 75 oC with a load of 5.2 Kg and cooled directly to 0 oC, the color change 

was smaller (  112 nm) (Figure 6.6a). This implies that the method to emboss in 

two steps results in more efficient compression of helical pitch. Therefore, only the 

investigations carried out on the two-steps embossed film will be presented in the 

following sections. It should be noted here that mechanical embossing of the pure 

cholesteric polymer CLC-5CB resulted in a blue shift of the reflection band by only 

7 nm (Figure 6.6b). This emphasizes the role of having a softer second polymer 

network, poly(BA) in our case, interpenetrated with the CLC polymer in obtaining 
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an enormous blue shift of reflection band. 

 

Figure 6.6. (a) Amount of red shift of the reflection band ( ) of the one step-embossed photonic 

polymer film observed at various temperatures after 1 hour. The red curve is the fitted curve to the data 

points. (b) UV-Vis transmission spectra of mechanically embossed and non-embossed CLC-5CB (with 

4 wt. % chiral dopant LC756 but equal amount of crosslinker) polymer film showed a small difference 

of 7 nm. In both the cases, the mechanical embossing was done at 75 oC with a load of 5.2 Kg. 

6.2.3  Shape recovery and optical response to temperature 

The color response of the embossed polymer was investigated by heating step-

wise through the Tg. The film was first heated to 8 oC. There was no visible color 

change even after keeping at 8 oC for 7 hr (Figure 6.5c). However, UV-Vis spectrum 

showed a small red shift of the reflection band ( ) of the central blue region by ~10 

nm after an hour and keeping at 8 oC for longer than an hour hardly shifted the 

reflection band further (Figure 6.5b). The temperature was then increased to 20 oC 

and within an hour, the central region of the embossed area became bluish-green (  

t = 1 hr) and the change in color was clearly visible to the naked eye (Figure 

6.5b, c). UV-Vis transmission spectrum was also recorded for the embossed film 

after an hour for every 2 oC rise in temperature from 0 to 20 oC. As can be seen from 

Figure 6.7, the amount of red shift of the reflection band, , increases steadily with 

the increase in temperature. However, the change in color is too small (< 20 nm) at  
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Figure 6.7. Observed red shifts of the reflection band ( ) of the central embossed area of the photonic 

polymer film after 1 hr at temperatures below room temperature.  

very low temperatures (< 10 oC) to be distinguishable to the naked eye. On increasing 

the temperature to 25 oC, the embossed area turned green (  t = 1 hr). 

Heating the film to 35 oC resulted to yellow reflective color (  t = 1 hr) 

and finally at 55 oC, it returned to the original orange (  t = 1 hr), 

basically covering almost the entire visible color spectrum (Figure 6.5b, c). Lowering 

the temperature at any stage did not reverse the color of the indentation to what was  

 

Figure 6.8. One-way shape memory cycles of the IPN photonic film showing reversible behavior. 
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observed prior to increase in temperature, demonstrating the characteristic behavior 

of one-way shape memory. The photonic film, however, can be mechanically 

embossed and recovered again. The recyclability was investigated for 3 shape 

memory cycles and it was found to be completely reversible (Figure 6.8). 

The height profile measurement of the embossed area at room temperature (25 

oC) showed that the indentation is spherical in shape and 

point (Figure 6.9a). It translates to 6 % decrease in thickness at the center of the 

indentation, which means the pitch length is also shortened by 6 % with respect to 

that of the non-embossed film. However, the observed color of the central embossed 

area at 25 oC (   from the expected color when 

the angle of incidence of light is 0o. This reveals that the optical response seen is, in 

fact, largely dependent on the angle of incidence, which is estimated to be ~23o, due 

to the curvature of the indentation. 

To determine if the path followed to reach a temperature T in the regime of glass 

transition has an effect on the optical response of the embossed polymer film, two 

different heating routes were employed  (a) the sample was initially heated to (T-5) 

oC and later up to the desired temperature T, and (b) the sample was directly heated 

from 0 oC to T, and the amount of red shifts observed after 1 hr at T was examined 

(Figure 6.9b). The samples which were pre-heated to (T-5) °C were found to show 

slightly higher values of  as they have been stored for quite some time at 

temperatures just below the target temperature to recover to their initial (non-

embossed) configuration. It can therefore be stated that when sufficient time has not 

been provided for complete recovery to take place (vide infra), they will always show 

a slightly higher optical response than those which are directly heated to the target 

temperature. 
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Figure 6.9. (a) Height profile of the embossed area at room temperature shows a spherical indentation 

 Optical response, Δλ, of the embossed area of the photonic 

film at a temperature T after 1 hr for two different heating routes. 

In order to determine the temperature dependent optical response in the entire 

glass transition region, different embossed films were heated directly from 0o C to 

different temperatures T = 8 to 75 oC and after keeping at the desired temperatures 

for 7 hr, the red shifts ( ) of the reflection band were recorded (Figure 6.10). What 

is intriguing is that  follows a near-double sigmoidal trend - the first phase from 0 

oC to 30 oC and the second phase from 30 oC to 55 oC  similar to the shape of the 

DSC heating curve (Figure 6.4). This may be attributed to the existence of a broad 

glass transition comprising of two overlapping transitions (Tmid1 and Tmid2) 

corresponding to the poly(BA)-dominant and the CLC polymer-dominant domains. 

In the first phase, the chains of poly(BA) gain flexibility and begin to recover to their 

original configuration. The CLC polymer chains, due to their strong non-covalent 

interaction with poly(BA), are compelled to recover simultaneously to certain extent. 

This is supported by the red shift of the reflection band of the embossed area. On 

raising the temperature further to Tmid2 and above, the CLC polymer network 

acquires full flexibility and consequently, complete shape recovery takes place at 55 

oC. 
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Figure 6.10. Observed red shifts of the reflection band ( ) of the central embossed area of different 

photonic films after 7 hr at various temperatures. The red curve is the fitted curve to the data points. 

The kinetics of the recovery of original shape of the embossed photonic film was 

also studied in detail. Each embossed film was heated from 0 oC to a specific 

temperature T (8 o T  55 oC) and was kept at isothermal condition for 7 hr. 

Meanwhile, the reflection band of the films were monitored by UV-Vis spectroscopy. 

As the temperature was increased to and maintained at T, there was a steep increase 

in the amount of red shift of the reflection band ( t), with respect to the reflection 

band at 0 oC. In Figure 6.11a, the extent of shape recovery is plotted as a ratio of t 

to the maximum red shift observed ( max = 155 nm), when complete recovery takes 

place at 75 oC, as a function of time. For any temperature (T), the rate of change 

of ∆𝜆𝑡 ∆𝜆𝑚𝑎𝑥⁄  decreased continuously as time progressed and after an hour, the rate 

slowed down considerably. As a result, the difference in wavelengths of light reflected 

by the embossed film after 1 hr and 7 hrs is less than 12 nm. The data of Figure 6.11a 

have been replotted in Figure 6.11b on a semi-logarithmic plot to model the 

response of the photonic polymer film at a specific temperature. It becomes clear 

from this plot that the relaxation mechanism does not approach an equilibrium state  
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Figure 6.11. (a) Red shifts ( t) of the reflection band of the central embossed area measured at different 

temperatures over time with reference to the red shift observed at 75 oC ( max) on complete recovery. 

(b) Shape recovery data of (a) shown on a logarithmic time axis. (c) Master curve constructed from the 

data of subgraph (b) using Time-Temperature-Superposition (TTS); solid line is a fit according to 

Equation 1. (d) Shift factors used to construct the master curve; solid line is an Arrhenius fit. 

at a given temperature, but rather continuously relaxes back to its original orange 

color.  

By using horizontal shifting along the time axis, i.e. using Time-Temperature-

Superposition (TTS), a master curve with respect to a reference temperature  here 

arbitrarily chosen as 20°C- was obtained (Figure 6.11c). The relaxation behavior of 

the photonic polymer film as displayed by the master curve can be described using a 

simple Kelvin-Voigt model, in which a spring and dashpot are modeled in parallel.[37] 
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The parallel spring here enforces the reversibility of the deformation and the dashpot 

governs the relevant time and temperature response. The non-exponentiallity of the 

response is accounted for by using the empirical Kohlrausch-Williams-Watts 

(KWW) equation[38 42] which is a stretched-exponential equation, often used to 

describe distributions of relaxation times in a continuous rather than discrete 

manner, consisting of two adjustable relaxation constants, viz. 𝜏𝑟𝑒𝑓 and : 

∆𝜆𝑡 ∆𝜆𝑚𝑎𝑥⁄ (𝑡, 𝑇) = (1 − exp (
𝑡𝑒𝑓𝑓(𝑡,𝑇)

𝜏𝑟𝑒𝑓
)

𝛽

)        (1) 

Here, 𝜏𝑟𝑒𝑓 is the average relaxation time with respect to a reference temperature 

and 𝛽 is a parameter that describes the non-exponential behavior of the relaxation 

process or in other words, it is a measure of the width of the distribution of relaxation 

times. The best fit of the master curve was obtained when 𝜏𝑟𝑒𝑓 has a value of 1.47 × 

109 s at 20 °C, and 𝛽 has a value of 0.14. As  << 1, the distribution of relaxation times 

is very broad and it correlates well with the experimentally observed very broad 

thermal transition that the photonic semi-IPN displayed. This shows that the model 

fully describes the relaxation behavior of the embossed film. 

The TTS shift function 𝑎𝑇  used to construct the master curve (Figure 6.11c) 

follows a standard Arrhenius type of temperature dependence (Figure 6.11d): 

𝑎𝑇(𝑇) = exp (
∆𝑈

𝑅
(

1

𝑇
−

1

𝑇𝑟𝑒𝑓
))           (2) 

where  is the activation energy, R the universal gas constant, T the 

temperature and 𝜏𝑟𝑒𝑓 a reference temperature. The activation energy, , was found 

to be 432 kJ mol-1; a rather large value indicating that the influence of temperature is 

(much) stronger compared to time. It must be noted that although the value might 
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appear large when considering a single molecular bond, it has to be interpreted in 

light of the cooperative motion of multiple chain segments. 

The effective time, 𝑡𝑒𝑓𝑓, required for the recovery of the embossed area to 

different temperatures can be calculated and is given by: 

𝑡𝑒𝑓𝑓(𝑡, 𝑇) = ∫ 𝑎𝑇
−1(𝑇)𝑑𝑡′

𝑡

0
            (3) 

As can be seen from Figure 6.11c, at 20 oC, it will take ~1015 s for ∆𝜆𝑡 ∆𝜆𝑚𝑎𝑥 ⁄ to 

reach the value 1. This implies that the embossed photonic film will take more than 

30 million years to recover completely to the original orange color when stored at 20 

oC. The recovery, therefore, basically takes place with formation of non-equilibrium 

configurations that display quasi-stable multiple colors ranging from blue to orange 

in the broad thermal transition regime. 

6.3 Conclusion 

A photonic shape memory polymer film which displays stable multiple colors 

covering almost the entire visible spectrum from blue to orange has been fabricated 

from a semi-interpenetrating network of a CLC polymer and poly(benzyl acrylate). 

The multiple structural colors are generated as the mechanically embossed photonic 

film recovers on heating through the broad thermal transition. The recovery process 

can be fully described using a Kelvin-Voigt model. It revealed that the recovery is 

dominated by temperature. In the first hour of recovery, the embossed photonic film 

displays time-temperature integrating behavior and as time progresses, its influence 

on the recovery continuously decreases, thereby generating stable colors. This makes 

such photonic shape memory polymers with stable multiple colors attractive for 

various applications ranging from optical sensors to reconfigurable optical materials 
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and devices. As the change in color can be fully described as function of temperature 

and time, these photonic materials can be easily programmed by changing the 

chemical composition of the semi-interpenetrating network in a modular approach. 

6.4 Experimental Details 

6.4.1 Materials 

RM257, RM105 and 5CB were obtained from Merck. LC756 was bought from 

BASF. Benzyl acrylate was purchased from Sigma Aldrich. Irgacure 651 was from 

CIBA. Tetrahydrofuran was obtained from Biosolve. 

6.4.2  Characterization 

Photopolymerization was carried out with Omnicure series 2000 EXFO lamp. 

UV-Visible spectra of the photonic films were measured in Shimadzu UV-3102 PC 

spectrophotometer. Differential scanning calorimetry was performed in TA DSC 

Q1000. Thermogravimetric curve was measured in TA TGA Q500. FT-IR spectra 

were recorded using Varian 670 FT-IR spectrometer with slide-on ATR (Ge). 

Mechanical Embossing was carried out in a DACA Tribotrak with a spherical glass 

stamp of diameter 25.8 mm. Ocean Optics UV-Visible spectrophotometer HR2000+ 

mounted on a DM6000 M microscope from Leica microsystems was used for 

monitoring the shape recovery of embossed films. T95-PE from Linkam Scientific 

was used to study temperature dependent transmission spectra. Images of the 

embossed film were captured using Leica M80 stereomicroscope. Height profile was 

measured using Veeco Dektak 150 Surface profiler. Shape memory cycle 

measurement was carried out in DMA Q800. Transmission Electron Microscopy 

(TEM) was carried out by microtoming slices of the polymer films embedded in 

epoxy using a DiATOME diamond knife (Cryo 35°). The samples were trimmed 
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orthogonal to the plane of the film at room temperature and collected from the 

surface of a water reservoir using 200 mesh carbon-coated copper grids. The epoxy 

used consists of an epoxy resin (EpoFix Resin) and a hardener (EpoFix Hardener), 

manufactured by Struers, mixed in a 25:3 mass ratio. TEM imaging was performed 

using an FEI Tecnai 20 (type Sphera) TEM operating at 200 kV and mapped using a 

bottom mounted 1024 x 1024 Gatan MSC CCD camera (model 794).  

6.4.3  Preparation of polyimide cells 

Glass substrates were first cleaned by sonicating for 30 min in ethanol followed 

by treatment in a UV-ozone photoreactor (Ultra Violet Products, PR-100, 20 min) 

to activate the glass surfaces. The glass surfaces were then modified by spin coating 

(Karl Suss RC8 spincoater) AL 1051, first at 1000 rpm for 5 s and then at 5000 rpm 

for 40 s. It was followed by baking at 180 oC for 90 minutes and rubbing 

unidirectionally on a velvet cloth. Finally, two of these substrates were glued together 

-parellel to each other to 

obtain the polyimide cells. 

6.4.4 Preparation of photonic polymer film 

Mesogen mixture (1 g) consisting of 29 wt % RM257, 35 wt % RM105, 30 wt % 

5CB, 5 wt % LC 756 and 1 wt % Irgacure 651 was dissolved in  tetrahydrofuran (4 

mL) to form a homogeneous solution. The solvent was later evaporated by heating 

at 75 oC to obtain the cholesteric liquid crystalline (CLC) mixture. The CLC mixture 

was then filled in a polyimide cell  oC followed by 

photopolymerization by irradiating UV light (48 mW cm-2 intensity in the range 320-

390 nm) for 5 min. The cell was opened to obtain a free standing CLC polymer film. 

It was then treated with THF and dried, first at room temperature and then at 75 oC, 
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after which the polymer film was exposed to benzyl acrylate mixed with 1 wt % of 

Irgacure 651 for 12 hr. After wiping out excess benzyl acrylate, it was 

photopolymerized in N2 atmosphere by shining UV light (48 mW cm-2 intensity in 

the range 320-390 nm) for 15 min. The process was repeated again to incorporate 

higher amount of benzyl acrylate in the system.  
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Chapter 7 

 

Technology Assessment 

 

Abstract: Potential applications of the photonic polymers which are described in this thesis 

are discussed. The challenges ahead in taking these polymers further to real life applications 

such as sensors, time temperature integrators and photonic papers are elaborated. 

Furthermore challenges such as dual responsiveness to both humidity and temperature, and 

fabrication of infrared reflective coatings are also discussed.  
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7.1 Introduction 

The work described in this thesis has shown that by using polymerizable 

cholesteric liquid crystalline materials, responsive photonic polymers can be 

fabricated. The optical properties and mechanical strength of the polymer can be 

tuned by modifying the monomer composition. They can be systematically designed 

to show optical response in the presence of certain stimulus such as heat, humidity, 

water and upon exposure to chemical species like metal ions and other organic 

molecules. Such responsive photonic polymers are of interest for applications in the 

field of healthcare, food and pharmaceutical packaging, security, data encryptions, 

decors, displays among others. In this chapter, the potential applications of the 

photonic polymers as optical sensors, time temperature integrators, rewritable 

paper, and IR reflective coatings will be assessed.  

7.2 Optical Sensors 

Photonic coatings that can detect metal ions are appealing as optical sensors for 

testing drinkability of water.[1,2] They can also be interesting as diagnostic test strips 

for detection of mineral deficiencies. For instance, the optical sensor that can detect 

the presence of calcium in serum (Chapter 4) is a step-forward in the search for an 

affordable and easy-to use tool to diagnose hypocalcemia and hypercalcemia health 

conditions.[3] However, cross-sensitivity to other metal ions such as Mg2+, Zn2+, Cd2+, 

Pb2+, Na+ remains an issue. When all the binding sites in the polymer coating are not 

fully saturated by Ca2+ ions and if any of the other ions are present, these ions will 

bind to the remaining sites, leading to a non-reliable color change. Furthermore, 

leaching out of potassium ions on subsequent treatment with water (Figure 7.1) is 

another problem that needs to be addressed. Although by re-treating the polymer 
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with KOH regenerates the polymer potassium salt, repeated treatment will lead to 

hydrolysis of the ester bonds present in the polymer. Such polymer coatings are 

therefore, more interesting as disposable optical sensors. 

 

Figure 7.1. UV-Vis spectrum showing blue shift of the reflection band of potassium salt CLC polymer 

on subsequent treatment with water. 

7.3 Time-temperature integrators 

Food safety is a key attribute for defining food quality and is of paramount 

importance to avoid food-borne diseases.[4] Out of the various stages involved in 

ensuring food safety, proper storage during transportation plays a crucial role in 

deciding the shelf life of perishable food. For instance, storage temperature at or 

below 8 oC is required to prevent bacterial growth and formation of toxins.[5] A time-

temperature (t-T) integrator device that exhibits an irreversible thermal transition 

resulting to structural change which manifests itself as a change in optical properties 

are interesting for recording the storage thermal history. 

 Shape memory photonic polymers described in Chapter 6 show time-

temperature integrating behavior in a wide temperature range from 0 to 55 oC.[6 8]  

The optical response observed below room temperature makes such photonic 
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polymers very appealing as food packaging labels. Although the optical response is 

less than 20 nm below 10 oC, a change which is too small to be distinguishable by the 

naked eye, the approach presented in this thesis to make a semi-interpenetrating 

network with broad glass transition temperature can be further extended to design 

photonic polymers with desired temperature range and greater optical response for 

real life applications. It is important to consider that for practical applications, a 

coating that can be easily printed on the packaging material is most desirable. 

Embossing of polymer coatings (covalently bonded to a glass substrate) results in 

formation of cracks during shape recovery process (Figure 7.2). This problem can 

perhaps be solved by embossing micron size polymer drops. It may lead to a uniform 

color on embossing as well as eliminate the challenge of aligning the embossing 

stamp. 

 

Figure 7.2. Polarized optical microscopy images of an embossed photonic polymer coating showed 

formation of cracks as shape recovery takes place on increasing temperature.  

7.4 Photonic paper 

One of the most interesting applications of the responsive photonic coatings is 

as photonic paper.[9] The color of the photonic polymer being purely structural, is 

stable and more durable than dyes and pigments which are prone to UV degradation. 

The photonic coatings can be used to create permanently colored patterns by writing 

with a hot pen (Chapter 2). Such coatings are attractive as photonic paper for 

important documents that need to be stored and preserved for over a long period of 
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time.[10] Resolution of the patterns can be further improved by using a pen with a tip 

of smaller diameter. 

On the other hand, photonic polymers with patterns which can be readily erased 

and rewritten multiple times (Chapter 3) are appropriate for purposes where the 

information needs to be changed frequently, like in notice boards and signage. Such 

polymers could be an attractive alternative to cellulose-based paper and provide a 

solution to recycling of waste paper that produces shorter cellulose fibers with 

reduced ink absorption capacity.[11]  

Photonic coatings in which the patterns can be hidden (Chapter 5) are appealing 

for use as security labels to authenticate consumer products, documents and 

banknotes.[12] Using exhaled breath as the trigger to see the hidden patterns is 

extremely convenient. However, it also brings forth certain drawbacks that 

accompany humidity responsive systems being sensitive to atmospheric conditions. 

Keeping the polymer coating in a highly humid or very cold environment will lead 

to unintended appearance of the hidden patterns.[13]  

7.5 IR reflective coatings 

Potassium salt cholesteric liquid crystalline (CLC) polymers, described in this 

thesis, which are responsive to both temperature and humidity can be interesting as 

infra-red (IR) light reflective coatings for maintaining indoor temperatures.[14] Broad 

reflection in the IR region of the solar spectrum is desirable for rejecting the 

maximum energy. This can be achieved by generating a concentration gradient of 

the chiral dopant while polymerizing the CLC mixture.[15] 

As a proof of principle, a CLC polymer coating that reflects light of wavelength 

from ~770 nm to ~980 nm, i.e. 210 nm broad reflection band, at ambient conditions 
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Scheme 7.1. Structure of the chemical components used in the fabrication of humidity and temperature 

responsive IR reflective coating. 

was fabricated. The CLC mixture (Scheme 7.1) that was used consisted of a 

diacrylate (RM 82, 22.5 wt %, from Merck) to provide mechanical strength to the 

coating and monoacrylates with benzoic acid moieties (6OBA and 6OBAM, 9.65 wt 

% each, from Synthon) to make the coating hydrophilic. Two chiral molecules, one 

polymerizable with an acrylate end group (CD267, 6.5 wt %, from Philips Research 

Lab) and the other non-polymerizable (CB15, 5.7 wt %, from Merck) were used to 

induce the CLC phase.[15] A photoinotiator (Irgacure 651, 1.2 wt %, from CIBA) was 

added to initiate the photopolymerization reaction. At the same time, to create 

gradient of UV light intensity through the thickness of the film, a UV absorber 

(Tinuvin 328, 0.5 wt %, from CIBA) was used. Lastly, in order to facilitate the photo-

induced diffusion, a nematic mixture (E7, 44.3 wt. %, from Merck) was added. 

RM82
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CD267 Irgacure 651
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To make polymer coating, a cell containing one methacrylate functionalized and 

one rubbed polyimide coated glass plates was used . Shining a low 

intensity UV lamp on the cell filled with the CLC mixture at 50 oC, such that the 

methacrylate functionalized plate faced the light, led to diffusion of reactive 

components including chiral molecule CD267 from bottom to top resulting to pitch 

gradient in the CLC polymer network. After fully polymerizing the sample with UV 

flood exposure followed by opening of the cell and washing away the non-reactive 

components, treatment with KOH gave the responsive potassium salt CLC polymer 

coating with ~210 nm broad reflection band. 

At a relative humidity of ~90 %, the reflection band of the polymer coating was 

found to undergo a red shift of ~123 nm on cooling from 30 oC to -5 oC (Figure 7.3). 

There was no significant change in the broadness of the reflection band. This implies 

that as temperature decreases, more IR light will be transmitted. Hence, it can be very 

interesting in maintaining indoor temperatures in different seasons, for example in 

greenhouses where humidity is generally high. 

 

Figure 7.3. (a) UV-Vis spectrum of the IR reflective coating showed red shift of the reflection band on 

decreasing temperature at 90 % RH. (b) A plot showing the position of the reflection band as a function 

of temperature. 
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7.6 Conclusion 

The research findings described in this thesis have demonstrated the versatility 

of cholesteric liquid crystalline based polymer in developing stimuli-responsive 

photonic materials. Such photonic materials have several potential applications as 

optical sensors, time-temperature integrators, photonic papers and IR reflective 

coatings and can provide alternative solutions to many of our pressing needs. 

Therefore, it is foreseen that photonic coatings will play an important role in meeting 

our societal challenges. 
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