Counterintuitive consequences of competitive pathways in
supramolecular polymerizations

Citation for published version (APA):

Mabesoone, M. F. J., & Meijer, B. (2019). Counterintuitive consequences of competitive pathways in
supramolecular polymerizations. Journal of Polymer Science, Part A: Polymer Chemistry, 58(1), 25-29.
https://doi.org/10.1002/pola.29456

Document license:
CC BY

DOI:
10.1002/pola.29456

Document status and date:
Published: 06/08/2019

Document Version:
Publisher's PDF, also known as Version of Record (includes final page, issue and volume numbers)

Please check the document version of this publication:

A submitted manuscript is the version of the article upon submission and before peer-review. There can be
important differences between the submitted version and the official published version of record. People
interested in the research are advised to contact the author for the final version of the publication, or visit the
DOl to the publisher's website.

« The final author version and the galley proof are versions of the publication after peer review.

« The final published version features the final layout of the paper including the volume, issue and page
numbers.

Link to publication

General rights
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright owners
and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights.

» Users may download and print one copy of any publication from the public portal for the purpose of private study or research.
* You may not further distribute the material or use it for any profit-making activity or commercial gain
* You may freely distribute the URL identifying the publication in the public portal.

If the publication is distributed under the terms of Article 25fa of the Dutch Copyright Act, indicated by the “Taverne” license above, please
follow below link for the End User Agreement:
www.tue.nl/taverne

Take down policy
If you believe that this document breaches copyright please contact us at:

openaccess@tue.nl
providing details and we will investigate your claim.

Download date: 27. Feb. 2021


https://doi.org/10.1002/pola.29456
https://doi.org/10.1002/pola.29456
https://research.tue.nl/en/publications/counterintuitive-consequences-of-competitive-pathways-in-supramolecular-polymerizations(319bcf20-46d5-45dd-9f81-0ff57db6bad4).html

JOURNAL OF
POLYMER SCIENCE

WWW.JPOLYMSCI.ORG

RAPID COMMUNICATION

Counterintuitive Consequences of Competitive Pathways

in Supramolecular Polymerizations

Mathijs F. J. Mabesoone @, E. W. Meijer

Institute for Complex Molecular Systems and Laboratory of Macromolecular and Organic Chemistry, Eindhoven University of

Technology, P.O. Box 513, 5600 MB Eindhoven, The Netherlands
Correspondence to: E. W. Meijer (E-mail: e.w.meijer@tue.nl)

Received 3 July 2019; Revised 24 July 2019; accepted 24 July 2019; published online 6 August 2019

DOI: 10.1002/pola.29456

KEYWORDS: competition; cooperativity; nucleation; simulations; supramolecular structures

INTRODUCTION The performance of molecular and polymeric
materials in various applications, such as optoelectronics, is
highly dependent on the de ned morphology and order in these
materials.*? In supramolecular polymeric systems, high degrees
of helical order are typically achieved in strongly cooperative
polymerizations.® Upon installation of stereocenters in the mono-
mer, one helicity of the polymer is preferred over the other,
which is easily detected with circular dichroism spectroscopy.
The cooperative nature of the polymerization process strongly
ampli es the small energetic differences caused by the helical
preference of the monomers and as a result, only one helicity of
the supramolecular polymer is typically observed at thermody-
namic equilibrium. However, in the last decade it has been shown
that also the thermodynamically nonpreferred helicity can be
formed under kinetic control due to the pathway complexity of
the polymerization.* Control over the kinetic stability has paved
the way of living supramolecular polymers>® and the synthesis
of kinetically controlled supramolecular block copolymers.®©
Many of these studies are inspired by the seminal science of Kris
Matyjaszewski on covalent macromolecules, where kinetic infor-
mation is combined with the synthesis of novel architectures.

Similarly, several systems that show multiple thermodynamically
rather than kinetically controlled polymer morphologies at vari-
ous temperatures or solvent compositions have been experimen-
tally observed and these reports have recently gained more
attention.2¥2 Interestingly, these thermodynamically controlled
competitive polymerizations show concentration-independent
polymer—polymer transitions that are solely determined by the
relative stabilities of the aggregates, making them very respon-
sive to changes in solvent® or temperature.?° However, in addi-
tion to concentration independency, these transitions between

Dedicated to the 70th birthday of Kris Matyjaszewski.

supramolecular polymers have been shown to exhibit more intri-
cate features, such as gradual or sharp onsets and asymmetry in
the transition [Fig. 1(a)], for which no explanation has been given
yet. Moreover, these additional features in the thermal or
solvent-induced transitions between two supramolecular poly-
mers impair straightforward analysis and interpretation of the
thermodynamic properties of the polymerizations.

Using numerical simulations, we here show that the subtle details
of these transitions between supramolecular polymers give infor-
mation on the relative and absolute measures of cooperativity of
each polymer state. Counterintuitively, the sharpness and asym-
metry of a transition between two supramolecular polymers
upon changing temperature or solvent quality is shown to be
determined by the cooperativity of the most unstable rather than
the most stable supramolecular polymer.

To study the transition between supramolecular polymers, we
performed mass-balance simulations that describe the thermal
behavior of two competitive nucleated supramolecular poly-
merizations into supramolecular polymers A and B [Fig. 1(b)].
Although we limit our discussion to the thermal behavior of
supramolecular polymers, the fact that the solvent depen-
dency of these systems can also be described by linear free
energy relationships?® implies that our conclusions are also
valid for varying solvent quality, such that the systems should
behave similarly in good solvents as at high temperatures. All
simulations shown are performed at a monomer concentra-
tion of 50 M and with the same thermodynamic properties
of the elongation phases of states A and B of the supramolecu-
lar polymerization (see Computational Details section), but
with varying nucleation penalties of state A (NP,) and state B

© 2019 The Authors. Journal of Polymer Science Part A: Polymer Chemistry published by Wiley Periodicals, Inc.
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FIGURE 1 (a) The extreme cases of general observations in cooling or denaturation experiments of competitive supramolecular
polymerizations, where the onset of the polymer-polymer transition coming from low or high temperature or solvent quality is
abrupt or gradual, or intermediate. (b) Cartoon representation of the model used, in which a monomer can polymerize in two distinct
supramolecular polymers, characterized by two different nucleation and elongation equilibrium constants, K, ; and K ;, for State i,

respectively.

(NPg). The cooperativity parameter,
the nucleation penalties via eq 1.

=exp RN—:_ 1

, [Fig. 1(b)] is related to

where R is the gas constant and T is the temperature. More
speci cally, we performed simulations with varying the NP4
at constant NPy [Fig. 2(a)], varying the NPg at constant NP4
[Fig. 2(b)] and equally varying both nucleation penalties of
states A and B [Fig. 2(¢c)].

The thermodynamic values of the elongation phases, which
determine the elongation temperatures of the polymers?
have been chosen such that the elongation temperature of
state A is at 80 C, and the system is predominantly polymer-
ized below this temperature and monomerically dissolved
above the elongation temperature. The stabilities of the elonga-
tion phases of states A and B are equal at 20 C, with state B
being more stable below 20 C, which results in the A-B transi-
tion between the two polymer states at that temperature %22
Although the elongation and transition temperatures are equal
for all simulations, Figure 2 clearly shows that varying the
cooperativities of the supramolecular polymerizations has a
strong in uence on the shape of the A-B transition at 20 C.
Upon reducing the nucleation penalty of State B at constant
NP4 [Fig. 2(a)], the A-B transition at temperatures above 20 C,
where state A is most stable, becomes more gradual, while the
A-B transition below 20 C, where state B is most stable, is
largely unaffected. Conversely, varying the nucleation penalty
of state A at constant NPg leads to a more isodesmic elongation
at 80 C, but also to a more gradual transition at temperatures
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below 20 C, where state B is most stable. Thus, counterintui-
tively, a change in cooperativity of one polymer state manifests
itself in a more gradual transition at temperatures where the
other polymer state is the thermodynamically most stable
structure.

This counterintuitive behavior can be rationalized by consid-
ering the concentration of free monomers present in the sys-
tem. When the system is in a strongly aggregated state, with
very little free monomers present, the free monomer concen-
tration approaches the maximum equilibrium concentration of
free monomers, [M]max, Which equals the inverse of the equi-
librium constant of elongation:

WM = 1 2

max Ke,i

in which Kg; is the equilibrium constant of elongation of the

thermodynamically most stable polymer state i at a given tem-
perature or solvent quality.?® In addition, at a certain Gibbs
free energy of elongation close to the elongation point of a
supramolecular polymer, the equilibrium free monomer con-
centration of nucleated supramolecular polymers is larger
than the equilibrium free monomer concentration of non-
nucleated, isodesmic polymer systems.® This means that
above the elongation temperature, the non-nucleated poly-
mers are already partly polymerized, causing a lower concen-
tration of free monomers. In contrast, in a cooperative
polymerization, where an unfavorable nucleation event needs
to take place before elongation occurs, only a minimal amount
of monomers polymerizes above the elongation temperature.
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In the case of two competing cooperative supramolecular
polymerizations, we consider the case where polymer state A
is the most stable supramolecular polymer. When state A is
thermodynamically more stable than state B, and so Kea > Keg,
the maximum concentration of free monomers in the system is
determined by the stability of polymer A and not polymer B
(see eq 2). However, at temperatures close to the transition
between the polymer states, the stabilities of the supramolecu-
lar polymers are very similar?>2* and the monomers have a
large tendency to be aggregated. Consequently, when polymer
state B is only weakly cooperative and nucleation of state B
occurs relatively easily, the small amount of free monomers
can already assemble into supramolecular polymers of state B,
even when state B is not the most stable thermodynamic struc-
ture. As a result, the two polymer states coexist at that temper-
ature. When the transition is monitored with spectroscopy, the
coexistence of the weakly cooperative polymer B with the most
stable polymer A leads to a relatively gradual onset of the
transition between states A and B upon decreasing the tem-
perature, as is shown in Figure 2(a) (dark curves). Con-
versely, when state B is strongly cooperative yet not the
thermodynamically most stable polymer, nucleation does not
occur easily when the free monomer concentration does not
approach Kepg 1 and no polymers of state B will be formed.
However, when state B becomes the most stable supramolec-
ular polymer, the free monomer concentration set by state A
suddenly becomes larger than K.g * and very abruptly,
monomers are transferred from polymer A to polymer B. This
then gives rise to the very sharp transition just above the
temperature where polymer B becomes the most stable struc-
ture [Fig. 2(a), light curves]. Thus, the cooperativity of the
thermodynamically least stable polymer state B leads to a
sharper or more gradual A-B transition by being less or more
competitive at sequestering monomers that do not polymer-
ize into state A.

Below 20 C, the A-B transition in Figure 2(a) is not affected by
a change in nucleation penalty of polymer B. This is because at
those temperatures, polymer B is the most stable supramolecu-
lar polymer and hence determines the maximum free monomer
concentration. Therefore, in this regime, the sharpness of the
transition is determined by the cooperativity and nucleation
penalty of polymer A [Fig. 2(b)]. The origin of this feature can
be rationalized using the same arguments as were used in the
discussion of the regime where the polymers have opposite sta-
bility (vide supra). Thus, the relative sharpness of the transition
from one supramolecular polymer to another supramolecular
polymer is indicative of the nucleation penalty and coopera-
tivity of not the polymer that is predominantly present at that
temperature and solvent quality, but rather of the polymer that
is the least present at these conditions.

In addition to insights into the relative nucleation penalties
and cooperativity parameters of competing supramolecular
polymerizations, the shape of the polymer—polymer transition
also sheds light on the absolute value of these thermodynamic
properties, as can be seen in Figure 2(c). When both polymers
are only weakly cooperative, the two pathways can compete

ADVANCED
SCIENCE NEWS

advancedsciencenews.com

WWW.JPOLYMSCI.ORG

RAPID COMMUNICATION

FIGURE 2 Simulated cooling curves for the competitive
supramolecular polymerizations with (a) a constant NP = 10 kJ mol *
and varying NPg, (b) a constant NPg = 10 kJ mol * and varying NP,
and (c) varying, but equal nucleation penalties, such that NP5 = NPg.

in an effective manner over the limited concentration of
monomers over an extended temperature range. As a result,
the transition between the polymers will span a broad
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temperature range and a small slope is observed. Conversely,
when the polymers are both strongly cooperative, nucleation
of the thermodynamically least stable polymer can only occur
at temperatures very close to the temperature where both
states have equal Gibbs free energies of elongation. Since the
competition in the case of two strongly competitive polymeri-
zations only occurs in a very small temperature range, a high
slope is observed for the transition between supramolecular
polymers that have high absolute values of the nucleation
penalties.

The principles outlined above can serve as simple guidelines
to assess the cooperativities of the competing supramolecular
polymerizations. As such, the general trends that can be
observed in the literature [Fig. 1(a)] can be classi ed in sys-
tems that have a more cooperative state A and less cooperative
state B [Fig. 1(a), Panel 1], systems in which states A and B
have comparable cooperativity [Fig. 1(a), Panel 11] and systems
in which state A is less cooperative than state B [Fig. 1(a),
Panel I11]. These results also show that the unusually sharp
and asymmetric experimentally observed transitions, which
can easily be regarded as artifacts, are rather a consequence of
highly competitive supramolecular polymerizations. Counterin-
tuitively, a sharp transition occurs when the competing, least
stable polymer is very cooperative, irrespective of the coopera-
tivity of the most stable supramolecular polymer.

In conclusion, the shape of transitions between strongly cooperative
supramolecular polymers can give valuable insights into thermody-
namic properties of these competitive systems. Although strong
cooperativity in supramolecular polymers is associated with high
degrees of aggregation and order, these systems can still be sensitive
to competition from weakly cooperative polymers. Here, we show
that the depolymerization of a supramolecular polymer in a compet-
itive polymerization process is governed predominantly by not the
cooperativity of the depolymerizing polymer, but rather by the
cooperativity of the newly formed polymer state. Counterintuitively,
newly formed weakly cooperative polymer states are more effective
than strongly cooperative polymers at depolymerizing the already
present supramolecular polymers, because the increased isodesmic
character of the weakly cooperative polymers is more effective at
sequestering free monomers. Therefore, the shape and width of
such polymer—polymer transitions can be used to obtain valuable
insights into relative and absolute cooperativities of both polymer
states. We anticipate that straightforward guidelines for the inter-
pretation of complex supramolecular polymerizations will facilitate
the analysis of increasingly responsive systems for optoelectronics
and soft materials.

COMPUTATIONAL DETAILS

The two competing, nucleated supramolecular polymeriza-
tions are modeled using mass balance eq 3, which assumes a
nucleus size of 2:

A M
1 Kea tM 2

g M

M, =M + 87
tot 1 Keg M 2

A WM + g M

3
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in which [M]: is the total concentration of monomers in the
system, [M] is the concentration of free monomers, , and g
are the cooperativity parameters of States A and B, respec-
tively and Ke 4 and K g are the equilibrium constants of elon-
gation of States A and B, respectively. The derivation of eq 3
can be found elsewhere.?® The free monomer concentration,
which determines the distribution of the monomers over the
polymer states, is solved using a binary search algorithm in
MATLAB 2017b.

The dependency of the equilibrium constants of elongation of
state i is introduced using the Van 't Hoff equation:
Si

He i
P = o+ —
Ke,i = exp R T R 4

The entropies of the nucleation and elongation phases are
taken to be equal. The cooperativity parameter, which relates
the nucleation and elongation equilibrium constant, is deter-
mined by the nucleation penalty through eq 1.

For the simulations, varying nucleation penalties are used with
constant thermodynamic properties of the elongation phase. The
enthalpies and entropies of the elongation phases of states A and B
are Hea= 60kimol ', Sy= 87.6Imol 1K * for positive
signalstateAand Heg= 80 kImol %, Sg= 1558 Jmol *K *
for negative signal state B. The entropies of the nucleation and
elongation phase are taken equal. The signal intensities per state
are chosen arbitrarily to show a clear distinction between the pop-
ulation of States A and B.
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