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Abstract 
 

All imaging methods have their own advantages and disadvantages. Depending on 
the system and aim of the experiment the optimal method is often selected. In this 
thesis we combine orthogonal imaging methods to further enhance the amount of 
information that can be extracted from a sample. We particularly integrate  atomic force 
microscopy (AFM), fluorescence and scattering microscopy, and optical spectroscopy 
into a single instrument. We used this integrated instrument to study the correlation 
between optical and structural properties of both soft and hard self-assembled 
materials. 

In Chapter 2  the setup is described, as well as a comparison of spectroscopic 
techniques and a thorough description of different available AFM modes. We combine 
these methods for correlated measurements and describe the alignment procedure and 
the model systems investigated in this thesis. 

In Chapter 3, we describe how our correlated setup is applied to soft 
supramolecular polymers. Using correlated microscopy we study fiber-entanglement  
by relating fluorescence intensity variations to nanometer scale structure. The 
persistence length, or stiffness, of the polymers is analyzed for the single unentangled 
polymers and compared to a model.  

Chapter 4 and Chapter 5 discuss self-assembled gold nanoparticle dimers and 
relate their structure to their optical properties. When used as biosensors, the plasmon 
shift not only depends on the size and refractive index of the analyte, but also strongly 
on binding location. In Chapter 4 we show the correlation between binding location 
and plasmon shift for single nanospheres binding to a single gold nanorod. For 
nanorod dimers the enhanced near-field in the gap region is stronger than for single 
rods. In Chapter 5 we investigate the optical properties of self-assembled nanorod 
dimers and investigate the bonding and antibonding mode as a function of dimer 
angle. We find that the theoretical refractive-index sensitivity of nanorod dimers is not 
reached, because of limited accessibility of the gap region due to steric effects of the 
linker molecules.  

Chapter 6 summarizes the findings of the thesis, discusses the impact for 
applications, and lists directions for further research. 

 

  



 

 

 

 



List of abbreviations 
 

Abbreviation Meaning 

AFM Atomic Force Microscope 
APTES (3-aminopropyl)triethoxysilane 
BEM Boundary Element Method 
BTA 1-3-5,-Benzenetricarboxamide 
CM Contact Mode 
CMOS Complementary Metal-Oxide-Semiconductor 
Cryo-EM Cryo-Electron Microscope 
CTAB Cetyl Trimethyl Ammonium Bromide 
EM Electron Microscope 
EMCCD Electron Multiplying Charge Coupled Device 
FoM Figure of Merit 
LSPR Longitudinal Surface Plasmon Resonance 
MTPMS (3-mercaptopropyl)trimethoxysilane 
NCM Non-Contact Mode 
OM Optical Microscopy 
PALM Photo Activated Localization Microscopy 
PFTM Peak Force Tapping Mode 
RIU Refractive Index Unit 
STED Stimulated Emission Depletion 
STORM Stochastic Optical Reconstruction Microscopy 
STM Scanning Tunneling Microscope 
SPR Surface Plasmon Resonance 
TIR Total Internal Reflection 
TIRF Total Internal Reflection Fluorescence 
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Chapter 1 
 

Introduction 
 

1.1  History of microscopy 

Already in the 13th century lenses in the form of water-filled glass spheres were used 
to magnify objects by gem cutters. In the 17th century Robert Hooke used glass balls as 
lenses with a much shorter focal length to observe microscopic fungi.  He later 
developed a microscope that had two convex lenses and used it to study biological 
species like sponges, fungi, flies, and lice. His detailed observation of these organisms 
with an early microscope were catalogued in the first illustrated book on microscopy 
named “micrographia”.1 Hooke’s superb drawings with never observed details of 
microscopic species gave him a place in the history of science.  

Around the same time Antoni van Leeuwenhoek was the first to observe bacteria 
using a single-lens microscope. He developed the ability to make very small lenses 
(only 1 mm in diameter) that were embedded in a small metal plate. The sample was 
placed on a small pin positioned on a screw that enabled Van Leeuwenhoek to position 
and focus the sample close to the lens. The magnifications that he achieved were 
approximately 250, depending on the quality of the lens.  He used this single-lens 
microscope to describe for the first time bacteria, the human fertilization process, and 
red blood cells.  

From then on the field gradually developed by the introduction of better lenses, and 
microscopes employing multiple lenses achieved higher magnifications. The 
craftmanship to keep improving the quality of the lenses and decrease aberration 
effects led to diffraction limited microscopes that we use in research labs since the early 
20th century.  Diffraction limited microscopes achieve magnifications of up to 1000x, 
and optical resolutions of a few hundred nanometers. This is enough to resolve for 
example biological cells, bacteria, and dust. 
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The urge to visualize even smaller structures is however hindered by the diffraction 
limit of light, which sparked the development of complementary techniques based on 
different approaches. A key event was the development of the electromagnetic lens in 
1926 by Hans Busch. This electromagnetic lens uses several electromagnets to focus a 
stream of charged particles such as electrons by the Lorentz force. The first prototype 
electron microscope, with 400x magnification, was developed in 1931 by Ernst Ruska 
and Max Knoll.2 

Electron microscopes achieve a higher resolution than optical microscopes by using 
electrons as the illumination source, which exhibit a shorter wavelength (the so-called 
De Broglie wavelength) compared to photons.  The wavelength of the incident 
electrons depends inversely on the energy to which the electrons are accelerated in the 
microscope. Typical electron microscopes use acceleration voltages of several 
hundreds of kilovolt, leading to an illumination wavelength of several picometers. This 
provides electron microscopes with a resolution of around 1 picometer, enabling 
imaging at the atomic level.  

With the invention of the scanning tunneling microscope (STM) in 1981 the elusive 
goal of imaging individual atoms on opaque surfaces was achieved.3 STM uses a very 
sharp conducting tip brought very near to a surface and monitors the tunneling current 
as a function of tip position as the tip's position scans across the surface. The STM 
technique bypassed the diffraction limit of light and achieved higher sensitivity than 
the electron microscope while utilizing much lower energy. It was soon realized 
however that STM was not an ideal method to study biological objects because the 
surface of the sample should be conductive.  

The requirement that the surface must be conductive was overcome in 1986 with 
the invention of a variation of the STM known as the Atomic Force Microscope (AFM) 
by Gerd Binnig, Calvin Quate and Christopher Gerber.4 An AFM images the 
topography of a sample by scanning the sharp tip across the sample and recording the 
deflection of the cantilever to which the tip is connected. AFM has the ability to image 
conductive and non-conductive surfaces beyond the diffraction limit with molecular 
and atomic resolution both in air and in liquid.  

Each of the described imaging methods carries its own advantages and 
disadvantages, and often a certain method is chosen taking into account the required 
resolution (both spatial and temporal), sample stability, and chemical specificity. 
However, as research extends to the smallest length scales where complex systems are 
studied, individual microscopy techniques do not supply sufficient information to 
understand the interactions, structure or dynamic mechanisms. Combining different 
microscopy techniques, i.e. correlative microscopy, has emerged in the past years and 
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employs the respective advantage of two or more methods that can be directly 
compared and provide complementary information.  

Correlated microscopy is widely employed in biology where the high spatial 
resolution of AFM or EM is combined with the chemical specificity of fluorescence 
microscopy. In this thesis we expand the scope of correlative microscopy by integrating 
fluorescence microscopy, atomic force microscopy, and optical spectroscopy in a single 
instrument. We apply this approach to nanostructured assemblies on solid-liquid 
interfaces. In this chapter we firstly discuss the physical principles that dictate the 
temporal and spatial resolution of commonly used microscopy techniques, i.e. optical 
microscopy, electron microscopy, and atomic force microscopy. We discuss their 
advantages and disadvantages, and typical applications. We finish this introductory 
chapter by highlighting the nanostructures investigated in this thesis, namely self-
assembled supramolecular polymers and self-assembled nanoparticles. 

1.2 Optical microscopy 

Optical microscopy is a powerful tool that started in the 17th century using simple 
devices that use natural light or candles for illumination through one or two lenses, as 
pioneered by Antoni van Leeuwenhoek and Robert Hooke. Currently optical 
microscopy has evolved into a wide range of complementary approaches with 
advanced illumination and detection approaches.  

Far-field optical microscopy is limited by the diffraction of light, meaning it cannot 
resolve structures smaller than approximately half the wavelength of light. The 
resolution of an optical microscope is determined to which extent two closely spaced 
point-like objects that emit incoherently can be separated in the image. Diffraction of 
the circular aperture of a microscope lens results in an Airy disk in the image plane. As 
the two objects approach each other their Airy disks start overlapping. The most often 
used criterion for optical resolution is the one defined by Ernst Abbe, given by 

𝑟𝑟Abbe = 𝜆𝜆 2NA⁄ .    (1.1) 

Here, λ is the wavelength of light and NA = 𝑛𝑛 sin 𝜃𝜃 the numerical aperture, with n 
the refractive index of the medium and 𝜃𝜃 the maximum half-angle of the cone of light 
that can enter the lens (see Figure 1.1a). The criterion states that, to resolve two 
diffraction-limited spots, they need to be spaced by a distance so that their half-maxima 
overlap in space, see Figure 1.1b. Using state-of-the-art objective lenses with a 
numerical aperture NA~1.5 in combination with green light we find a typical 
resolution of 180 nm which is routinely achieved using any research-grade microscope. 
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Figure 1.1 (a) Schematic of a lens showing how its numerical aperture NA depends on the refractive index 
of the medium n and the half-angle θ of the illuminating light-cone. (b) Resolution definition based on the 
Abbe criterion.  

The most important component of a setup capable of diffraction-limited imaging is 
a high-quality objective, provided that it is combined with a stable light source and a 
sensitive detector. Commonly used diffraction-limited microscopy techniques detect a 
variety of signals such as absorption, elastic and inelastic (e.g. Raman) scattering, 
higher harmonics, photoluminescence, or fluorescence.  

Fluorescence microscopy is especially used in the domains of biology and physical 
chemistry due to its chemical specificity. This specificity is typically achieved by 
labelling chemical groups with a fluorescent dye. Furthermore, the technique is 
inherently dark-field because a dichroic mirror separates the excitation light from the 
Stokes-shifted emission. The simplest optical configuration to perform fluorescence 
microscopy is the epi-fluorescence microscope. Here, the excitation beam is focused at 
the back aperture of the objective lens resulting in illumination with a nearly collimated 
excitation beam that propagates into the sample. The Stokes shifted fluorescence is then 
collected by the objective and passes through the dichroic mirror onto a camera. 
Though simple in its optical layout, epi-fluorescence microscopy suffers from 
background signals and limited signal-to-noise ratio since the whole sample is excited 
by the collimated illumination beam.  

This limitation can be largely solved by illumination via total internal reflection. 
Herein light is directed toward the sample at an angle exceeding the critical angle 𝜃𝜃c =
arcsin𝑛𝑛2 𝑛𝑛1⁄ , where n1 and n2 are the refractive indices of the two media, usually glass 
and water. The excitation beam undergoes total internal reflection at the interface 
resulting in an evanescent field at the opposing side of the interface. The evanescent 
field only penetrates typically 100 nm into the medium, thus limiting the excitation 
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volume to a thin sheet near the glass-water interface. This reduces photobleaching and 
background signals of solution-phase fluorophores and typically results in superior 
signal-to-noise ratio compared to epi-fluorescence microscopy.   

The drawback of TIR microscopy is that the excitation volume does not extend into 
the sample so the technique is limited to imaging structures at the glass-water interface. 
Confocal microscopy overcomes this limitation because here the excitation beam is 
strongly focused into the sample by the objective lens. The collected signal is then 
wavelength-filtered before passing through a pinhole and falling on a point-detector. 
The pinhole blocks emission that originated from outside the focal plane (optical 
sectioning) and results in similar signal-to-noise ratios as TIR microscopy. The largest 
advantage of confocal microscopy over TIR microscopy is the ability to scan the sample 
in 3D, whereas in TIR only sections close to the interface can be imaged. However, 
image generation requires either beam- or sample-scanning, making confocal 
microscopy the slowest of the three approaches described above.  

Commonly used fluorophores (e.g. ATTO or Alexa dyes) result in ~103-104 detected 
photons per second. Combined with currently available detector technologies such as 
electron multiplying charge coupled devices (EMCCD) and complementary metal-
oxide-semiconductor (CMOS) cameras this makes fluorescence microscopy the golden 
standard to study dynamics in biological and soft-matter samples. However, the 
combination of chemical specificity and temporal resolution comes at the expense of 
the ability to obtain high resolution images. In the past two decades, different 
techniques have been developed to obtain optical images with sub-diffraction-limited 
resolution. Examples of these superresolution microscopy techniques are stochastic 
optical reconstruction microscopy (STORM),5 photo-activated localization microscopy 
(PALM)6 and stimulated emission-depletion (STED).7   

STORM and PALM usually use TIR excitation and operate under conditions where 
only a small number of individual fluorophores is emissive in each frame. These 
emitting fluorophores can then be localized by fitting the corresponding point spread 
function with a two-dimensional Gaussian function, see Figure 1.2a. This is repeated 
for many camera frames until nearly all fluorophores have been ‘on’ at least once and 
the sample image can be “reconstructed” from all localizations. For reasonably bright 
fluorophores the localization precision σ is shot-noise limited and only depends on the 
number of detected photons N and the standard deviation of the point spread function 
s as 𝜎𝜎 = 𝑠𝑠/√𝑁𝑁, where 𝑠𝑠 = 𝑟𝑟𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎/(2√2 ln 2). This results in a typical lateral localization 
precision for STORM and PALM of 10-20 nm for a few thousand detected photons (see 
Figure 1.2b), whereas axial precisions of 20-50 nm have been achieved.8 Although 
super-resolution reconstruction takes minutes to hours because thousands of frames 
need to be collected, it is compatible with any wide-field optical microscope.  
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Stimulated emission depletion (STED) microscopy achieves sub-diffraction-limited 
resolution by the use of an extra laser beam in a confocal microscope, the so-called 
depletion beam. The excitation beam with a regular Gaussian beam profile is 
overlapped with a red-shifted doughnut-shaped STED beam that brings fluorophores 
back to the ground state using stimulated emission (see Figure 1.2c). The STED beam 
is typically on the red wing of the emission spectrum of the dye, allowing the 
stimulated photons to be wavelength filtered whereas the fluorescence photons are 
detected on a point-detector. The effective excitation volume of the beam is then 
reduced by the presence of the doughnut, resulting in an intensity-dependent lateral 
resolution that is typically 20-70 nm (see Figure 1.2d) and an axial resolution of 40-150 
nm.9  

Compared to STORM and PALM, where images can only be reconstructed after the 
majority of dyes has entered the “on-state” at least once, STED has a higher temporal 
resolution on the order of 0.1-1 second. However, STED microscopy does require 
especially photostable dyes to sustain extended exposure to the high-power STED 
beam. 

 

Figure 1.2 Resolution dependence of superresolution techniques. (a) Point spread function in 2D (left inset) 
and 3D (colored pattern) with a 2D Gaussian fit (mesh). (b) Schematic dependence of the FWHM of the 2D 
Gaussian fit on the photon count. (c) Principle of STED. A Gaussian excitation beam (green spot) is 
overlapped with a doughnut-shaped beam (red). Due to stimulated emission the effective spot size is equal 
to the size of the hole of the red beam (dark green spot). (d) Schematic dependence of the FWHM as a function 
of STED power. 

1.3 Atomic force microscopy 

Although optical microscopy gives easy access to dynamics and provides chemical 
specificity, it requires robust fluorescent labelling protocols and is not yet suitable to 
resolve length-scales shorter than ~20 nm. Atomic force microscopy (AFM)4 on the 
other hand is a scanning probe microscopy technique used to map sample topography 
with (sub-)nanometer resolution. A sharp tip located at the end of a cantilever is 
scanned over the sample, where a feedback mechanism is used to map changes in the 
cantilever deflection. Here, cantilever deflection directly relates to sample height 
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and/or tip-sample interaction forces. The spatial resolution of AFM then mainly 
depends on the sharpness of the tip and the mechanical properties of the sample. Sharp 
tips have even been used to obtain atomic resolution.10,11 Typical resolutions using 
standard silicon cantilever tips however are in the range of a few nanometers. 

 
Figure 1.3 Working principle of the AFM. An AFM tip at the end of a cantilever scans over the sample. 
Changes in sample topography result in deflection of the cantilever. These deflections are measured by a 
laser beam reflecting off the cantilever onto a quadrant photodetector. To measure sample topography while 
scanning a feedback system is used. 

The working principle of an AFM is shown in Figure 1.3. It consists of several 
essential components, i.e. a soft cantilever spring with a sharp tip, a method to measure 
cantilever deflection, a feedback system to maintain and monitor a certain deflection, 
and a scanning stage to construct an image of the sample topography.12 AFM can be 
operated in different modes which differ mainly in the feedback system used. In 
contact mode, the tip remains in close contact with the surface and the tip-sample force 
is used as a feedback mechanism. Cantilever deflection is directly related to force and 
is monitored optically using a quadrant photodetector that monitors displacement of a 
reflected laser beam. By keeping either force or height constant a topographical image 
is formed by scanning the tip over the surface. Contact mode generates high resolution 
topography measurements but produces nanonewton lateral forces on the sample. For 
hard materials the damage is minimal, but for soft materials, e.g. biological samples, 
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contact mode causes irreversible damage. In non-contact13 and tapping mode14  the 
lateral forces are virtually eliminated and indentation forces significantly reduced 
because the tip is only transiently in contact with the substrate.14 

AFM also allows for measurement in liquid,15 which eliminates capillary forces of 
absorbed water layers on the sample. The thin water layer causes adhesion of the tip 
resulting in a large force when the tip ‘snaps into’ the surface. Eliminating these forces 
in liquid reduces damage to the sample further, making imaging of soft biological 
samples now routinely possible.16 Furthermore, AFM in fluids allows the study of 
biological molecules in a buffer solution that mimics their native environment. This 
makes non-contact and tapping modes in fluid suitable for soft and biological samples, 
and they have been used to image actin17, microtubules17, DNA16,18,19, and live cells.20 

Conventional AFM is slower than most optical methods because it requires tip-
scanning. Although the scanning of the tip itself can be rapid, the imaging rate is 
limited by the feedback mechanisms that makes the tip carefully follow the sample 
topography. Optimization of the cantilever length and stiffness, and electronics for 
high-speed feedback has enabled AFM with a temporal resolution of 10 frames per 
second allowing for single-protein dynamics to be studied.21  

1.4 Electron microscopy 

Electron microscopy also allows for imaging on picometer length scales as it uses 
electrons rather than photons for imaging. In an electron microscope, first developed 
by Knoll et al.,2 electrons are accelerated by an electron gun and focused by 
electromagnetic coils onto the sample. The electrons are characterized by their De 
Broglie wavelength 𝜆𝜆 = ℎ/𝑝𝑝 = ℎ/√2𝑚𝑚𝑚𝑚𝑚𝑚, with ℎ Planck’s constant and 𝑝𝑝,𝑚𝑚 and 𝑚𝑚 are 
the electrons momentum, mass, and charge respectively. The velocity of the incident 
electrons is determined by the potential difference 𝑚𝑚 across which they are accelerated 
in the microscope (typically 100-300 keV). Under typical conditions this results in a De 
Broglie wavelength in the range of 1-5 picometer. In combination with advanced 
aberration correction techniques this enables imaging at atomic resolution.24  

Though high resolution is reached in electron microscopy, it is operated in vacuum 
and the damage caused by the high energy electrons makes it ill-suited to image soft 
samples. In cryo-electron microscopy (cryo-EM) the sample is frozen, preserving 
biomolecules closer to their native state,25 which has allowed for the analysis of the 
structure of small proteins down to 3 Å in resolution.26,27 The main challenge in EM 
studies of soft matter samples is the low signal-to-noise ratio due to the low electron 
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density of the material, necessitating the averaging of many images to resolve a single 
protein with sufficient signal-to-noise ratio.28  

Whereas the spatial resolution of electron microscopy is superior to diffraction-
limited optical microscopy methods, it lacks chemical specificity, often operates under 
vacuum conditions, and is not easily operated at ambient conditions in fluid. 
Nevertheless EM is often employed to study the topography and crystallinity of 
nanostructures.  In this thesis we focus instead on the correlation of optical microscopy 
methods with AFM due to its easier method of operation, direct integration with the 
optical setup and its suitability for measurements on soft samples in aqueous buffers. 

1.5 Correlative microscopy 

Figure 1.4 summarizes the temporal and spatial resolutions of the above described 
microscopy techniques, whereas Table 1.1 lists the main advantages and 
disadvantages of each method. Both AFM and electron microscopy (EM) have atomic 
resolution, making them ideal to resolve sample topography with superior spatial 
resolution. However, they exhibit a limited temporal resolution of seconds to minutes 
and provide little chemically specific information particularly for organic samples. 
Optical microscopy on the other hand exhibits a limited spatial resolution due to the 
diffraction limit of light but gives access to millisecond temporal resolution. In 
addition, it provides chemically specific information due to the fluorophore labels that 
can be conjugated via specific chemical reactions. 
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Figure 1.4 Acquisition rate and accessible length scales for atomic force microscopy, electron microscopy, 
superresolution techniques PALM, STORM and STED, and diffraction-limited optical microscopy. 

Combining different microscopies to take advantage of their strong points has led 
to the development of a wide range of correlative techniques. For example, combining 
the chemical specificity and time resolution of optical microscopy with the high spatial 
resolution provided by AFM results in a wealth of new information. Typical workflows 
for correlative microscopy can be separated in two classes:  

(1) sequential imaging in separate devices, or  

(2) an integrated approach where both imaging modalities are combined on 
the same setup.  

In the first approach, Maubach et al. aligned DNA molecules using electrodes, 
visible both optically and in AFM. By sequential imaging they developed a new 
method for the self-assembled positioning of molecular structures on chip surfaces.33 
Also in early fibronectin fibrillogenesis the conformation of single polymers could not 
be observed because they were smaller than the diffraction-limited optical resolution, 
but visual overlay with separately obtained AFM images enabled the correlation of 
chemically specific information with nanoscale topography.34  
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Table 1.1 Spatial and temporal resolution of different microscopy methods and their main advantages and 
disadvantages 

 

 OM 
 

STORM/PALM 
 

STED 
 

AFM 
 

EM 
 

Temporal 
resolution 

µs [22,23] minutes [29] seconds [6] seconds [8] seconds [31] 

Spatial 
resolution 

200 nm 10 nm [5] 20 nm [7] atomic [30] atomic [32] 

 
 

Advantages 

chemical 
specificity; 

high 
temporal 
resolution 

 
Chemical specificity; 

Nanometer spatial resolution 

 
High spatial resolution; 
No labelling required 

 

 
 

Drawbacks 

 
Low 

spatial 
resolution 

 
 

Low temporal resolution 

Slow 
acquisition; 

Low chemical 
specificity 

Low contrast 
on biological 

samples; 
Low chemical 

specificity 
 

An integrated approach enables the simultaneous or consecutive imaging of a 
nanostructure by optical and atomic-force microscopy. Correlative measurements in 
the same sample area require the proper positioning of the AFM’s tip with respect to 
the optical axis of the microscope. For large structures the optical image of the 
cantilever as a whole can be used for alignment,37 resulting in a co-localization of the 
optical and AFM images with micrometer accuracy. Nanoscale structures however 
require a more accurate overlap, Kolodny et al. spatially correlated the AFM tip to their 
fluorescence excitation spot by scanning the sample while simultaneously recording 
the scattering from the AFM tip.38 Alignment in post-processing can also be employed, 
where cross-correlation between the fluorescence and AFM image enables accurate 
alignment of the excitation laser with the AFM probe.39  

Two typical examples showing the power of correlative microscopy are shown in 
Figure 1.5. AFM correlated with STED microscopy enabled Cosentino and colleagues 
to investigate the formation of amyloid aggregates with high spatial resolution and 
chemical specificity (Figure 1.4a-b). Only a fraction of the aggregates was visible in 
STED images, indicating that the fluorescently labeled molecules did not participate in 
the aggregation process via the same pathway as the unlabeled molecules.35 Figure 
1.5c-f on the other hand depicts correlated electron microscopy and super-resolution 
fluorescence microscopy of histone proteins.36 By correlating both techniques the 
authors demonstrated the possibility to identify histone proteins in electron 
micrographs using the chemical specificity supplied by the fluorescence images. 
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Figure 1.5 Examples of correlated microscopy. (a) AFM correlated with both STED and confocal microscopy 
showing (b) amyloid fibrils in diffraction-limited and superresolution with their height profile. The arrow 
points to a fibril not visible in fluorescence microscopy.35 (c) STED and (d) PALM images of histone proteins 
overlayed on (e-f) electron microscopy images of the cell nucleus.36 

1.6 Model systems: nanoscale assemblies 

Correlative microscopy has largely been applied to biological samples.28,33,34,40,41 In 
this thesis we demonstrate its applicability to obtain detailed information on synthetic 
nanomaterials as well. We particularly focus on self-assembled synthetic 
nanomaterials because tight control over the assembly process and pathways provides 
emerging functionalities that are often not accessible using only the individual building 
blocks. To investigate synthetic self-assembled materials we integrated three 
modalities on a single device:  

(1) optical microscopy,  

(2) optical spectroscopy, and  

(3) atomic force microscopy.   

Integration on a single device removes sample transport and alignment procedures 
to enable the study of the same assembled structures using the different techniques. 
We apply this integrated approach to study self-assembled nanomaterials at solid-
liquid interfaces. Below we shortly highlight the two nanomaterials that were 
employed in this thesis, namely nanoscale polymeric assemblies and nanoparticle 
assemblies. 
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1.6.1  Model system I: polymeric assemblies 

Unlike conventional bonded polymers, supramolecular polymers engage in a 
variety of non-covalent interactions that define their properties. Supramolecular 
polymers consist of monomers that self-assemble through non-covalent interactions 
such as hydrogen bonding, hydrophobic interactions, van der Waals forces, 
electrostatic interactions and pi-pi interactions. Biological supramolecular structures 
are well-known, e.g. actin and microtubules. Synthetic variants of these biological 
counterparts are interesting from both a fundamental perspective, where full control 
over their chemistry allows to introduce a large variety of properties and function, 
whereas from an application perspective these assemblies result in emerging 
functionalities now used in e.g. cosmetics and ink-jet printing.42 In biological 
supramolecular polymers dynamics are also important, such as the polymerization and 
depolymerization of actin as a driving factor in cytokinesis43 and cell motility.44 

 

Figure 1.6 Examples of applications of supramolecular polymers for (a) self-healing materials,45 (b) drug 
delivery,46 and (c) tissue engineering.47 

A supramolecular assembly typically results in non-covalent and dynamic 
interactions between chemical moieties that make up the core of the polymer (in dark 
grey in Figure 1.6a), surrounded by side-groups that provide solubility. Their dynamic 
behavior, caused by the non-covalent bonds between monomers, plays a principal role 
in these applications. An example is shown in Figure 1.6a, where the dynamic nature 
of the material provides self-healing properties. First reported by Cordier et al.,48 when 
fractured surfaces were brought into contact, reformation of hydrogen bonds resulted 
in recovery of elasticity. Tee et al.49 showed applications in biomimetics and soft 
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robotics for hydrogels composed of supramolecular polymers that showed both 
mechanical and electrical self-healing. 

Importantly, a large range of approaches is available to conjugate biocompatible 
and bioactive side-groups making them ideal candidates for applications in biological 
environments. For example, therapeutics can be incorporated in supramolecular 
assemblies to provide drug-delivery vehicles that are disassembled in a certain 
biological environment resulting in drug release (Figure 1.6b). Examples are the 
delivery of growth factor for cartilage regeneration by peptide amphiphiles42 and the 
ability of 1,3,5-benzenetricarboxamide (BTA) polymers to simultaneously transport 
siRNA and hydrophobic particles into cells.50 For the latter application the positively 
charged hydrophilic interfacial groups electrostatically bind RNA, whereas the 
hydrophobic interior encapsulates the hydrophobic particles.  

Biocompatibility and tunability make supramolecular polymers also ideal for tissue 
engineering applications (Figure 1.6c). Cells are grown on biologically active 
supramolecular assemblies resulting eventually in the growth of bioartificial tissues 
and even organs. Dankers et al.51 use fibrous supramolecular membranes to create a 
bioartificial kidney. They show that renal tubular cells grow on these structures as 
opposed to the lack of cell growth on microporous polycarbonate membranes 

Supramolecular polymers have largely been studied at the ensemble level. Single-
molecule studies have so far focused on electron microscopy,52 where samples need 
freezing and high vacuum to provide enough contrast. Recently, super-resolution 
microscopy was applied to study the dynamic behavior of individual polymers at a 
spatial resolution of several tens of nanometers. However, the polymers are typically 
only a few nanometers in diameter that is not resolved using super-resolution imaging. 
In Chapter 3 we show how correlative microscopy (AFM + fluorescence) can be 
employed to study the structure and mechanical properties of supramolecular 
polymers at the single-molecule level. 

1.6.2  Model system II: particle assemblies 

Nanometer sized metal particles possess unique optical properties arising from the 
resonant coupling of incident light to the conduction electrons in the particle (Figure 
1.7a). The collective motion of the conduction electrons is called a surface plasmon 
resonance and results in locally enhanced optical fields and strong scattering and 
absorption (Figure 1.7b,d). The wavelength of the plasmon resonance depends on the 
shape, size, material and local environment of the particle.53 This tunability combined 
with advances in bottom-up and top-down synthesis methods54 have sparked research 
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into applications ranging from sensing53 and cancer treatment55 to nanoantennas56 and 
labels for tracking.57  

Their photostability, chemical inertness, and versatile functionalization chemistry 
using gold-thiol bonds58 makes plasmonic particles ideally suited for sensing 
applications. Biosensing can be achieved by e.g. employing the large local intensity 
enhancements for plasmon-enhanced fluorescence sensing59 or sensing by surface-
enhanced Raman scattering.60 A particularly attractive sensing modality employs the 
sensitivity of the plasmon resonance for the dielectric function of the local 
environment, resulting in a red-shift of the plasmon resonance when a biomolecule is 
nearby (Figure 1.7c-d). This sensing modality is “label-free” because it does not rely on 
fluorescently labelled analyte. Recent advances in optical detection and spectroscopy 
of metallic particles, and their robust functionalization with biologically active 
receptors has even allowed for the detection of single proteins by sensitively detecting 
plasmon shifts in an optical microscope.61,62,63,64 

 
Figure 1.7 Plasmonic sensing (a) Schematic of the localized surface plasmon resonance excitation for gold 
nanospheres. (b) Near-field of an excited gold nanosphere at its plasmon resonance wavelength. (c) Binding 
of single molecules to gold nanosphere. (d) Scattering spectra of the gold nanosphere (b, blue curve) and 
upon binding of single molecules (red curve). 

The sensitivity of plasmon sensors largely depends on the overlap between the 
locally enhanced electric field and the biomolecular analyte. Higher and more confined 
local fields typically result in improved sensitivity owing to the stronger interaction 
between the plasmon resonance and the molecule. The material and shape of the 
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metallic particle give some control over the locally enhanced electric fields and 
scattering spectra, but a substantially larger effect has been observed when two 
particles are coupled by placing them in close proximity (Figure 1.8a). The degree of 
coupling and resulting optical response strongly depends on the assembly’s geometry, 
and in some cases results in the appearance of new resonances associated with coupled 
plasmons (see Figure 1.8b).  

The appearance of new resonances can be understood by considering the two 
plasmon resonances in the individual particles to hybridize, much like atomic orbitals 
do. This plasmon hybridization results in bonding and anti-bonding modes whose 
energy depends on the type of mode and the proximity between the particles (i.e. their 
coupling strength). In Figure 1.8c the symmetric and asymmetric bonding and 
antibonding modes are shown for nanosphere dimers. The symmetric bonding mode 
and the asymmetric antibonding mode have a dipole moment parallel to the dimer 
longitudinal axis, where the bonding mode has the lowest energy and a net dipole 
moment. In contrast, for the asymmetrical antibonding mode the dipoles cancel each 
other out. For the symmetric antibonding mode and asymmetric bonding mode, the 
dipole moment is oriented perpendicular to the dipole longitudinal axis. Here, the 
symmetric antibonding dipole moment is higher in energy with a net dipole moment, 
whereas in asymmetric bonding mode the dipole moments cancel each other out.65 

 
Figure 1.8 Far-field and near-field response of a gold nanosphere dimer. (a) Near-field upon longitudinally 
polarized excitation of a gold nanosphere dimer. (b) Scattering spectra of a single gold nanosphere (light 
blue line) and a gold nanosphere dimer (dark blue line). (c) Plasmon hybridization schematic of gold 
nanosphere dimers showing the corresponding energy levels of the bonding and antibonding modes under 
transverse and longitudinal excitation. 
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Such hybridized plasmon modes show great promise for sensing as they provide 
control over the wavelength at which the resonance occurs (allowing one to tune the 
resonance to e.g. a biologically transparent window) and they provide unsurpassed 
enhancements of the near-field intensity. This has been used to improve both plasmon-
enhanced fluorescence sensors66 and label-free sensing.67 

The rational design of plasmon-based sensors however requires structure-function 
relationships that correlate the optical properties and spectra of particle assemblies to 
their precise topography. Typical particle-sizes employed are 10-100 nm in diameter, 
which are not resolved using optical microscopy. A correlative approach is therefore 
highly appropriate to investigate the correlation between the geometry of individual 
assemblies and their optical response. In Chapter 4 and Chapter 5 of this thesis we 
investigate the optical response of different configurations of self-assembled 
nanoparticle heterodimers and investigate the correlation between geometry and 
sensing performance. 

1.7 Research goal and outline of the thesis 

The aim of this research is to study different systems and their relation between 
structure and function using correlative microscopy techniques. We aim to quantify 
the structure of nanoscale assemblies at the glass-fluid interface and their optical 
properties through wide-field and spectroscopic measurements. At the glass-liquid 
interface we can simultaneously image the structure of the sample from the tip and its 
optical properties through the transparent glass coverslip. The combination of 
orthogonal techniques allows us to combine their advantages opening up more 
applications and further our understanding of the samples. The long term aim is to 
optimize and expand our correlated setup as a tool for a broad variety of structure-
function relationships. 

In chapter 2 the experimental setup is described, where we discuss atomic force 
microscopy and spectroscopy in detail.  The different AFM modes and their working 
principle is discussed as well as the optimal mode for soft samples.  We compare 
spectroscopy techniques and discuss their respective (dis)advantages. Finally, we 
describe how we correlate AFM to optical and spectroscopic imaging. 

In Chapter 3 we study dye-labeled supramolecular polymers absorbed to a glass 
surface and quantify their persistence length. Using correlated AFM and wide-field 
total internal reflection fluorescence microscopy we identify single unentangled 
polymers and perform persistence length analysis to quantify their stiffness.   
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In Chapter 4 we discuss gold nanorods and their application in sensing. Sensitivity 
depends on nanoparticle shape, size and the refractive index of local environment. We 
show the location-dependent sensitivity of nanorods by binding gold nanospheres. The 
binding location is determined by atomic force microscopy and correlated to plasmon 
shift, to find the dependence of the plasmon shift on binding location. We compare 
measurements to calculations to find the influence of size dispersion of both the 
nanorod and nanosphere on the experimental results. 

In chapter 5 the sensitivity of gold nanorod dimers is investigated. Self-assembly of 
dimers results in a variety of angles in between the dimer. Dimer dimensions and 
angles are measured by atomic force microscopy and correlated to plasmon shift as 
well as compared with calculations. We calculate and measure sensitivity for bonding 
and antibonding modes and asses the effect of the linker molecules on their sensing 
capabilities. 

Finally, chapter 6 summarizes the conclusions and presents an outlook.  
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Chapter 2 
 

Multimodal correlative microscopy 
 

2.1 Introduction 

In our correlative microscopy experiments we combine atomic force microscopy 
with different optical techniques. In this chapter we discuss the experimental setup, 
the methods used for optical imaging and spectroscopy, and the working principle and 
operating modes of AFM. We discuss the challenges of AFM on soft biological samples 
and how AFM and optical imaging techniques are correlated. With this correlated 
setup we are able to optically localize molecules and particles based on fluorescence or 
scattering signals. Alignment of the optical signal with the AFM cantilever allows us 
to acquire correlated images providing optical and topographical information. In the 
following chapters we will use such multimodal correlative microscopy to study 
supramolecular polymers (Chapter 3), and self-assemblies of nanoparticles (Chapter 4 
and Chapter 5).  

2.2  Experimental setup 

All experiments in this thesis are performed on an inverted microscope (Nikon 
Eclipse Ti) with an AFM stage (Bruker Bioscope Catalyst). All optical experiments are 
performed with a total internal reflection (TIR) setup, where the light source is focused 
in the back-focal plane of the objective lens by a lens with its center offset from the 
optical axis. This results in total internal reflection at the glass-water interface of the 
sample, thus exciting the sample with an evanescent field.  

The setup can be configured to detect either fluorescence or (elastic) scattering 
signals. In Figure 2.1a and b a total internal reflection fluorescence (TIRF) and 
scattering setup are shown, respectively. For fluorescence measurements a laser is used 
as the excitation source, where the beam is directed toward the objective with a dichroic 
mirror. The reflected excitation beam is then blocked, while the Stokes shifted emission 
passes through the dichroic and is collected by an electron multiplying charged 
coupled device (EMCCD; Andor iXon ultra 888, Andor Technology Ltd). For the TIR 
scattering setup the dichroic mirror is replaced with a beam splitter since the emission 
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wavelength and excitation wavelength are equal. Here, the reflected light from the 
excitation source is blocked by a crescent-shaped beam block underneath the objective. 
An LED light source is used, because of its lower coherence compared to lasers, 
decreasing interference artefacts originating from the many parallel interfaces in the 
beampath. In all experiments a 1.49 NA oil-immersion objective is used with a 
magnification of 100x.  

 

 

Figure 2.1 Correlative optical and atomic force microscopy setup. Samples can be imaged optically with 
wide-field detection in (a) a total internal reflection fluorescence microscopy setup or (b) a total internal 
reflection scattering microscopy setup. For fluorescence microscopy measurements a dichroic mirror is used 
to filter out the excitation light, for scattering microscopy the excitation and emission wavelength are the 
same and a beam block filters out the excitation beam. Here, a beam-splitter (BS) is used. 

2.2.1 Correlated optical and atomic force microscope 

To correlate AFM and optical images on one-and-the-same setup it is of utmost 
importance that the AFM tip is accurately aligned with the optical axis of the 
microscope. We typically align the EMCCD field-of-view with the AFM tip using the 
sample as a fiducial marker. The sample can be scattering, e.g. gold nanoparticles, or 
fluorescently labeled, e.g. biological or synthetic molecules. 
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Figure 2.2 Alignment of the tip with respect to the sample. (a) Fiducial markers on a glass slide with an 
AFM tip 20 µm from the surface shows the shadow from the cantilever. The sample can be moved to select 
the area of interest. (b) The same sample with the tip lowered onto the surface. The AFM tip scatters the light 
from the evanescent field resulting in a bright spot at the exact location of the tip. 

First the AFM head is placed on top of the stage and the cantilever is imaged on the 
camera in transmission, allowing for crude placement in the field-of-view (Figure 2.2a). 
After the crude alignment, the tip is engaged, i.e. lowered until the tip is in proximity 
to the surface. The tip scatters the evanescent field that excites the sample, which shows 
the tip position with respect to the sample, allowing to perform an AFM measurement 
on the desired location of the sample (Figure 2.2b). When the exact position of the AFM 
tip in the field of view is known, the tip can be retracted to select the required area of 
interest, and subsequently engaged to image this region. 

2.3  Atomic force microscopy 

Atomic force microscopy (AFM) is a scanning probe technique that employs a sharp 
tip that is scanned across the sample to map the sample topography. In Figure 1.3 the 
basic layout of an AFM is sketched. The tip, with a nanometer-scale diameter, is 
connected to a flexible cantilever. Forces between the tip and the sample cause 
deflection of the cantilever. This deflection is measured by a laser reflected off the back 
of the cantilever onto a quadrant photodetector. To create a topographical image the 
sample is raster-scanned across areas up to 50 µm x 50 µm. The combination of 
nanoscale tip dimensions and the sensitive laser-based detection method allows for 
nanometer-scale resolution topographic measurements. 

Although the vertical resolution in AFM is high,1,2,3,4,5 the lateral resolution is not 
only determined by the tip diameter but more so by the convolution of the tip and the 
sample. The combination of the shape of the tip, usually conical or pyramidal, and the 
surface geometry leads to interactions between the tip and the surface resulting in 
decreased lateral resolution. Usage of high-aspect ratio tips such as such as carbon 
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nanotubes6 have been used to circumvent this issue and obtain more accurate 
reconstruction of the surface topography.7  

The AFM can be operated in different modes, each one with its own characteristics. 
The most commonly used modes (Figure 2.3) are contact mode (CM), non-contact 
mode (NCM), tapping mode (TP) and the one used in this thesis, peak force tapping 
mode (PFTM). Here, all modes and their respective characteristics, advantages and 
disadvantages are discussed briefly. In all modes a feedback mechanism is employed 
to obtain sample topography. Usually changes in cantilever deflection, oscillation 
amplitude, phase or frequency are used to create an image of sample topography.  

 

 
Figure 2.3 AFM modes. (a) In contact mode (CM) the tip moves laterally over the surface. Force or height is 
used as a feedback mechanism. (b-c) In non-contact (NCM) and tapping mode (TM) the cantilever is 
oscillated near the resonance frequency. For tapping mode the tip is closer to the surface than for non-contact 
mode. Cantilever amplitude or cantilever frequency is used as a feedback mechanism. (d) In peak force 
tapping mode (PFTM) the cantilever is oscillated at a much lower frequency than its resonance frequency. 
Maximum force is used as a feedback mechanism. 

The AFM tip experiences forces depending mainly on the tip-sample distance and 
the cantilever stiffness. The spring constant 𝑘𝑘 of the cantilever determines the 
sensitivity of the measurement. Low spring constants result in a higher resolution since 
small forces will produce a large cantilever deflection. However, simultaneously a high 
cantilever resonant frequency 𝑓𝑓0 = 1

2𝜋𝜋
�𝑘𝑘 𝑚𝑚0⁄ , where 𝑚𝑚0 is the effective mass loading 

the spring,  is required to minimize sensitivity to vibrational noise.8 The optimal spring 
constant therefore depends on the sample, cantilever and AFM mode.  
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The forces experienced by the AFM tip are distance-dependent and are shown in 
Figure 2.4. At atomic distances (a few angstroms) from the surface repulsive forces 
dominate due to the Pauli exclusion principle. Here, electron orbitals overlap resulting 
in repulsion between the atoms in the AFM tip and on the sample surface. Farther from 
the surface attractive van der Waals forces dominate. These forces can be described 
using the Lennard-Jones potential given by 𝑈𝑈𝐿𝐿𝐿𝐿 = 𝐵𝐵

𝑟𝑟12
− 𝐶𝐶

𝑟𝑟6
, where B and C are constants 

and r is the distance from the surface.9 The first term describes the repulsive component 
of the potential, whereas the second term represents the attractive van der Waals 
forces. The force exerted on the tip is given by the derivative of the potential (i.e. 𝐹𝐹 =
−∇𝑈𝑈), which is plotted in Figure 2.4. The AFM modes differ mainly in their feedback 
system and as a consequence operate in different force regimes as indicated in Figure 
2.4. Below we describe the working principle of the most commonly used AFM modes. 

 

Figure 2.4 Force regimes for AFM scanning (forces are shown for the tip approaching the sample, dissipative 
forces due to adhesion not shown). Repulsive forces dominate close to the surface and are caused by 
overlapping electron orbitals, whereas attractive van der Waals forces become dominant as the distance 
increases. At very large distance the force is negligible. The force regime in which each of the four modes 
operates is indicated by the arrows. 

2.3.1 Contact mode 

In contact mode (Figure 2.3a) the tip is laterally “dragged” over the surface. 
Changes in the sample topography result in a change in the cantilever deflection due 
to repulsive tip-sample forces. This mode is operated in the repulsive force regime 
(Figure 2.4, blue arrow) and thus requires high forces to keep the tip close to the 
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surface. This makes it possible to image with atomic resolution, however due to high 
lateral forces this mode is only suited for mechanically rigid samples.  

2.3.2 Non-contact mode 

For softer samples contact mode results in sample damage due to the high shear 
forces. In non-contact (Figure 2.3b) mode the tip remains in the attractive regime 
(Figure 2.4, red arrow), where it is mechanically excited near or on its resonance 
frequency. This is necessary because the attractive forces are smaller than the repulsive 
forces close to the surface and cannot be measured from cantilever deflection without 
a driven oscillation that allows for lock-in detection. For an oscillating cantilever, a 
change in tip-sample distance results in changes in the frequency10 and/or amplitude 
of oscillation,8,11 which is used as a feedback mechanism to map the sample 
topography. This results in lower forces on the sample compared to contact mode, since 
the cantilever is operated in the attractive regime only, preventing lateral tip-sample 
interactions and lowering vertical tip-sample maximum force. This does however 
require tight control to keep the tip in the right force regime. Stiffer cantilevers are used 
in non-contact mode (20-40 N/m) compared to contact mode (~0.2 N/m), as well as 
large oscillation amplitudes (>10 nm), to prevent the tip from snapping into the 
sample.9 Furthermore, the van der Waals force gradient required for atomic resolution 
extends only about a nanometer from the sample surface. The present fluid layer, i.e. 
for measurements in air, is usually thicker than this distance complicating high-
resolution measurements in air. 

2.3.3 Tapping mode 

Tapping mode (Figure 2.3c) employs the same feedback mechanism as non-contact 
mode, but the amplitude is increased to about 100-200 nm and it is operated at the 
boundary of the attractive and repulsive force regimes (Figure 2.4, orange arrow). It 
was introduced by Zhong et al.12, who deliberately let the AFM ‘tap’ the surface 
intermittently. This results in higher resolution images and vastly reduced lateral 
forces compared to contact mode. Impact force is higher than for non-contact mode, 
but since the tip only touches the sample intermittently sample damage is reduced 
compared to contact mode. Frequencies for tapping mode range from 50 kHz to 0.5 
MHz, depending on the type of cantilever. 

In tapping mode, the phase difference between cantilever oscillation and driver 
oscillation can be measured. This allows for phase measurements providing additional 
material-dependent information (e.g. variations in composition and viscoelasticity) in 
addition to the topography image measured using cantilever amplitude as a feedback 
mechanism.13 Amplitude decreases upon decreased tip-sample distance, i.e. a 
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protrusion or bump in the sample surface, and vice versa for increased tip-sample 
distance. Tip-sample separation is then adjusted to maintain constant amplitude of 
oscillation.  

The main advantage of tapping mode over both contact and non-contact mode is 
the high oscillation frequency and amplitude which reduces adhesion forces and 
prevents the tip from sticking to the surface. In air the surface containing a thin 
viscoelastic fluid layer appears stiff due to the high oscillation frequency, and the large 
amplitude is able to overcome the adhesion forces when pulling the tip away from the 
surface. In fluid, the oscillation amplitude is decreased compared to air, but the mode 
is operated similarly with the exception of lower spring constants (typically ~0.1 N/m) 
than in air (1-100 N/m). In tapping mode multiple periods are required to generate a 
feedback sample, that means that when the sample height changes there is a delay in 
the feedback. This may result in a large peak force applied on the sample, and sample 
deformation or damage as a result, especially for soft samples. 

 

Figure 2.5 Force and tip-surface distance as a function of time in peak force tapping mode. (a) Different 
stages in the approach and withdrawal of the AFM tip. (b) Vertical force as a function of time in air and the 
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corresponding tip-sample distance. Adhesion forces due to small quantities of liquid on the surface require 
force to withdraw the tip (inset). (c) Vertical force as a function of time in liquid and the corresponding tip-
sample distance. 

2.3.4 Peak force tapping mode 

Peak force tapping mode (Figure 2.3d) can be described as a combination of contact 
mode and tapping mode, where it combines advantages of both techniques. Peak force 
tapping mode is operated in the same force regime as tapping mode, but in contrast to 
tapping mode, the cantilever is actuated at a frequency much lower than its resonance 
frequency (~1 kHz). The actuation is sufficiently slow that the maximum force (i.e. 
cantilever deflection) can be used directly as a feedback mechanism, similarly to 
contact mode. This direct force control makes this mode ideal for very soft samples 
including biomolecules, since the set force is not exceeded, in contrast to tapping mode, 
where the delay in feedback can result in high forces that may deform or damage the 
sample.  

In this thesis peak force tapping mode was used in all AFM measurements. In 
Figure 2.5a the approach and retraction of the cantilever is shown together with the 
force and tip-sample distance as a function of time in air (Figure 2.5b) and liquid 
(Figure 2.5c). In each cycle the tip is lowered towards the sample surface, where the 
cantilever deflection is zero (i). At close proximity the tip experiences attractive van der 
Waals forces and thus a negative force (ii), as the tip comes closer the repulsive forces 
start to dominate and the tip is deflected as the force increases up to the force set-point 
(iii). The vertical cantilever position at this moment is used to construct the topography 
of the sample. The tip is then retracted decreasing cantilever deflection (iv). Due to 
adhesion forces the tip is deflected resulting in a negative force, which is large in air 
due to the liquid layer on the sample. In water the dip in the force curve is due to 
attractive forces only (v). Tapping mode allows for sub-nN forces with a tapping 
amplitude of ~150 nm. Peak force tapping mode has been applied to biological samples 
such as amyloid polymers14 and membrane proteins.15,16 Furthermore, due to its low 
actuation frequency (~1 kHz) compared to tapping mode a force curve can be 
measured for each cycle17,18 and thus at each pixel. 

2.4  Characterization of AFM on soft samples  

The intermittent contact the tip makes with the sample in both tapping mode and 
peak force tapping mode vastly decreases deformation and damage compared to 
contact mode, because of the decreased normal force and absence of lateral forces. 
Nevertheless, the lack of direct force control in tapping mode can still result in sample 
damage or sample deformation of soft samples when the tip comes into contact with 
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the surface. In peak force tapping mode the maximum force is controlled, eliminating 
the possible force peaks due to the slight delay in feedback for tapping mode.  

However, we note that for imaging with low forces low spring constant cantilevers 
are required. These are difficult to operate, because the required cantilever deflection 
at the surface is often already met due to interaction with the fluid layer on the sample 
surface. This makes imaging with forces below 500 pN challenging. 

 
Figure 2.6 Peak force tapping mode measurements on soft supramolecular polymers. (a) AFM image of 
CBT derivatives. (b) AFM image of BTA polymers. The same field of view after two (c), three (d) and four 
(e) scans. (f) Height of BTA polymers as a function of number of scans. The height is reduced in all three 
regions. In (a-d) sample damage is visible, as parts of polymer are swept away after each scan. The peak 
force used for all scans was 500 pN. (g) Self-assembly interaction energy of individual BTA molecules. The 
corresponding molecular dynamics simulation snapshot is shown in (h). (g) and (h) are adapted from [21]. 

AFM was performed on two different supramolecular polymers. These self-
assemble through non-covalent interactions and can therefore be categorized as soft 
materials. We image carbonyl-bridged triarylamine (CBT) 2,6,10-trisamides, where the 
CBT core consists of three arylamide groups, bridged by three carbonyl groups from 
which three side-chains extend,19 and 1,3,5-benzene-tricarboxamide (BTA) motifs, 
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consisting of a benzene ring with three side-chains originating from three carboxamide 
groups.20 Both monomers possess three hydrogen bonding amide groups, to which a 
benzene ring with three aliphatic groups is bound for the CBT derivatives,19 and an 
aliphatic side chain with four hydrophilic polyethylene glycol groups for the BTA 
monomers.20  

BTA monomers self-assemble through hydrogen bonding and hydrophobic 
interactions, while CBT monomers self-assemble through pi-pi stacking, hydrogen 
bonding and hydrophobic interactions. The larger core and the pi-pi stacking results 
in a stronger interaction energy of -29 kJ/mol at room temperature for CBT derivates19 
compared to -12.5 kJ/mol for BTA.21 The CBT polymers have a diameter of 3.9 nm,19 
whereas BTA polymers are 6.2 nm in diameter.21 However, compared to DNA, with an 
interaction energy of 58 - 78 kJ/mol for the stacking interaction and 135 – 288 kJ/mol 
for the interbase hydrogen bonding depending on the base pairs,22 and a diameter of 2 
nm, both can be considered extremely soft. Also, molecular dynamics simulations of 
the BTA polymers show local defects where the interaction energy is up to a factor of 
3 lower (Figure 2.6g and h). 

These defects weaken the structural integrity of the polymer and increase the 
probability of sample damage in AFM. Adsorption of BTA to a glass surface also 
proved challenging. Hydrophobic coatings, i.e. silanes with alkyl chains, result in 
disassembly of the BTA polymers, while charged coatings, i.e. (3-
aminopropyl)triethoxysilane (APTES) result in BTA polymer aggregation. BTA was 
eventually found to reliably adsorb to piranha-treated glass coverslips, which creates 
a hydroxylated surface. This adsorption is relatively weak as evidenced by occasional 
desorption of BTA polymers, making AFM imaging more challenging. This trade-off 
between adsorption strength and BTA polymer integrity makes peak-force tapping 
mode essential for imaging, even though the weak adsorption, its dynamic character 
and defects may result in sample damage during AFM measurements. Nevertheless, 
we are able to image BTA polymer using the direct force control of peak force tapping 
mode.   

In Figure 2.6a and b we show AFM data of both polymers using peak force tapping 
mode measured with a force setpoint of 500 pN. In Figure 2.6b-e we quantify sample 
stability in peak force tapping mode by repeatedly measuring the diameter of several 
polymers that are adsorbed on a piranha-treated glass coverslip. At locations (i), (ii) 
and (iii), depicted in Figure 2.6b-e, a reduction in height was observed and monitored 
after each scan. In Figure 2.6f the height for the three locations is shown after each scan 
b-e, where for all locations a slight reduction in polymer height is observed which was 
accompanied by a slightly increased width (not shown). Besides sample deformation, 
some sections are swept away. This is likely caused by the weak polymer-substrate 
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interaction that was required to prevent disintegration of the polymer upon 
immobilization. Although imaging in contact mode and tapping mode was not 
possible without drastic alteration of the polymer geometry, even these fragile 
supramolecular polymers can be imaged in peak force tapping mode. In Chapter 3 we 
will discuss peak-force tapping AFM of these BTA supramolecular polymers in more 
detail. 

 
Figure 2.7 Correlated microscopy images of supramolecular polymers. (a) Peak force tapping mode AFM 
image of a supramolecular polymer. (b) TIRF image of the same polymer. 

 

In Figure 2.7 an example of a correlated AFM and TIRF measurement is shown. The 
AFM image, obtained with peak force tapping mode, of a Cy5-labeled supramolecular 
polymer (Figure 2.7a) shows a long clustered and entangled polymer and two curled-
up polymers. The same curling is also present at the end of the entangled polymer in 
the left lower corner of the image. In the next chapter this will be discussed as well as 
why the correlated imaging is of added value for these polymers. The correlated 
fluorescent image (Figure 2.7b) shows the same polymers at diffraction-limited 
resolution. Here, the intensity is related to the local fluorophore density, which will 
also be discussed further in the next chapter. 

 

2.5  High-throughput optical spectroscopy 

In the majority of correlated microscopy setups two imaging modalities (e.g. optical 
and atomic force microscopy, or optical and electron microscopy) are combined. In this 
thesis we add another modality, namely optical spectroscopy. In spectroscopy the 
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interaction with matter and electromagnetic radiation is investigated by measuring the 
wavelength- or energy dependent radiation emitting from or interacting with a 
sample.23 To measure spectra of samples in a microscopy setup different methods can 
be used. Here, we discuss commonly used techniques such as measurements with a 
spectrometer, with a grating (diffraction) or prism (refraction) in front of the camera, 
Fourier transform spectroscopy, hyperspectral cameras and hyperspectral microscopy.  

A spectrometer is a device in which a light beam passes through a slit after which a 
grating diffracts the beam into its wavelength components to produce a spectrum 
(Figure 2.8a). This is a broadly applicable approach wherein the light emitted from a 
region of interest (with e.g. a single emitter) is directed into the spectrometer. 
Spectroscopy of single metal nanoparticles can for example be used to study the 
relation between the spectral linewidth and particle geometry24 or the spectra of exotic 
shapes, such as star-shaped nanoparticles.25 However, when using a spectrometer for 
single molecule or particle measurements a disadvantage is the low throughput, 
because only a single (or at most a few) particle’s or molecule’s spectrum can be 
measured at one time. Also, to ensure that only the emission from a single particle 
enters the spectrometer, a low density sample is required, making the gathering of 
statistics time consuming.  

 
Figure 2.8 Schematic working principles for different spectroscopy techniques. (a) Spectrometer. The 
emission passes through a slit where it is directed onto a grating and the spectra are recorded by an array 
detector. (b) Combined spectral and wide-field imaging. The emission beam is split by a beam splitter (BS), 
where one beam is collected by the camera and the other beam is split into its wavelength components by 
the grating and projected onto the other half of the detector area. (c) Fourier transform spectroscopy. The 
beam is split in two by a beam splitter (BS), one beam is reflected by a stationary mirror, the other by a 
moving mirror. The mirror is moved and the arm length dependent interference intensity is collected by a 
camera. (d) Hyperspectral camera. The beam is focused onto the detector, where each pixel has a narrow 
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bandwidth wavelength filter. This effectively reduces the resolution and intensity, but provides high 
temporal resolution wide-field spectral images. 

Alternatively, spectra and wide-field imaging can be combined in a dual image 
(Figure 2.8b). This allows for simultaneous wide-field imaging of a fluorescently-
labeled sample or scattering sample and its spectra. The emitted light can e.g. be split 
using a beam splitter, where one beam path is directly projected onto a camera and the 
other passes through a grating or prism before being projected onto the other half of 
the camera’s field of view. Such implementations have been used for spectrally-
resolved point accumulation for imaging in nanoscale topography (srPAINT), where a 
fluorescent ligand binds and unbinds from the sample. Here, the additional spectral 
dimension provides environmental information when using solvatochromic dyes, in 
addition to their location (Figure 2.8b),26 and can e.g. be used to map plasma-
membrane organization.27 Similar methods have been employed to image 
mitochondria and microtubules in cells by simultaneously recording the spectra of two 
different dyes in one frame. This yields a 3D spatial image of differently labeled 
structures in one measurement.28,29 Instead of a grating the use of a prism achieves the 
same purpose,30 which has been used for example to map point defects in boron 
nitride.31 Though grating- or prism-based approaches deliver a wealth of information 
in a single measurement with a higher throughput compared to spectrometer 
measurements, low density samples are still required to prevent spatial overlap 
between the spectra of nearby emitters on the camera. Also, the field of view is split 
between the spectral and spatial data, reducing the field-of-view.  

A third method to acquire spectra is Fourier transform spectroscopy. Here, the 
emitted light is split, where one beam path includes a movable mirror to introduce a 
path-length difference (Figure 2.8c). By modulating the path-length difference and 
letting the signal- and reference-beam interfere the detected intensity is also 
modulated. For a monochromatic beam the signal is a sine, where the period of the sine 
is the wavelength. For a multicomponent spectrum the signal will be a superposition 
of sines and using a Fourier transform the spectral information can be obtained.32 
Fourier transform spectroscopy has for example been applied to gold nanorods to 
measure their spectra,33 but can also be used as a tool to identify biological tissues.34 
However, compared to grating measurements, Fourier interferometry is time 
consuming, because it requires the arm length to be varied with a fine stepsize. 

A more straightforward method of obtaining spectra are hyperspectral methods. 
Here, filters are used to measure intensity at different wavelength bands, from which 
the spectrum is reconstructed by plotting the intensity as function of the center 
wavelength of the bandpass filter. Hyperspectral cameras are available, where a filter 
is placed in front of each camera pixel, as well as hyperspectral microscopy, where 
different filters filter the emitted light before it reaches the camera. Also methods have 
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been developed where the signal from each point on the image passes through a prism 
and is captured by a large EMCCD camera to find the spectrum for each point.35 

 
Figure 2.9 (a) Hyperspectral microscopy setup. A white light source excites the sample via a beam-splitter. 
The emitted light is filtered using a hyperspectral wheel with narrow bandwidth filters. (b-c) Principle of 
hyperspectral microscopy. Wide-field images of gold nanoparticles were taken while changing the 10 nm-
bandwidth filter in front of the detector. The signal for each filter wavelength is determined to obtain single-
particle spectra. Each spectrum (c) is fitted with a Lorentzian function to determine the center wavelength 
and linewidth of each particle in the field of view. (d) Histogram of nanorod LSPR wavelength obtained 
from Lorentzian fitting with a Gaussian fit yields a LSPR wavelength of 714 ± 26 nm. 

For hyperspectral cameras the main downside is the decreased spatial resolution 
when the number of color channels increases. Twenty different color channels will 
result in a 20-fold reduction in resolution because each pixel is associated with only 
one color channel. This also results in a reduction of the signal-to-noise ratio because 
only a fraction of the total emission at a certain wavelength passes through the 
matching color pixel.  
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An alternative approach, the one employed in this thesis, is not to integrate the 
filters on the camera chip but rather to use bandpass filters in the detection path. This 
method is dubbed hyperspectral microscopy, and requires the bandpass filter in the 
detection path to be changed to reconstruct a full spectrum. This enables us to use the 
full camera resolution for imaging, and is still a very fast method compared to 
spectrometers or FTIR because a filter change can be using for example an acousto-
optic tunable filter if needed.36 The only requirement for hyperspectral microscopy is 
that single particles or molecules are further apart than the diffraction limit to be 
spatially resolved on the camera. 

In this thesis we use such hyperspectral microscopy to record spectra of plasmonic 
assemblies. Here, an incoherent white-light source excites the sample through total 
internal reflection and the scattered light passes through a hyperspectral wheel (Figure 
2.9a) that contains multiple narrow-bandwidth filters. By mapping the intensity of the 
sample in a wide-field image as a function of filter wavelength (Figure 2.9b) the spectra 
(Figure 2.9c) of many particles are measured simultaneously.  

The main advantages of hyperspectral imaging are its ease of use and high 
throughput, since only dielectric interference filters are required. Also, the amount of 
data that is gathered from a single measurement allows for robust statistical analysis. 
For example, the spectra obtained from the filtered intensity of the particles (red 
diamonds, Figure 2.9c) in Figure 2.9b were fitted with a Lorentzian function (solid red 
line, Figure 2.9c) to yield the center wavelength and the full width at half maximum, 
or linewidth. In Figure 2.9d the resulting histogram shows the distribution yielding an 
average center wavelength of 714 ± 26 from a Gaussian fit to the data. In the next 
paragraph other spectroscopy methods are discussed and compared to hyperspectral 
microscopy to show their advantages and disadvantages with respect to this technique. 
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Chapter 3 
 

Mechanical properties of single 
supramolecular polymers from correlative 

AFM and fluorescence microscopy  
 

 

We characterize the structure and mechanical properties of 1,3,5-
benzenetricarboxamide (BTA) supramolecular polymers using correlative AFM and 
fluorescence imaging. AFM allows for nanoscale structural investigation but we found 
that statistical analysis is difficult because these structures are easily disrupted by the 
AFM tip. We therefore correlate AFM and fluorescence microscopy to couple nanoscale 
morphological information to far-field optical images. A fraction of the immobilized 
polymers are in a clustered or entangled state, which we identify based on diffraction 
limited fluorescence images. We find that clustered and entangled polymers exhibit a 
significantly longer persistence length that is broader distributed than single 
unentangled polymers. By comparison with numerical simulations we find significant 
heterogeneity in the persistence length of single unentangled polymers, which we 
attribute to polymer–substrate interactions and the presence of structural diversity 
within the polymer. 
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3.1 Introduction 

Here we apply the correlative approaches from the first two chapters to study the 
mechanical properties of single supramolecular polymers.  The fluorescent labelling 
here provides chemically specific information on micrometer length scales, while the 
AFM imaging provides structural information on nanometer length scales.  

Most polymers are one-dimensional (1D) chains of many units that are connected 
by covalent bonds. In supramolecular polymers on the other hand the units are 
connected by non-covalent interactions, e.g. π-π stacking, hydrogen bonds, 
electrostatic and hydrophobic interactions.1 Biological supramolecular polymers, such 
as actin filaments and microtubules, are of major importance to cell structure, 
migration and differentiation.2 The unique properties of these biological polymers 
have sparked interest into bio-inspired supramolecular materials. These synthetic 
materials have been applied as biocompatible agents for drug delivery and scaffolds 
for tissue engineering,1,3,4,5,6,7,8,9 as self-healing additives that prevent misting and 
reduce drag in engines,10 and as semiconducting nanotubes in molecular electronics.1 
These applications rely on the polymer’s dynamic and responsive behaviour that arises 
due to the non-covalent nature of the monomer interactions.  

In the past few decades the assembly of 1,3,5-benzenetricarboxamide (BTA) 
polymers has been studied in great detail.11,12,13 BTA polymers are an example of 
synthetic supramolecular polymers and can be engineered to different applications by 
modifying the monomer structure. In Figure 3.1a the BTA monomer is shown with its 
different regions. A benzene ring with three carboxamide groups forms the core of the 
monomer (orange region), allowing for stacking by the formation of triple hydrogen 
bonds between adjacent monomers. In water, polymerization is driven by the 
aggregation of hydrophobic chains (yellow region) between nearby monomers. The 
hydrophilic terminal groups, composed of four polyethylene glycol groups, ensure the 
polymer’s solubility in water. A cartoon representation of a BTA polymer is shown in 
Figure 3.1b. Self-assembly and solubility in aqueous solutions makes BTA polymers 
compatible with biological environments. BTA polymers have been applied as drug 
delivery agents,14 MRI contrast reagents,15 in organogels16 and hydrogels17 and as self-
healing materials.18 The difficulty in predicting polymer properties based on the 
monomer structure has sparked efforts to characterize the physical properties of 
supramolecular polymers. Ensemble-averaged techniques such as UV-VIS 
spectroscopy,11,19 circular dichroism,11,19,20,21,22.23 and fluorescence emission24 as well as 
small-angle X-ray scattering (SAXS)25 have been applied.  
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Figure 3.1 Structure of water-soluble 1,3,5-benzene-tricarboxamide (BTA). (a) Chemical structure of BTA 
monomer. In a stack, the BTA core (orange) forms triple hydrogen bonds with neighboring monomers. Three 
side-chains with alkane groups (yellow) give rise to hydrophobic interactions and polyethylene glycol (PEG) 
groups (blue) provide water-solubility. A fraction of the monomers (2%) are labelled with a fluorescent dye 
(Cy5). (b) Cartoon representation of a BTA polymer with Cy5-labeled monomers. Hydrogen bonds are 
illustrated by dashed lines in the inset. 

Although these techniques give a wealth of information, single-polymer methods 
are able to discern rare states and reveal distributions of molecular properties instead 
of averages. Single immobilized BTA polymers have been studied mostly by optical 
techniques.26 Recently, super-resolution optical microscopy has shown that dynamic 
monomer exchange occurs homogeneously along the polymer backbone,24,26 instead of 
solely at the polymer ends or by fragmentation–recombination. However, it remains 
difficult if not impossible to predict the mechanical properties of a supramolecular 
polymer based on its monomer structure. 

 Here we study the mechanical properties of single BTA supramolecular 
polymers using correlated AFM and fluorescence microscopy. Such correlated imaging 
benefits from the spatial resolution of AFM, and the chemical specificity and 
throughput of fluorescence microscopy. Although these fragile structures are easily 
disrupted by mechanical interactions with the AFM tip, we show that correlation of 
AFM and fluorescence microscopy allows for the reliable identification of nanoscale 
features such as clustering and entanglement of polymers based purely on diffraction 
limited fluorescence images. We apply this correlative approach to study the 
persistence length of individual polymers and compare our results to numerical 
simulations based on the worm-like chain model. We analyze the distribution of single-
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polymer persistence lengths and discuss the underlying factors that induce 
inhomogeneous broadening. 

3.2 Experimental and theoretical methods 

3.2.1 Synthesis and preparation of BTA polymers 

We studied water-soluble 1,3,5-benzentricarboxamide (BTA) motifs with 
amphiphilic side-chains that were synthesized and assembled as reported before.11 In 
short, BTA monomers11 (Figure 3.1a, R1 = R2 = -OH) and Cy5-labeled BTA monomers26 
(Figure 3.1a, R1 = -NH3+, R2 = -Cy5) were dissolved in methanol at a concentration of 
10 mM and 1 mM, respectively. These solutions were subsequently mixed to obtain a 
ratio of Cy5-BTA to BTA of 0.02. The resulting solution in methanol was diluted in 
Milli-Q water to a final concentration of 25 µM. Dilution in Milli-Q water induces the 
self-assembly process through a combination of hydrophobic interactions and 
hydrogen bonds11,19 The diameter of these BTA polymers in solution was reported to 
be 6.2 nm using SAXS.27  

 

Figure 3.2 (a) Schematic of the combined total internal reflection fluorescence and AFM setup. (b) 
Fluorescence image of immobilized BTA polymers. Bright spots correspond either to polymers that are 
smaller than the diffraction limit or to clusters of entangled polymers. 

3.2.2 Sample preparation 

In our measurements BTA polymers were immobilized on glass substrates by 
physisorption. The coverslips (Menzel-Gläser) were first sonicated in acetone, 
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isopropanol and Milli-Q water for 5 minutes each, before incubating for 15 minutes in 
freshly prepared piranha etch (3:1 v/v H2SO4:H2O2 (30%)). Afterwards, the coverslips 
were sonicated in Milli-Q and acetone for 5 minutes each and dried under N2-flow.  

 The solution of Cy5-BTA was further diluted to a monomer concentration of 5 
µM using Milli-Q water. A droplet of diluted Cy5-BTA was dropcast on the piranha-
etched coverslip and after 1 minute of incubation, unbound Cy5-BTA in solution was 
washed away with Milli-Q water. This resulted in several supramolecular polymers 
per field of view (100x100 µm2), see Figure 3.2b.  

All experiments were performed with a combined total internal reflection 
fluorescence (TIRF) and atomic force microscopy (AFM) setup (Figure 3.2a) as 
described in Chapter 2. The Cy5 was excited with a HeNe laser (632.8 nm, Thorlabs, 
Inc., New Jersey, USA) and both fluorescence microscopy and AFM measurements 
were performed in milliQ water. 

3.2.3 Persistence length analysis 

The persistence length defines the flexibility of a polymer and is the characteristic 
distance over which the tangent angles are correlated. For distances much smaller than 
the persistence length the correlation approaches unity, whereas for distances larger 
than the persistence length the angles randomize and the correlation is lost. 
Inextensible polymers that exhibit a resistance to bending are usually described with 
the worm-like chain model.28 The key parameter of this model is the bending stiffness 
𝜅𝜅. Describing the position along the polymer chain (length 𝐿𝐿) with a coordinate 𝑠𝑠 ∈
(0,𝐿𝐿), measured along the polymer backbone, 𝑟𝑟(𝑠𝑠) is the position of a chain segment 
and �̂�𝑡(𝑠𝑠) = 𝑑𝑑𝑟𝑟 𝑑𝑑𝑠𝑠⁄  is a unit tangent vector denoting the local orientation. 

The key physics of the bending resistance is captured in the model by introducing 
an energy penalty on gradients of �̂�𝑡(𝑠𝑠), given by 

𝐸𝐸bend = 𝜅𝜅
2 ∫ 𝑑𝑑𝑠𝑠 �

𝑑𝑑�̂�𝑡
𝑑𝑑𝑑𝑑
�
2

,    (3.1) 

 
so that higher bending moduli lead to straighter chains. The combined effect of thermal 
fluctuations and bending stiffness then leads to a typical length (measured along the 
backbone) over which the chain orientation decorrelates, the persistence length 𝐿𝐿𝑝𝑝 =
𝜅𝜅/(𝑘𝑘𝐵𝐵𝑇𝑇). This length can be extracted from any form of data that describes the local 
orientation of the polymer chain as a function of contour length s, by fitting the tangent 
vector autocorrelation to its theoretical prediction:29 
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𝐶𝐶(𝑠𝑠) = 〈�̂�𝑡(𝑠𝑠) ⋅ �̂�𝑡(0)〉 = exp �− 𝑑𝑑
2𝐿𝐿𝑝𝑝

� .    (3.2) 

 
Here the average is taken over an ensemble of similar chains. The factor 2 in this 

equation is only present for chains adsorbed onto a flat surface, i.e. 2D chains, as we 
study here. In adsorbed chains, the tangent vector can be represented with a single 
angle 𝜃𝜃(𝑠𝑠) indicating the angle between �̂�𝑡(𝑠𝑠) and a chosen reference axis in the plane 
of the surface, and the average can be rewritten as 𝐶𝐶(𝑠𝑠) = 〈cos[𝜃𝜃(𝑠𝑠) − 𝜃𝜃(0)]〉. We 
therefore refer to 𝐶𝐶(𝑠𝑠) as the cosine correlation function, given by:29,30,31 

𝐶𝐶(𝑠𝑠) = 〈cos[𝜃𝜃(𝑠𝑠0 + 𝑠𝑠) − 𝜃𝜃(𝑠𝑠0)]〉𝑑𝑑0 = 𝑚𝑚−𝑑𝑑 (2𝐿𝐿𝑝𝑝)⁄ ,   (3.3)  

where  𝜃𝜃(𝑠𝑠0 + 𝑠𝑠) is the tangent angle at coordinate (𝑠𝑠0 + 𝑠𝑠), 𝜃𝜃(𝑠𝑠0) is the reference 
tangent angle and the average is taken over all reference points along the polymer.  

To extract the persistence length from fluorescence images we used an approach 
based on the cosine correlation function, where the apparent persistence length was 
extracted from skeletonized polymers.30  The backbone of each polymer was obtained 
by pre-processing the raw image of the polymers (Figure 3.3a) using the free image-
processing software ImageJ based on a similar approach as Graham et al.30 We use 
thresholding and skeletonization (Figure 3.3d), i.e. creating a one-pixel-wide backbone 
by eliminating the outer pixels of the polymer. However, due to pixilation of the 
camera-images the polymer backbone does not always follow the polymer, because the 
pixel size is large compared to the width of the polymer. This created curvature in the 
backbone that is not present in the polymer, therefore prior to thresholding images 
were interpolated with a factor 9, i.e. each pixel is divided into nine subpixels, where 
each subpixel is given a weighted intensity of its nearest neighbors (Figure 3.3b). To 
further improve localization of the polymer backbone the polymer was deconvolved 
with a 2D Gaussian with the FWHM of the experimental point spread function (Figure 
3.3c). Before thresholding and skeletonization, the image was Gaussian-smoothed to 
improve thresholding. The Gaussian smoothing was necessary to smooth 
inhomogeneities in the intensity caused by deconvolution of a noisy image, the 
Gaussian kernel used was however much smaller than the 2D Gaussian used for 
deconvolution. 
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Figure 3.3 Pre-processing of the raw image to extract the polymer backbone. The raw image of a polymer 
(a) is pre-processed by enhancing contrast and interpolation (b) to improve the shape of the final one-pixel-
wide backbone. The backbone is deconvolved with a 2D Gaussian to decrease its width (c) and is finally 
thresholded and skeletonized, resulting in a one-pixel-wide polymer backbone (d). 

The coordinates along the polymer were determined from the skeletonized 
backbone which was first smoothed using a third-order Beziér spline fit. From this fit 
the tangent angles at each coordinate along the polymer were calculated, a fit with Eq. 
(3.3) then yields the persistence length. When applied to a single immobilized polymer 
an apparent persistence length is obtained, as the polymer is in one of infinite 
configurations. Only when performing cosine correlation on many configurations of 
one polymer or many different molecules an accurate estimate of the persistence length 
is obtained. To prevent artefacts due to low sampling at large s we only fitted the cosine 
correlation function for s ranging from 0 to 1 µm.  

To assess the necessity of this pre-processing procedure and the accuracy of the 
cosine correlation analysis we have performed simulations. Polymers with a 
persistence length of 1.5 µm (close to the measured value) were simulated using the 
worm-like chain model. We represented numerical worm-like chains as discrete 
jointed chains with straight segments of length 𝛥𝛥𝑠𝑠 and angles between consecutive 
segments drawn from a normal distribution with variance 𝛥𝛥𝑠𝑠/𝐿𝐿𝑝𝑝. The apparent 
persistence length for each polymer can then be calculated directly from the tangent 
angle at each coordinate along the polymer.  

We analyzed 100 simulated polymers by fitting the cosine correlation function 
directly to the computer-generated tangent angles. For these polymers generated with 
a 1.5 µm persistence length we find a distribution of persistence lengths with a median 
± MAD of 1.50 ± 0.31 µm (see Figure 3.4a). This implies that we find a significant spread 
even for simulated polymers with a predefined persistence length. This spread arises 
due to the finite length of each individual chain which introduces uncertainty in 
determining the persistence length. In order to compare simulations to experiments, 
polymers with the same pixelation and diffraction-limited resolution were generated 
by convolving the simulated polymers with a 2D Gaussian with a FWHM equal to the 
experimental point spread function yielding images with comparable signal-to-noise 
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(~10) and signal-to-background (~2.5) ratios to our experimental images. Persistence 
length analysis of convolved and pixelated polymers yielded the distribution of 
apparent persistence lengths shown in Figure 3.4b. The resulting persistence length is 
1.64 ± 0.36 µm, showing an increase in persistence length and slight broadening of the 
distribution. This shift and broadening both increase when shot noise is added to the 
images to accurately mimic the experimental images (see Figure 3.4c). The distribution 
of apparent persistence lengths yields a persistence length of 1.80 ± 0.44 µm, which 
means convolution and pixelation with added shot noise results in a 0.3 µm increase in 
persistence length compared to the persistence length of the simulated polymers, 
where both the convolution and pixelation and the added noise contribute equally to 
the increase. 

 
Figure 3.4 Apparent persistence lengths for simulated polymers. (a) Distribution of apparent persistence 
lengths of simulated polymers. The apparent persistence length is directly calculated from the generated 
angles at the coordinate along the polymer, yielding a persistence length of 1.50 ± 0.31 µm. Inset: simulated 
polymer with a contour length of 10 µm and a 1.5 µm persistence length. (b) Distribution of apparent 
persistence lengths of pixelated simulated polymers convolved with a 2D Gaussian yields a persistence 
length of 1.64 ± 0.36 µm. Inset: convolved and pixelated polymer. (c) Distribution of apparent persistence 
lengths of convolved and pixelated polymer with added shot noise yields a persistence length of 1.80 ± 0.44 
µm. Inset: convolved and pixelated polymer with added shot noise. (d) Correlation of apparent persistence 
lengths of 100 simulated polymers with the convolved and pixelated version of the same polymer. A linear 
fit yields a slope a of 1.10 ± 0.01. (e) Correlation of apparent persistence lengths of 100 simulated polymers 
with the convolved and pixelated version with added shot noise of the same polymer. A linear fit yields a 
slope a of 1.18 ± 0.02. 

In Figure 3.4d and e we show the correlation between the persistence length 
obtained directly from the tangent angles, and the persistence length of the convolved 
and pixelated polymers (Figure 3.4d) and the same polymers with shot noise (Figure 
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3.4e). Both show excellent correlation and linear fits with a slope of 1.10 ± 0.01 (Figure 
3.4d) and 1.18 ± 0.02 (Figure 3.4e) again reveal the increase in apparent persistence 
length. In Figure 3.4e we observe a strong correlation (R2 = 0.97), with a slope of 1.18 ± 
0.02, and a random deviation from the expected persistence length due to the shot 
noise. From these results it can be concluded that pixelation, convolution and noise 
increase the median persistence length and slightly broaden the MAD of the 
distribution by ~40%. However, the spread observed in Figure 3.4e is largely due to 
the finite length of the chains as explained above. 

3.3 Correlative imaging of supramolecular polymers 

The fragile nature of the BTA polymers did not allow us to collect large numbers of 
AFM images that are needed for the statistical analysis of the persistence length. 
Interactions between the AFM tip and the polymer frequently led to damage and 
rupture of the polymer, even at the lowest forces that were accessible. For the majority 
of the AFM data, analysis of mechanical properties was therefore not possible. With 
our correlative approach, we establish an objective criterion to identify single and 
unentangled polymers directly from fluorescence images. We then used this criterion 
to determine the persistence length by collecting fluorescence images of many single 
polymers.  

In Figure 3.2b we show a typical fluorescence image of a sample showing several 
isolated supramolecular polymers. Of these polymer-like structures, a subpopulation 
(~30 %) exhibits large variations in fluorescence intensity along the backbone. Such 
intensity variations were observed to occur in extended regions along the polymer 
backbone, but were also sometimes localized to an area smaller than the diffraction 
limit. To trace the origin of the variations in intensity along the backbone, we correlated 
TIRF measurements with atomic force microscopy (AFM) in liquid to resolve the 
underlying topography. 

In Figure 3.5 we show several examples of correlated AFM and fluorescence images 
of individual polymers. From a collection of AFM images we find that polymers exhibit 
heights ranging from 1.3 to 4.5 nm, whereas the width ranged from 11 to 27 nm. In 
Figure 3.6a-c AFM images of three BTA polymers are shown together with histograms 
of the height (Figure 3.6d, f and h) and width (Figure 3.6e, g and i) along the polymer 
obtained from the AFM images. The difference between height and width is caused by 
the dimensions of the tip. The height can be accurately determined from the z-position 
of tip, whereas the width is a convolution of the diameter of the tip and the width of 
the polymers. This results in larger values. The height determined from the AFM 
images is lower than the diameter of 6.2 nm obtained from SAXS measurements,27 and 
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is most probably due to the compression of the side-chains by the force applied by the 
AFM probe or due to surface interactions that cause local differences in non-specific 
binding of the polymer to the glass surface. We find an average contour length of 7 ± 3 
µm (n=83), in good agreement with previous studies.11,24 

 
Figure 3.5 Correlated AFM and TIRF images of BTA polymers. TIRF (a,d,g,j), AFM topography (b,e,h,k) 
and merged (c,f,j,l) images of four BTA polymers are shown. A homogenous intensity (a) corresponds to a 
single BTA polymer (b,c), whereas intensity variations (d,g,j) correspond to entanglement or clustering 
(e,h,k). All scale bars are 1 µm. 

In Figure 3.5a-c we show a polymer that exhibits a uniform fluorescence intensity 
along its backbone. The AFM image reveals that this fluorescence signature 
corresponds to an individual and unentangled polymer. Approximately 60 % of the 
total analyzed polymers fall in this category. In Figure 3.5d-f, a brighter emission at the 
end of the polymer corresponds to an entangled chain, which were observed on ~30 % 
of analyzed polymers. We also observe other nonuniform fluorescence intensities, ~5 
% of cases correspond to multiple polymers that are spaced by less than the diffraction 
limit, see Figure 3.5g-i, and intertwined polymers were observed in ~5 % of cases, see 
Figure 3.5j-l.  Interestingly, in Figure 3.5j we find several diffraction limited spots that 
correspond to one or more short polymers that are strongly entangled, see Figure 3.5k. 
Because the resolution of both the AFM and fluorescence microscope are insufficient 
for a detailed analysis of such entangled polymers we focus in this study on the 
mechanical properties of single unentangled polymers. 
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Figure 3.6 Height and width analysis from AFM images. Height (red) and width (green) distributions are 
shown for three polymers (a-c) and were determined from Gaussian fits to cross sections along the polymer 
length. This yields heights of 1.3 ± 0.3 nm (a), 3.0 ± 0.4 nm (b) and 4.5 ± 0.7 nm (c) and widths of 11 ± 4 nm 
(a), 20 ± 6 nm (b) and 27 ± 8 nm (c).  Scale bars in (a-c) are 1 µm, error bars in (d-e) are standard deviations. 

 It is yet unclear what causes these water-soluble BTA polymers to cluster or 
entangle, specifically at the polymer ends. It is likely that hydrophobic interactions play 
a role, either between side-chains or between the exposed core and side-chains. A 
mechanistic understanding of the origin of the entanglement could be obtained by e.g. 
studying polymers with hydrophobic chains with different lengths. Also, molecular 
dynamics simulations may provide direct molecular insight into the underlying causes 
of the observed morphology. 

To obtain an objective criterion that allows for the identification of single and 
unentangled polymers from fluorescence images, we analyzed the emission intensity 
along the backbone of 84 supramolecular polymers, three examples are shown in 
Figure 3.7a-c. The top row shows the intensity profile along the BTA polymer shown 
in Figure 3.5a-c, which is uniformly distributed as expected for an unentangled single 
polymer without interchain interactions that is homogeneously labelled. In Figure 3.7e 
and f the intensity profile is shown for BTA polymers that exhibit regions with elevated 
emission intensity (Figure 3.7b,c), giving rise to multimodal intensity distributions 
(Figure 3.7h,i). Typically the peaks in the multimodal distributions are separated by an 
integer times the mean of the lowest-intensity part (x3 for Figure 3.7h, x2 for Figure 
3.7i), thus suggesting the presence of an integer number of chains within the diffraction 
limited focal spot. Although a polymer that is intertwined along its whole length 
(Figure 3.5j-l) cannot be identified by a nonuniform fluorescence intensity, we did not 
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find any cases in which entangled ends were also not observed. This suggests that 
identifying an intertwined polymer as a single unentangled polymer is unlikely. 

 
Figure 3.7 Intensity distribution along the polymer backbone. The black lines in (a-c) represent the 
trajectory along which the intensity is plotted in (d-f). Scale bars are 1 µm. (d-f) Emission intensity along the 
backbone (blue, dark cyan and green lines) and background intensity (black lines). The background intensity 
was obtained by shifting the trajectory to a position next to the polymer. (g-i) Distributions of the polymer 
and background intensities. The difference in average intensity and background level arises due to 
differences in exposure time and gain of the EMCCD camera. 

To quantify the uniformity of the fluorescence intensity we use the ratio of the 
background-corrected standard deviation of the intensity to its mean, i.e. the coefficient 
of variation (CV). In Figure 3.8 we show the distribution of this ratio for 84 polymers 
in a bee swarm plot and a histogram. We observe a broad range of CVs, with a 
concentration of data points around CV = 0.25 corresponding to single unentangled 
polymers.  For the persistence length analysis we therefore exclude polymers with a 
CV > 0.4, corresponding to the sum of the mean and 2σ of the Gaussian fit in Fig 8. For 
comparison, the polymers shown in Figure 3.5 exhibit a CV of 0.27 (Figure 3.5a) and 
0.54, 0.47 and 0.58 (Figure 3.5d, g and j, respectively). Verification of a subset of 10 
polymers using AFM imaging resulted in 100% correct assignment using the above 
criterion. The uniformity of the fluorescence intensity along the backbone of the 
polymer therefore provides a reliable criterion to identify single unentangled 
polymers, which we will use hereafter to study the polymer’s mechanical properties. 
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Figure 3.8 Distribution of coefficient of variation (CV) of the intensity along all polymer backbones. For 
a CV above the threshold (the mean plus 2σ of the plotted Gaussian fit), polymers are entangled or clustered 
and are excluded from persistence length analysis.   

3.4 Persistence length analysis  

For a polymer that obeys worm-like-chain dynamics the persistence length is the 
length over which angular correlations decrease to 1 √𝑚𝑚⁄  (for a polymer constrained in 
two dimensions). In literature, the persistence length has been determined using the 
end-to-end distance,32,33 cosine correlation analysis31,34 or bending mode analysis.31 The 
latter determines the angular bending modes of a polymer through Fourier analysis. 
End-to-end analysis extracts the persistence length by fitting the relation between a 
polymer’s end-to-end distance and its contour length. However, kinks along the 
polymer may influence the end-to-end distance and can cause bias in the persistence 
length, especially for our polymers with lengths of only a few times the persistence 
length.  

In contrast, cosine correlation analysis uses the sum of local values (the bend angles) 
because it employs the angle between segments that are significantly shorter than the 
contour length. This yields significant statistics even for a single polymer and greatly 
reduces the bias caused by kinks. To extract the apparent persistence length from the 
cosine correlation function, an exponential decay (Equation 3.3) was fitted to the 
correlation data. Note that in literature the bend angles for a certain segment length are 
often averaged over many polymers, followed by a fit with the cosine correlation 
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function. It is then implicitly assumed that each polymer has the same persistence 
length, allowing for averaging of the bend angles before fitting. It is known that 
supramolecular polymers contain structural diversity27 which might cause polymer-
to-polymer variations in their persistence length. We therefore refrain from this pre-
averaging and instead analyze the single-polymer data directly. This gives a value for 
the apparent persistence length for each separate polymer, of which we then study the 
distribution. 

In Figure 3.9a an example of the cosine correlation fit for one of the polymers (inset) 
is shown, yielding an apparent persistence length of 1.39 ± 0.01 µm. In Figure 3.9b we 
plot the distribution of persistence lengths, in which we observe a positively skewed 
distribution for single unentangled polymers (light blue bars) and a broader 
distribution for the entangled or clustered polymers (dark blue bars). We find a median 
persistence length of 2.2 ± 1.4 µm (median ± median absolute deviation, MAD) for 
single unentangled polymers, and a significantly larger value of 5.7 ± 3.5 µm for 
clusters. We speculate that clustering and entanglement may stiffen the polymer 
depending on the exact inter- and intramolecular interactions.35 Selecting only single 
unentangled polymers thus greatly reduces the width of the distribution by removing 
sample heterogeneity caused by clustering and entanglement. 

 

 
Figure 3.9 Distribution of the apparent persistence lengths. (a) For each polymer the apparent persistence 
length is determined using cosine correlation analysis, where the cosine correlation is fitted with an 
exponential decay according to Equation 3.3. The apparent persistence length of the polymer shown in the 
inset is 1.39 ± 0.01 µm. (b) Distribution of apparent persistence lengths of single unentangled (light blue) and 
entangled/clustered (dark blue) BTA polymers immobilized on glass. 

Even after removal of the population of clustered and entangled polymers we still 
observe a relatively broad distribution of persistence lengths. As shown in section 3.2.3 
the median persistence length found from our calculations is 1.80 ± 0.44 µm. Thus, the 
width of our measured distribution is a factor of ~3 broader than expected from our 
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simulations and exhibits a long tail toward longer persistence lengths. Below we 
discuss the possible origins of the broadening and tailing of the distribution.   

First, polymer-to-polymer variations of the persistence length may 
inhomogeneously broaden the distribution. Recently, experiment15 and theory27 have 
hinted at the presence of structural diversity due to imperfect stacking of monomers. 
This structural diversity includes local bends and disorder in the structure of the 
polymer, which might result in stochastic variations of polymer diameter along the 
backbone. Starting from the definition of the persistence length 𝐿𝐿𝑝𝑝 = 𝜅𝜅 𝑘𝑘𝐵𝐵𝑇𝑇⁄ , where the 
bending stiffness κ is the product of the shape independent material stiffness E and the 
second moment of area I,29,40 we find the relation between persistence length and 
polymer radius. For a cylinder with radius r the second moment of area is equal to 14𝜋𝜋𝑟𝑟4, 
which means 𝐿𝐿𝑝𝑝~ 𝑟𝑟4. Small changes in the radius would thus result in large changes in 
the persistence length.  

Secondly, our analysis assumes that the polymers absorb onto the sample surface 
in a random conformation that is not influenced by the immobilization procedure and 
underlying sample topography. Although this has been shown to be true for specific 
samples,36,37 we cannot exclude that local flow and inhomogeneities of the underlying 
substrate (e.g. local differences in charge density after piranha etching) affect the 
conformation of the absorbed polymer. To minimize these effects we excluded areas 
on the sample where neighboring polymers were clearly aligned. It is however possible 
that a fraction of polymers were less visibly affected by for example flow, resulting in 
a tail towards longer persistence lengths. Future studies on polymers that are not 
immobilized but freely diffuse in solution between two tightly spaced substrates might 
be used to quantify these effects. 

3.5 Conclusions 

In conclusion, we have shown the application of correlative microscopy to study 
the mechanical properties of supramolecular polymers. Atomic force microscopy 
revealed that a fraction of polymers were in a clustered or entangled state. The fragility 
of the supramolecular polymers did not allow us to reliably measure their persistence 
length using AFM. However, correlation with fluorescence microscopy allowed us to 
identify single and unentangled polymers purely based on the emission intensity along 
the backbone. Thus, this correlative technique facilitates the analysis of statistical 
properties of fragile supramolecular polymers. 

 For these single and unentangled polymers we found a persistence length of 
2.2 ± 1.4 µm by cosine correlation analysis. Few fully atomistic calculations on 
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supramolecular polymers in water have been performed, except for peptide 
amphiphiles. Molecular dynamics simulations on cyclic peptide nanotubes38 and β-
sheet filaments39 yielded persistence lengths of 0.46 µm and 1.2 – 4.8 µm, respectively, 
comparable to our measured value for BTA. The measured persistence length is 
comparable to that of cofilin-bound actin filaments40 and to amyloid-like fibrils41 and 
in between the persistence lengths of well-known biopolymers such as ssDNA (2 nm)42 
and dsDNA (50 nm)43, and actin (10 µm)40 and microtubules (5.2 mm).31 

The distribution of apparent persistence length was narrowed drastically when 
entangled and clustered polymers, as identified from the correlated fluorescence 
images, were excluded. However, comparison of the distribution of apparent 
persistence lengths with simulations revealed that the measured distribution was still 
significantly broader than expected. We suggest that this broadening might be caused 
by a distribution of intrinsic persistence lengths, or by the immobilization of the 
polymers where local flow or surface inhomogeneities might play a role. Our analysis 
shows the advantages of studying single-polymer (apparent) persistence lengths, 
which not only allows for the comparison of the average values to simulations but also 
provides information on the shape and width of the distribution. 

Here, the correlated measurements were applied to single polymers, showing the 
advantage of the ability to study single molecules rather than ensemble measurements. 
Applying this to different systems is advantageous when there are any inhomogeneous 
distributions of specific properties, multiple populations or other characteristics that 
remain hidden in ensemble measurements. Performing these single-molecule 
measurements with correlated microscopy techniques has the added advantage that 
when combining nanoscale structural information and optical localization or 
spectroscopy both optical properties and molecular or particle structure can be 
measured. This allows for correlation between the structure or conformation and the 
resulting optical properties. Here, we studied assemblies of organic molecules, but 
correlative microscopy also enables in-depth studies of assemblies of solid-state 
materials like nanoparticles, which is the topic of the next chapter. 
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Chapter 4 
 

Spatially resolved sensitivity of single-
particle plasmon sensors  

 

 

The high sensitivity of localized surface plasmon resonance sensors to the local 
refractive index allows for the detection of single-molecule binding events. Though 
binding events of single objects can be detected by their induced plasmon shift, the 
broad distribution of observed shifts remains poorly understood. Here, we perform a 
single-particle study wherein single nanospheres bind to a gold nanorod, and relate 
the observed plasmon shift to the binding location using correlative microscopy. To 
achieve this we combine atomic force microscopy to determine the binding location, 
and single-particle spectroscopy to determine the corresponding plasmon shift. As 
expected, we find a larger plasmon shift for nanospheres binding at the tip of a rod 
compared to its sides, in good agreement with numerical calculations. However, we 
also find a broad distribution of shifts even for spheres that were bound at a similar 
location to the nanorod. Our correlative approach allows us to disentangle effects of 
nanoparticle dimensions and binding location, and by comparison to numerical 
calculations we find that the biggest contributor to this observed spread is the 
dispersion in nanosphere diameter. These experiments provide insight into the spatial 
sensitivity and signal-heterogeneity of single-particle plasmon sensors and provides a 
framework for signal interpretation in sensing applications. 

 

 

 

 
 

 
This chapter has been published as: Beuwer, M. A.; Van Hoof, B.; Zijlstra, P. Spatially resolved 
sensitivity of single-particle plasmon sensors. J. Phys. Chem. C, 2018, 122, 4615-4621. 
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In this chapter we study the spatially resolved sensitivity of self-assembled gold 
nanoparticle heterodimers towards local refractive index changes. To achieve this we 
employ correlative microscopy, where in comparison to previous chapters we have 
added the capability to perform spectroscopy on individual assemblies on an 
integrated device. We use this approach to perform a single-particle study wherein 
single nanospheres bind to a gold nanorod and relate the observed plasmon shift to the 
binding location using correlative microscopy. This correlative approach allows us to 
disentangle effects of nanoparticle dimensions and binding location, and by 
comparison to numerical calculations we find that the biggest contributor to this 
observed spread is the dispersion in nanosphere diameter. These experiments provide 
insight into the spatial sensitivity and signal-heterogeneity of single-particle plasmon 
sensors and provides a framework for signal interpretation in sensing applications. 

4.1 Introduction 

Gold nanoparticles are ideal tools for label-free sensing1 as the frequency of their 
localized surface plasmon resonance depends on the material, shape, size, and the 
refractive index of the environment of the particle.2,3 Label-free detection of molecular 
interaction kinetics has been successfully demonstrated using plasmonic 
nanoparticles,4,5,6,7,8,9,10,11 but the magnitude of the plasmon shift is not easily translated 
to the number of analytes bound because the shift of the plasmon resonance depends 
on the location at which the analyte binds.12,13 This resonance shift scales with the 
overlap integral between the analyte and the locally enhanced field, so the 
inhomogeneity in the locally enhanced field causes a distribution of plasmon shifts 
depending on the binding location. Moreover, the probability of analyte binding 
depends on particle geometry and is typically higher at protrusions due to better fluid 
accessibility, where the local field enhancement is also maximized.13 It is therefore 
important to understand the dependence of the plasmon shift on binding location to 
correctly interpret sensor response and convert the signal to an analyte 
concentration.12,13  

To measure both binding location and plasmon shift a correlative approach has 
been adopted in literature, where the plasmon shift is correlated to atomic force 
microscopy (AFM) or scanning electron images (SEM) of metallic nanoparticles. The 
plasmon response of gold colloids binding to a gold crescent-shaped nanoparticle was 
mapped by positioning the gold colloid near the nanocrescent tip, showing large shifts 
correspond to high local near-fields.16  For triangular gold nanoplates it was shown 
that for anti-IgG the plasmon shift was more than twice as high when binding to the 
nanoplate edges compared to the flat terrace.17 Correlated SEM and optical 
measurements on gold spheres bound to gold nanoplates were also combined with 
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numerical calculations to show how heterogeneity in the constructs influences the 
spectral response and revealed nanoparticle size to be the dominant variable.18 
Sannomiya et al. demonstrated excellent agreement between experiment and theory for 
single 20 nm DNA-labeled gold nanospheres binding to 100 nm spheres.19 Finally, 
Garai et al. studied the polarization dependence of the two-photon photoluminescence 
to distinguish between gold nanospheres bound to the side and the tip of a nanorod,20 
whereas Szekrényes et al. were able to discern side-bound and top-bound nanospheres 
using polarization-resolved spectral measurements.21 

Beyond nanoplates and nanospheres, gold nanorods have emerged as a promising 
geometry for plasmon sensing due to their high sensitivity to local refractive index22 

and reproducible bulk synthesis.23 Particularly colloidal gold nanorods are attractive 
because their single-crystalline structure23,24 minimizes plasmon dephasing by electron 
scattering, resulting in a narrow and bright longitudinal plasmon resonance.25 Gold 
nanorods have been employed for detection of streptavidin5,6,26, antibodies7,8,27,28, 
fibronectin9,26 and thrombin26, where both ensemble-averaged5,6,26,27,28 and single-
molecule detection7,9,8 have been demonstrated. For gold nanorods the location-
dependent plasmon shift has been mapped on ensembles of polycrystalline particles 
using polymer masks covering either the particle’s tip or center region29 and for 20 nm 
SiO2 dots embedded in a polymer film.30  The highest plasmon shift was found for 
structures fabricated at the nanorod tip, in agreement with numerical calculations.30  

However, these were ensemble studies requiring averaging over hundreds of particles 
to mitigate variations due to differences in particle geometry.29,30 Such ensemble-
averaging masks particle-to-particle variations and heterogeneity, which are important 
contributors to the expected spread in plasmon shift.31 

 Here, we perform a single-particle study in which we elucidate the spatial 
sensitivity of single-crystal gold nanorods to the binding of a model analyte (small gold 
spheres). We use a correlative approach combining optical and atomic force 
microscopy and optical spectroscopy on an integrated device. Using this approach, we 
map the position-dependent plasmon shift of single gold nanorods in response to 
binding of small gold nanospheres. We find that the shift of the longitudinal surface 
plasmon increases when the gold nanosphere binds closer to the tip of the gold 
nanoparticle, in quantitative agreement with the numerical calculations. Because we 
probe single particles instead of ensembles we gain direct access to heterogeneity in 
the magnitude of the plasmon shift. We find that the spread in plasmon shift is not 
dominated by the volume or aspect ratio of the nanorods, but rather by the size 
dispersion of the gold spheres. These results imply that this correlated technique is well 
suited to study location-dependent sensor response to e.g. optimize site-specific 
functionalization protocols14 and study location-dependent kinetics.13 
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4.2  Experimental and theoretical methods  

4.2.1 Experimental setup 

We used a combined AFM and total internal reflection scattering microscopy setup 
(Figure 2.1b). Single-particle spectroscopy measurements were performed on the same 
setup with the addition of a hyperspectral wheel (Figure 2.9a). To achieve this the 
excitation beam was focused on the periphery of the back-focal plane and was totally 
internally reflected at the glass-water interface. The scattered and reflected signals 
were collected by the 100x 1.49 NA oil immersion objective and imaged on an electron 
multiplying charged coupled (EMCCD) device (Andor iXon Ultra, Andor Technology 
Ltd, Northern Ireland). The directly reflected excitation beam was blocked in the 
detection path by a half-moon shaped beamblock, allowing only the photons scattered 
by the particles to reach the detector. Onto the Nikon Eclipse Ti microscope an AFM 
stage (Bruker Bioscope Catalyst in peak-force tapping mode) was mounted to enable 
topographic imaging. ScanAsyst-Air cantilevers were used with a stiffness k of 0.7 
N/m and a force of 2 nN was applied. AFM imaging was performed in air after rinsing 
and drying the sample to reveal the binding location of the gold nanosphere.  In Figure 
4.1a a typical scattering image of immobilized gold nanorods is shown with the 
corresponding AFM image of the indicated 5 x 5 µm2 area shown in Figure 4.1c. The 
insets show zooms of the particles where we observe two individual nanorods and a 
nanorod dimer.  

 

Figure 4.1 Correlated images. (a) Wide-field image of the scattered intensity of gold nanorods immobilized 
on the coverslip surface. (b) The indicated 5 × 5 µm2 area in (a) was imaged with the AFM showing the 
diffraction-limited spots correspond to two single nanorods and a nanorod dimer. 

Spectra of single gold nanorod assemblies were recorded with hyperspectral 
microscopy. Using white-light illumination with a broadband Tungsten-halogen light 
source (Thorlabs, New Jersey, USA). A series of bandpass filters (10 nm full width at 
half maximum and center wavelength ranging from 670 to 890 nm) was inserted into 
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the detection path and images were recorded with an EMCCD camera. For each 
wavelength channel the scattered intensity was determined by fitting the diffraction 
limited spots with a 2D Gaussian and correcting for the spectral profile of the light 
source.  The plasmon resonance wavelength and linewidth were then determined by 
fitting a Lorentzian function to the scattering intensity as a function of photon energy 
for each nanoparticle.  

Spectra were recorded for all particles, where particles with broad spectra, i.e. a 
linewidth deviating more than two standard deviations from the average, or with a 
non-Lorentzian-shape were discarded as clusters. The variation in scattering intensity 
we observe in the wide-field images is due to size dispersion31 and particle orientation 
with respect to the partially polarized evanescent field. Gaussian fits to the 
distributions of LSPR wavelength and linewidth for all particles in a typical field of 
view give an average LSPR wavelength of 793 ± 38 nm and a linewidth of 157 ± 20 meV, 
corresponding excellently to the numerically calculated values for a 120 nm by 40 nm 
gold nanorod in water on a glass surface.  

Real-time measurements of single 20 nm gold nanospheres binding to the 
immobilized gold nanorods were performed by illuminating with a fiber-coupled light 
emitting diode (Thorlabs, New Jersey, USA) with a center wavelength of 780 nm and a 
linewidth of 29 nm. A shift in the nanorod spectra due to a nanosphere binding event 
causes an intensity change, where each step in the signal corresponds to a single 
binding event. The step is positive or negative depending on the LSPR wavelength of 
the nanorod with respect to the probe excitation spectrum. These time-traces were used 
to identify particles that exhibited one or more binding events, while the magnitude of 
the plasmon shift was extracted from the scattering spectra before and after binding. 

4.2.2 Sample preparation 

Samples were prepared by spin coating 40x120 nm2 gold nanorods (Nanoseedz, 
Hong Kong) at 2000 RPM for 2 minutes onto glass coverslips. Before spincoating the 
glass coverslips were sonicated in methanol and UV/ozone-cleaned for 90 min. After 
spin coating the samples were rinsed with methanol, PBS and water and blown dry 
under N2-flow.  
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Figure 4.2 Size dispersion of nanorods and nanospheres. Distribution of (a) length, (b) diameter, and (c) 
aspect ratio from TEM images of gold nanorods (d). A Gaussian fit to the distribution yields a length of 119 
± 13 nm, a diameter of 39 ± 2 nm and an aspect ratio of 3.0 ± 0.3. A Gaussian fit to the distribution of (e) 
diameter from TEM images of gold nanospheres (f) yields a diameter of 18.2 ± 2.1 nm. 

We couple gold nanospheres to gold nanorods, of which the dimensions were 
measured using transmission electron microscopy (TEM). The distributions of gold 
nanorod length, diameter and aspect ratio, as well as the distribution of gold 
nanosphere diameter are shown in Figure 4.2. From Gaussian fits to the distributions 
we find a length of 119 ± 13 nm, a diameter of 39 ± 2 nm and an aspect ratio of 3.0 ± 0.3 
for the gold nanorods and a diameter of 18.2 ± 2.1 nm for the gold nanospheres. To 
induce gold nanospheres binding to the gold nanorods we used cysteine-cysteine 
coupling.20 Cysteine binds covalently to the particles via a gold-thiol interaction. 
Coupling of spheres to rods was achieved at a pH of 2.3 at which cysteine is 
zwitterionic and allows for nanosphere-nanorod coupling by electrostatic 
interactions.20 The immobilized gold nanorods were first incubated in 100 µM L-
cysteine (Sigma-Aldrich) in pH 2.3 MilliQ water. A solution containing 1.2 nM of 20 
nm gold nanospheres (Sigma-Aldrich) was then flown in and incubated for 30 min 
while a time-trace was recorded. Afterwards the sample was flushed with MQ water 
adjusted to pH 2.3 to wash away unbound gold nanospheres and cysteine. Based on 
the dimensions of two bound cysteine molecules an interparticle spacing of ~1 nm is 
assumed.20 
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Figure 4.3 Correlated atomic force microscopy, spectroscopy and optical microscopy of gold nanoparticles 
binding to individual gold nanorods. From AFM images (a, d, g) the binding position is determined. Insets 
show the binding position of the nanospheres to the gold nanorods. In the inset in (g) cross sections along 
the longitudinal and transversal axis of the nanorod show the dimensions of the gold nanoparticles. The total 
plasmon shift is extracted from the scattering spectra before and after incubation in gold nanospheres (b, e, 
h). Monitoring the scattering intensity in time at a single excitation wavelength results in stepwise changes 
in scattered intensity due to nanosphere binding (c, f, i). For some particles we observe multiple binding 
events evidenced by multiple stepwise intensity changes (i). 

4.3 Correlative AFM and fluorescence imaging of supramolecular 
polymers 

The results for three typical nanoparticles are shown in Figure 4.3. The AFM scans 
show different heterodimer configurations where the nanorods in Figure 4.3a and d 
have bound a single gold nanosphere, whereas in Figure 4.3g we observe two bound 
nanospheres. The corresponding plasmon shifts, as measured from the Lorentzian fit 
to the spectra, are 10.3 ± 0.5 nm (Figure 4.3b), 8.3 nm ± 0.3 nm (Figure 4.3e) and 12.7 ± 
0.5 nm (Figure 4.3h). The time-traces recorded on the same particles confirm this 
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behavior as the number of observed step-wise changes in intensity matches the number 
of bound spheres. For approximately 15% of the particles stepwise changes were 
observed in the scattering intensity time-traces, indicating one or more gold 
nanosphere binding events.  

 
Figure 4.4 Measured and calculated distributions of plasmon shifts due to nanosphere binding. (a) 
distribution of plasmon shifts. The total number of binding events for each particle was determined by 
counting stepwise intensity changes in the time traces. A Gaussian fit to the distribution of plasmon shifts 
for zero binding events yields a shift of 2.1 ± 1.2 nm, caused cysteine molecules binding during incubation. 
(b) Zoomed-in plot of (a) highlighting the distributions for particles that exhibited one and two binding 
events. (c) Calculated distribution of plasmon shifts for 20 nm gold nanospheres binding to a 40x120 nm2 
gold nanorod with isotropic binding probability. Plotted on the same scale as the measured shifts in (b) for 
comparison. 

In Figure 4.4a the distribution of measured plasmon shifts is shown for nanorods 
with zero, one and two nanoparticles bound. In Figure 4.4b the same plot is rescaled 
to show the distributions for one and two binding events per particle more clearly. For 
particles that show no binding events we find an average plasmon shift of 2.1 ± 1.3 nm, 
which we attribute to additional cysteine binding to the gold nanorods in the time that 
passes between the acquisition of both scattering spectra.  
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To gain more insight in the distribution of shifts we performed boundary element 
method (BEM) calculations.33,34 The gold nanorod is modelled as a 120 nm long and 40 
nm wide spherically capped cylinder, the dimensions as determined from TEM. The 
modelled nanosphere has a diameter of 20 nm and was placed at a distance of 1 nm 
from the gold nanorod corresponding to the length of a cysteine dimer.20 Binding 
locations were spaced approximately 1 nm apart and the calculations were performed 
in water. We simulated the expected distribution of plasmon shifts by assuming an 
isotropic binding probability, i.e. the chance that a gold nanosphere binds at different 
random positions onto the nanorod is location-independent. We observe higher 
probability for shifts around 2 nm and larger than 10 nm. The peak at lower shifts is 
caused by nanospheres binding to the side of the nanorod which has a large available 
surface area, while nanospheres binding near the tip will result in a large plasmon shift 
causing the second peak. The shifts in between these lowest and highest values are due 
to nanospheres binding on the sides near the tip, which is only a small part of the total 
surface area explaining the lower amount of counts. Note that these calculations were 
performed without a glass surface, which may affect the distribution because it shields 
part of the surface area of the rod.  

The measured distribution shown in Figure 4.4b is in good agreement with the 
results from BEM simulations shown in Figure 4.4c, where we also observe a broad 
range of shifts up to 15 nm. Both the measured and calculated distribution of shifts 
show a broad spread, in the next discussion we investigate the origin of this spread. In 
Figure 4.5a and b the electric field amplitude normalized to the incoming field is shown 
for two heterodimer configurations. The excitation of the longitudinal plasmon in 
combination with the lightning rod effect results in strong local fields at the nanorod 
tip compared to the nanorod side. The plasmon frequency shift ∆𝜔𝜔 depends on the 
overlap integral of the local field and the spherical particle given by35 

∆𝜔𝜔 = −𝜔𝜔∭ ∆𝜀𝜀𝑉𝑉𝑃𝑃
(𝒓𝒓,𝜔𝜔)𝑬𝑬app(𝒓𝒓) ∙ 𝑬𝑬(𝒓𝒓)𝑑𝑑3𝒓𝒓.  (4.1) 

 
Here, the nanosphere, which has a volume Vp, perturbs the quasi-normal mode 𝑬𝑬(𝒓𝒓) 

due to the change in local permittivity ∆𝜀𝜀(𝒓𝒓,𝜔𝜔). 𝑬𝑬app(𝒓𝒓) is the modified quasi-normal 
mode taking into account the local field and is given by 𝛼𝛼𝜀𝜀𝑚𝑚𝑬𝑬(𝒓𝒓) [𝑚𝑚𝑃𝑃∆𝜀𝜀(𝒓𝒓,𝜔𝜔)]⁄ , with 𝛼𝛼 
the polarizability and 𝜀𝜀𝑚𝑚 the permittivity of the medium.35 This results in a larger 
plasmon shift when a particle is positioned near the tip because of the high field-
enhancement there. The electric field strength in the gap of the coupled nanosphere 
and nanorod is also increased at the tip (~270x enhancement) compared to the side 
(~30x enhancement). In Figure 4.5c the calculated plasmon shift is shown for 11 
different binding locations at interparticle distances varying from 1 – 10 nm. Due to the 
rapidly decaying enhanced field the plasmon shift decreases strongly with distance. 
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This illustrates the importance of thin coatings and small capture molecules on 
nanoparticle sensors to optimize the shift induced by molecular binding.36 The 
plasmon shift strongly decreases as the nanosphere is moved from the tip to the side 
of the nanorod because of the decreasing near-field intensity. Interesting to note is the 
influence of the presence of the substrate on the position-dependent plasmon shift. 
Position ‘9’ and ‘11’ are identical in the absence of the substrate due to rotational 
symmetry, but in the presence of the substrate we find a ~10% larger plasmon shift at 
position ‘11’ due to the slightly enhanced field in the gap region between the tip of the 
particle and the glass substrate. 

 
Figure 4.5 BEM simulations of local electric field enhancement and plasmon shift. Calculated normalized 
electric field |E/E0| around a gold heterodimer with a gold nanosphere at the side (a) and at the tip (b). 
Fields are calculated for a polarization along the long axes and a wavelength resonant with the longitudinal 
plasmon resonance wavelength of the dimer. (c) Plasmon shift as a function of binding position for a 20 nm 
sphere near a 40 × 120 nm2 gold nanorod on a glass substrate for interparticle distances from 1−10 nm 

From the correlated microscopy shown in Figure 4.3 we extract the binding location 
and plasmon shift, these are shown in Figure 4.6b (blue circles). The binding location s 
is represented as the coordinate along the gold nanorod surface, starting from the 
center of the side-facet as in Figure 4.5. When nanospheres are bound outside the XZ-
plane the 3D-position was projected onto the XZ-plane. This is possible because of the 
radial symmetry of the nanorod if we neglect the presence of the substrate. In doing so 
we introduce an estimated uncertainty of ~10% in the expected plasmon shift (see 
Figure 4.5c). To aggregate and compare binding positions for particles with slightly 
different dimensions we rescale s to a 120 nm x 40 nm gold nanorod. This will introduce 
a small uncertainty in the position-determination, which we estimate to be less than 2 
nm based on BEM simulations with different nanorod volume and aspect ratio, again 
much smaller than the observed heterogeneity. For side-bound nanospheres the error 
in shift is even less than 0.5 nm. From Figure 4.5c we expect that tip-bound 
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nanospheres result in plasmon shifts approximately 8x larger than side-bound 
nanospheres. In Figure 4.6b and c we see the same trend, where the plasmon shift 
increases for gold nanospheres binding closer to the nanorod tip as expected from the 
numerical simulations. Side-bound spheres induce a small but nonzero shift that is 
caused by the residual field-enhancement present at the side-facets of the rod, see 
Figure 4.5c. We notably observe a large spread in the measured plasmon shifts with 
variations of nearly a factor two even for spheres bound at a similar location on the 
nanorod, e.g. for particles bound around s = 40 nm.  

We estimated the expected range of plasmon shifts due to dispersion in nanorod 
aspect ratio and volume, and in nanosphere diameter. This was done by calculating the 
plasmon resonances using the boundary element method (BEM), and varying the 
nanoparticle dimensions based on the observed distributions in the TEM images. 

 
Figure 4.6 (a) Binding position along the nanorod s for a 40 nm wide and 120 nm long nanorod. The gray 
dashed circles in the cartoon show the binding position of the gold nanospheres at the side (s = 0 nm) and 
tip (s = 88.7 nm). (b) Measured plasmon shifts of single nanosphere binding events as a function of the 
coordinate s as measured by AFM (blue open circles). The light gray area indicates the range of shifts 
(standard deviation) based on the distribution of nanorod and nanosphere dimensions present in the 
samples, where the gray diamonds are the calculated values for different binding positions along the 
nanorod. (c) Calculated distribution of plasmon shift due to dispersion of nanosphere diameter (blue shaded 
area and blue diamonds) and the total distribution of shift due to the distribution of both nanorod and 
nanosphere dimensions. Deviations from a smooth curve are due to the finite mesh size used in the 
numerical calculations. 

To estimate the expected spread in plasmon shifts, we calculate the plasmon shift 
for nanospheres at 10 positions along the gold nanorod by combining the smallest 
observed aspect ratio (2.7) and volume of the rod (V = 1.1 · 105 nm3) with the largest 
nanoparticle diameter (20 nm) resulting in the largest shifts. The lower boundary of 
plasmon shifts was established by combining the largest aspect ratio (3.4) and volume 
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(V = 1.5 · 105 nm3) of the rod with the smallest nanoparticle diameter (16 nm) resulting 
in the lower limit of the plasmon shifts. The resulting expected range in plasmon shifts 
is shown as the grey shaded region in Figure 4.6b. 

We find that nearly all measurements fall within the calculated range of plasmon 
shifts.  In Figure 4.6c we plot the contribution in the spread of plasmon shifts caused 
by only the dispersion in nanosphere diameter as the blue shaded area.  These 
simulations reveal that the 10% size-dispersion in nanosphere diameter (18 ± 2 nm) 
dominates the observed spread in plasmon shift, whereas the distribution of nanorod 
volume and aspect ratio contribute significantly less to the distribution of shifts. 
Interestingly, the distribution of shifts for tip-bound spheres is nearly entirely 
determined by the distribution of sphere diameters, whereas for side-bound spheres 
the contribution of nanorod volume is increased. We attribute this effect to the volume-
dependence of the near-field intensity around the rod.  

In recent single-molecule plasmon sensing studies, we8 and others9 reported 
plasmon shifts induced by single proteins to vary widely from binding event to binding 
event. The origin of the observed spread in molecular sensing experiments remains 
poorly understood but is critical for the correct interpretation of sensor response. A 
correlated approach such as the one presented here may be used to directly image the 
binding position of bound proteins to gain insight into the origins of the spread in 
plasmon shifts, and provide guidelines on how to minimize this heterogeneity. 
Although globular proteins show very little size dispersion compared to the 
nanospheres used here, many proteins (e.g. antibodies8 and fibronection9) are not 
globular and thus the plasmon shift will also depend on their orientation with respect 
to the nanorod.  

 Not only the plasmon shift is spatially dependent, numerical calculations have 
recently shown that the binding rate is also spatially heterogeneous. The binding rate 
at protrusions and tips is higher than near the coverslip surface due to fluid 
accessibility, and this heterogeneity becomes more pronounced for sharper tips and 
higher aspect ratios.13 For the nanorods used in our experiments, the binding 
probability is predicted to be ~25% higher at the nanorod tip compared to the side.13 
This means that knowledge of the binding location is not only required to interpret the 
amplitude of a sensor signal, but also to determine the kinetic constants of the 
biomolecular interaction.  

In practical sensing implementations it is not feasible to measure the binding 
location of each detected protein. In contrast, site-specific functionalization protocols 
may be advantageous to functionalize specific regions on the particle where the 
sensitivity to binding is maximized.14,15 Qualitative measurements of their efficacy have 
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been performed,14 but the quantitative effect on the heterogeneity in signal amplitude 
and kinetics is unknown. A correlated approach such as the one presented here may 
shed light on the origins of observed heterogeneity to allow for the tailored design and 
optimization of single-molecule sensors. 

4.4 Conclusions 

We have employed correlative microscopy to correlate the plasmon shift to binding 
position and demonstrated this for the first time on single gold nanorods. We have 
shown that the measured plasmon shifts fall within the expected range calculated from 
BEM simulations. The dominant contributor to the spread in plasmon shifts is the 
dispersion in size of the gold nanospheres, in combination with smaller contributions 
of dispersion in nanorod volume and aspect ratio. In the future correlated microscopy 
can be applied to evaluate efficacy of site-specific functionalization protocols, which 
will contribute to the improvement of single-molecule sensors. Specifically, the 
possibility of correlated microscopy to image the exact size and shape of both the 
nanoparticle and the detected analyte, in combination with the spectral properties and 
plasmon shift allows for the improved understanding of sensor signals. 

 Nanoparticle self-assemblies such as the ones studied in this chapter provide 
exciting opportunities to tune plasmon resonances and associated near-field 
enhancements due to plasmon hybridization. Varying the shape and size of the 
nanoparticles, as well as their conformation and interparticle distance provides 
tunability that cannot be achieved with their individual building blocks. The effect of 
tuning these conformations and their application in plasmonic sensing is discussed in 
the following chapter for self-assemblies of gold nanorods. 
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5.1 Introduction 

The gold nanorod geometry has been proposed as an excellent single-particle sensor 
due to its high-yield synthesis combined with a narrow plasmon resonance that occurs 
away from the interband transitions of gold.1,2 Single-nanorod plasmonic sensing has 
recently even reached single-molecule sensitivity.3,4,5 The spatial dependence of the 
sensing response is crucial as explained in the Chapter 4, where we used correlative 
microscopy to show that the plasmon shift is maximized for analyte binding near the 
tip, where the enhanced near-field is maximal.6,7 The plasmon shift induced by 
molecular binding depends on the overlap integral between the local electric field and 
the analyte molecule, providing design rules to improve sensitivity by e.g. 
incorporating protrusions or sharp corners to enhance the local field further.8 The 
elongated shape of a nanorod will therefore result in stronger near-field than for 
nanospheres, whereas the sharp tip of bipyramids will results in even stronger field-
enhancement.9 However, the small tip radius of bipyramids (typically a few 
nanometers) makes them photothermally less stable due to the low coordination 
number of atoms near the sharp tips.10  

This indicates the requirement to find alternative routes to achieve even stronger 
near-fields. An attractive alternative is to utilize plasmon hybridization, where 
plasmon modes of neighboring particles hybridize similarly to molecular orbitals.11,12,13  
Here, coupled plasmonic particles produce strongly enhanced near-fields in the gap 
region between particles. 

The simplest geometry in which such hybridization has been studied is a 
nanosphere homodimer, for which the dipolar modes hybridize to form four plasmon 
orbitals (see Figure 1.8c). Two of the plasmon orbitals have dipole moments oriented 
parallel to the dimer long axis. Among them, the symmetric bonding mode has the 
lowest resonance frequency/energy owing to the weakened dipole in each particle, 14  
which gives a net dipole moment and couples best to the external light, whereas the 
dipoles of the asymmetric antibonding mode cancel out yielding a dark plasmon. The 
other two plasmon orbitals have dipoles oriented perpendicular to the dimer’s long 
axis with the symmetric antibonding mode and the asymmetric bonding mode having 
non-zero and zero dipole moments, respectively.15 Only the modes with a net dipole 
moment interact with the incident light, the asymmetric modes are so-called dark 
plasmon modes.16  

The field-enhancement in the gap between the particles is highest for opposing 
positive and negative charges in the gap region, i.e. for the symmetric bonding mode. 
The wavelength at which this mode occurs depends on particle size and gap spacing, 
but is typically found between 600 nm – 750 nm.17,18,19,20 Associated field enhancements 
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are typically between 10 and 50,21,22 approximately 2 to 10-fold higher23 than for an 
isolated gold sphere.  These strong field enhancements in the gap have sparked 
investigations into the use of sphere-dimers for refractive index sensing,24 fluorescence 
enhancement,20,25 and surface-enhanced Raman scattering.26,27 Even higher 
enhancements are expected for nanorod dimers due to their red-shifted longitudinal 
plasmon resonance that occurs even further away from the interband transitions of 
gold. 

 

 
Figure 5.1 Hybridization of nanorod dimers. (a) Depending on the polarization of the excitation the nanorod 
dimer is in an antibonding or bonding mode. (b) The resulting scattering intensity due to the two different 
modes. 

For nanorod dimers both the transverse and longitudinal modes couple to each-
other, which can again be understood in the context of plasmon hybridization (Figure 
5.1a). The far-field spectra are dominated by the hybridized longitudinal modes due to 
their stronger dipole-moment, so here we will focus only on those modes. The 
polarization averaged scattering spectrum (Figure 5.1b) exhibits two bright plasmon 
modes, a bonding mode at low energy and an antibonding mode at a higher 
energy.28,29,30 The angle between the nanorods determines the relative intensity of the 
two peaks.28,30,31 The dependence of the spectral response on interparticle spacing has 
also been well documented. Similarly to the redshift of the bonding mode in sphere 
dimers, the bonding mode  of  nanorod homodimers redshifts upon decreasing 
interparticle spacing.28,35 Following this, nanoparticle dimers have been applied as 
plasmonic rulers13,32,33 allowing for distance measurements ranging from 1-100 nm.34   
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In this chapter we employ correlative microscopy to investigate plasmon 
hybridization between the longitudinal plasmons of self-assembled nanorod dimers, 
and assess their performance as refractometric sensors. In agreement with numerical 
simulations we find that the observed scattering spectra exhibit a bonding and an 
antibonding mode, whose relative amplitude and wavelength depend on the size and 
relative angle of the two particles. We find that the refractive index sensitivity of the 
antibonding mode corresponds well with simulations, whereas the bonding mode 
systematically exhibits a lower than expected sensitivity. We interpret these results in 
the context of the overlap between the near-field of the mode and the medium, which 
is reduced for the bonding mode due to the presence of a thin 1 nm coating on the 
particles. These results have implications for the use of closely spaced plasmonic 
dimers in sensing assays and plasmon-enhanced emission, where the overlap between 
the near-field and the medium is crucial to obtain the signals predicted by simulations. 

5.2 Methods 

5.2.1 Experimental setup 

Correlative measurements were performed using the setup as shown in in Figure 
2.9a. Here, a white light source illuminated the sample via TIR illumination. The 
evanescent field excites the nanorod dimers on the glass surface, and the emission 
passes through the hyperspectral filters before being detected by the EMCCD. Using 
narrowband wavelength filters with different center wavelengths we obtain the 
scattering spectrum of individual dimers, which is fitted by a double Lorentzian 
function. The geometry of the same particles was obtained by subsequent atomic force 
microscopy (AFM) measurements, allowing us to directly correlate the measured 
optical response to the geometry of the same particle-dimer. 

5.2.2 Sample preparation 

Gold nanorod dimers were constructed using solution-phase self-assembly. To this 
end we employed cysteine coupling following a protocol based on the pH-dependent 
assembly and disassembly as reported by Sun et al.36 A 0.1 nM suspension of 30x72 nm2 
nanorods (Nanopartz, Hong Kong; #A12-30-650) was concentrated 10 times by 
centrifugation. With a 10 mM CTAB solution in milliQ water, the CTAB concentration 
was adjusted to 7 mM. 10 µL of 10 mM cysteine solution in MilliQ water was added to 
75 µL of the 1 nM nanorod suspension. With a 1M HCl solution and MilliQ water the 
volume was increased to 100 µL with a pH of 2 and a final 0.75 nM nanorod and 1 mM 
cysteine concentration.  
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The nanorod solution was incubated for 30 minutes at 45 degrees to allow for dimer 
formation. The cysteine binds covalently to the gold via its thiol, and for 1.96 < pH < 
8.33 is in a zwitterionic state. This allows for electrostatic interactions between the 
positively charged NH3+ and the negatively charged O- groups. This results in a stable 
dimer formation that can be reversed by increasing the pH to 11.3.36 

Coverslips with dimensions of 21 x 26 mm2 were cleaned by sonication in methanol 
for 20 minutes, and UV/ozone-cleaned for 90 minutes to form reactive hydroxyl 
groups on the surface. The surface is then silanized by incubation in 5% solution of (3-
mercaptopropyl)trimethoxysilane (MPTMS) in ethanol for 5 min. A 15 µl drop of 
solution with nanorod dimers was then spincoated onto the MPTMS-coated coverslips.  

Sensing experiments were performed in mixtures of water (n=1.33) and ethylene 
glycol (n=1.43) that enabled the tuning of medium refractive index by changing the 
mixing ratio. After each measurement the sample was flushed with MQ water and 
blow-dried under a N2 flow before a different mixture was added. AFM measurements 
were performed in air using the peak-force tapping mode (Chapter 2, section 2.3.3). 

5.2.3 Boundary element method calculations 

We compared the measured optical response of individual dimers to numerical 
simulations using the boundary element method.33,38 Here, two spherically capped 
cylinders were simulated with an angle α between their longitudinal axes. We estimate 
a 1.1 nm interparticle spacing, similar to the values reported before for this assembly 
method.36 Care was taken that the meshing was fine enough to accurately simulate 
these small gap spacings. Calculations were performed without substrate with water 
as immersion medium using plane-wave excitation. The dimensions and relative 
orientation of the particles were extracted from the AFM images. Due to tip 
convolution the measured width and length of the particles are larger than the actual 
values. The difference between the more accurately measured height and the width of 
the rod was used to estimate the effect of tip-convolution and obtain the particle 
dimensions.  
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Figure 5.2 Correlated measurements of self-assembled gold nanorod dimers that are deposited on a glass 
substrate. Nanorod dimers were imaged with AFM (a-c) to determine their conformation and their 
corresponding spectra measured using confocal microscopy (j-l, blue circles). Measured spectra were 
normalized to the peak value of the calculations. BEM calculations show the distribution of the near-field for 
x-polarized (d,f,h) and y-polarized (e,g,i) excitation on resonance with the bonding (top figures) and 
antibonding (bottom figures) modes. The corresponding spectra of each conformation were calculated for 
an uncoated dimer (open green diamonds) and fitted with a double Lorentzian function. 
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5.3 Correlated AFM and hyperspectral measurements of gold nanorod 
dimers 

In Figure 5.2a-c the AFM images of three nanorod dimers are shown with their 
corresponding spectra in Figure 5.2j-l (blue circles). A double Lorentzian (solid blue 
line) was fitted through the hyperspectral data points. These spectra show the 
antibonding (higher energy) and bonding mode (lower energy) that arise due to 
hybridization of the longitudinal plasmons of the individual particles. The relative 
amplitude of these peaks and their energy depend on the nanorod conformation 
(nanorod angle, size, interparticle distance, medium and coating).  

We also calculated the far-field scattering spectra for the geometry found in the 
AFM images, shown in Figure 5.2j-l next to the measured spectra. We find that the 
measured and calculated energy of the antibonding mode are in good agreement 
(Figure 5.2j) or that the measured spectra exhibit a slight blue-shift (Figure 5.2k-l), but 
that the measured bonding mode systematically exhibits a red-shifted resonance peak 
compared to calculations. We attribute the occasional discrepancy in the antibonding 
mode to the exact particle shape (e.g. tip-shape, which was assumed to be a half-sphere 
here but is known to vary from particle-to-particle) and their nanoscale positioning 
with respect to each other, particularly around the tip-region. Although finetuning of 
a combination of parameters (tip-curvature, gap spacing, particle dimensions) would 
likely retrieve the correct spectra, we refrained from this detailed optimization because 
the bonding mode is most interesting for refractometric sensing due to its suspected 
higher sensitivity. 

To investigate the origin of the observed mismatch of the bonding mode energy we 
show in Figure 5.2d-i the near-field enhancement (E/E0) for the bonding mode (Figure 
5.2d,f,h) and antibonding mode (Figure 5.2e,g,i). The white arrows denote the 
orientation of the dipole moment in each nanorod. We find that for the bonding mode 
the field is greatly enhanced in the gap region, whereas for the antibonding mode the 
enhancement is highest at the nanorod tip region outside the gap. We therefore 
hypothesized that the discrepancy we find between the calculated and measured 
bonding mode energy may be partly due to the very thin cysteine coating that was 
used to induce oriented self-assembly. If this coating fills the gap between the particles 
this would particularly affect the bonding mode. Any remaining discrepancy between 
the measured and calculated bonding mode may then be explained again by 
differences in tip-curvature and exact particle positioning around the tip region.  

The effect of a thin coating on the near-field enhancement and the scattering 
intensity are shown in Figure 5.3. For the uncoated dimer the field is shown to be 
maximal at the point where the two rods are closest. With the addition of the 0.5 nm 
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cysteine coating the field inside the coating is similarly distributed, but with a slightly 
lower amplitude than outside the coating. This is due to the higher refractive index of 
the coating (n = 1.47)39  compared to the medium (n = 1.33). 

This increased refractive index of the coating results in a redshift particularly for 
the bonding mode, as shown in Figure 5.3 (dark green diamonds). We therefore 
attribute the red-shifted bonding mode we measured partly to the presence of the (very 
thin) cysteine coating on the particles. By iterative optimization we found that a 
combination of an 0.6 nm gap and 0.5 nm cysteine coating gives the best 
correspondence between measurements and simulations. These values are in good 
agreement with previous electron microscopy studies of gold nanorod dimers.36  
Correlative measurements across several nanorod dimers allows us to compare the 
plasmon wavelength of the bonding and antibonding mode to simulations. In the BEM 
calculations, the dimer angle of a cysteine-coated nanorod dimer (72 nm length, 30 nm 
diameter) was varied between 15 and 165 degrees. Subsequently, the bonding and 
antibonding plasmon wavelength and amplitude were extracted from a double 
Lorentzian fit to the calculated scattering intensity to find SPR wavelengths and peak 
ratios.  

 
Figure 5.3 BEM calculations of gold nanorod dimer with and without a thin cysteine coating. A gold 
nanorod dimer with a 120 degree angle between the two particles was calculated using BEM. The spectra of 
the uncoated (light green, open diamonds) and coated (dark green, solid diamonds) dimer are shown for an 
interparticle distance 0.6 nm. In the inset the mesh used for the BEM calculations is depicted. 
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In Figure 5.4a the dependence of the plasmon wavelength on dimer angle is shown 
for the antibonding mode (green lines) and bonding mode (blue lines). Dashed lines 
represent a coated dimer, solid lines an uncoated dimer. The blue (bonding mode) and 
green (antibonding mode) data points show the experimentally determined plasmon 
wavelengths. Here, the error bars denote the fitting uncertainty. For the antibonding 
mode the measured resonance wavelengths match well with the calculated values. The 
calculations show that the antibonding mode plasmon wavelength is nearly insensitive 
to the dimer angle. Residual deviations in the measured resonance wavelength are due 
to variations in nanodimer geometry that cannot be prevented in the experiment, i.e. 
nanorod dimensions, interparticle distance and cysteine coating thickness.  

For an interparticle distance of 0.6 nm with and without cysteine coating the 
calculated SPR wavelength corresponds well to the measured red-shift. A further 
decrease in interparticle distance would result in even better agreement, however 
overlap of 0.5 nm coating with the gold dimers in the calculations resulted in artefacts.   

 
Figure 5.4 (a) Plasmon wavelength of the bonding and antibonding mode in water for nanorod dimers. The 
solid lines show the calculated peak wavelength of the bonding (blue) and antibonding (green) mode as a 
function of angle between the two uncoated nanorods in a dimer with a 0.6 nm interparticle distance. The  
solid lines represent uncoated dimers, dashed lines coated dimers. The diamonds represent measurements 
of the peak wavelength of the bonding (blue) and antibonding (green) mode. For the antibonding mode the 
SPR wavelength is more or less constant for all dimer angles, whereas it slightly increases for the bonding 
mode. (b) Peak ratio versus dimer angle in water from simulations for uncoated (solid line) and coated 
(dashed line) dimers and measurements (diamonds) in water. The peak ratio, the ratio of the area underneath 
bonding mode and the antibonding mode peak, increases for increasing dimer angle. 

In Figure 5.4b the calculated peak ratio (red lines) and measured peak ratio (red 
diamonds) are shown. Peak ratio barely changes for coated dimers (red dashed line) or 
a decreased interparticle distance (not shown).  Here, the peak ratio is defined as the 
ratio of the scattered intensities (area under the peak) of the bonding mode to the 
antibonding mode. From the calculations an increase in peak ratio is shown for 
increasing dimer angle. This increase is more than two orders of magnitude over the 
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range of angles, whereas the bonding mode plasmon wavelength only increases 
marginally over the same range. As reported before31,40 this trend is well reproduced in 
the experimental data, the peak ratio increases for increasing angle. Deviations of the 
measured peak ratios from the theoretical value are likely caused by variations in 
dimer geometry.   

5.4 Refractive index sensing 

Dimers consisting of two spherical particles have been used for sensing, showing 
its promise by a strongly enhanced refractive index sensitivity compared to 
monomers.41,42 Here, we focus on nanorod dimers due to their higher sensitivity 
compared to nanospheres and investigate their performance as ultrasensitive 
refractometric sensors. Potential scanning has recently been used to show that the 
enhanced near-field associated with the bonding mode has promise for refractometric 
sensing.43 These experiments were however limited to dimers with an internal angle of 
0 or 180 degrees, here we investigate end-linked dimers across all internal angles of 
orientation.  

To assess the refractometric sensing performance of individual nanorod dimers we 
recorded spectra of dimers in three different media: water (n = 1.33), a 1:1 mixture of 
water and ethylene glycol (n = 1.38) and ethylene glycol (n = 1.43). The recorded spectra 
of three dimers (Figure 5.5d-f) are shown in Figure 5.5a-c. A double Lorentzian was fit 
through the hyperspectral microscopy data points.  

For the first two dimers the dimer angle is smaller than 60 degrees (53 ± 2 and 47 ± 
2  degrees, respectively) resulting in a lower intensity bonding mode compared to the 
antibonding mode in all three media. Furthermore, the relative scattered intensity of 
the bonding mode decreases for increasing refractive index. For the third dimer (Figure 
5.5f) with a dimer angle of 124 ± 2 degrees, we observe the opposite in which the 
antibonding mode is weaker than the bonding mode, and increases in intensity with 
increasing refractive index. These features are all in good agreement with the 
numerical simulations. 
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Figure 5.5 sensing with gold nanorod dimers. Left column: spectra of three gold nanorod dimers (a-c) 
measured in MQ water (orange), a 1:1 mixture of MQ water and ethylene glycol (green) and ethylene glycol 
(blue). Center column: corresponding AFM images of dimers (d-f). Right column: BEM calculations of 
scattering spectra from nanorod dimers (length: 72 nm, diameter: 30 nm) (g-i) with an 0.5 nm cysteine coating 
and angle corresponding to the AFM images of the measured nanorod dimers. 

To assess the sensing performance of these dimers we quantify their sensitivity, 
defined on an energy scale as 𝑆𝑆𝐸𝐸 =  𝑑𝑑𝐸𝐸𝑎𝑎𝑉𝑉 𝑑𝑑𝑛𝑛⁄ , where 𝑑𝑑𝐸𝐸𝑎𝑎𝑉𝑉 is the shift in plasmon energy 
upon a change in refractive index 𝑑𝑑𝑛𝑛. To enable comparison between the different 
modes that occur at different energies we use the Figure of Merit (FoM) as a 
dimensionless measure for sensitivity. The FoM is generally defined as the ratio of the 
sensitivity 𝑆𝑆𝐸𝐸 and the linewidth or full width at half maximum 𝛤𝛤, given by:1  

FoM =  𝑆𝑆𝐸𝐸
𝛤𝛤

= 1
𝛤𝛤
𝑑𝑑𝐸𝐸𝑒𝑒𝑒𝑒
𝑑𝑑𝑑𝑑

.    (5.1) 

 

The measurements of nanorod dimer spectra in different media yield the FoM of 
the antibonding (green squares in Figure 5.6) and bonding (blue diamonds) mode by 
a linear fit of the correlation between refractive index and plasmon wavelength. The 
average antibonding mode FoM we find is 3.5 ± 0.7 RIU-1, very comparable to the FoM 
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of single nanorods with the same plasmon wavelength, see Figure 5.6. Calculations of 
the FoM for a coated nanorod dimer provide similar results. For a coated dimer, 
numerical calculations indicate a FoM of 5.1 ± 0.4 RIU-1 for the antibonding mode. This 
is slightly higher than the measurements, which we attribute to the presence of the 
substrate that shields part of the sensing volume but is not included in the calculations.  

In contrast, the average measured FoM for the bonding mode of 2.3 ± 0.7 is 
significantly lower than expected from calculations that indicate a FoM of 6.1 ± 0.7 RIU-

1 for a coated dimer. This is significantly lower than a FoM of 8.1 ± 0.5 RIU-1 for an 
uncoated dimer, strongly suggesting that accessibility of the gap region plays a crucial 
role, since refractive-index sensitivity is dictated by the spatial overlap between the 
mode volume and medium. The substantially lower than expected FoM for the 
bonding mode indicates that the strongly enhanced and confined field in the gap 
region exhibits substantially lower accessibility than anticipated. For the antibonding 
mode, the enhanced field is mainly located near the nanorod tip regions away from the 
gap region (Figure 5.2e,g,i). Here, the 0.5 nm cysteine coating will lower the FoM 
compared to uncoated dimers, but still exhibits a strong response to refractive index 
close to the expected sensitivity from calculations. For the bonding mode the enhanced 
near-field is mostly concentrated in the gap region between the two nanorods (Figure 
5.2d,f,h). We thus conclude that the cysteine coating nearly completely fills the gap 
region reducing  the accessibility by the medium well below the expectation from 
simulations. Interestingly, we observe that the most red-shifted bonding modes exhibit 
the lowest FoM. This may indicate that for these dimers either the gap-spacing is 
smaller, or a larger fraction of the enhanced field in the gap region is occupied by 
cysteine. Both factors induce a red-shift of the bonding mode accompanied by a 
reduced refractive index sensitivity due to a reduced accessibility of the gap.  
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Figure 5.6 Figure of Merit (FoM) as a function of plasmon resonance wavelength for nanorod dimers 
(bonding mode, blue diamonds; antibonding mode, green diamonds) and single nanorods (open red circles). 
BEM calculations of the FoM of single nanorods were performed for increasing aspect ratio. The calculated 
FoM as a function of the LSPR wavelength is shown as a solid line for rods with a 0.5 nm cysteine coating 
(dark blue line). The measurements of the antibonding mode FoM and the single nanorod FoM are close to 
the calculated value, whereas the bonding mode FoM is lower. 

5.5 Conclusions 

These correlative experiments indicate that, despite the strongly confined electric 
field present in the gap of self-assembled dimers, the accessibility of the gap region is 
critical in their application. Often self-assembly is induced by molecular linkers like 
cysteine,36 DNA,17,44,45 thiol linkers,46 or polyethylene glycol47 that easily restrict access 
to the gap region. In the case of metallic nanorods as employed in this study the use of 
single particles provides even better sensitivities than the self-assembled dimers, 
despite the very thin coatings employed here. In particular, we find that individual 
gold nanorods with an optimized aspect ratio of 3-4 exhibit the highest figure-of-merit 
among the structures compared here due to a favorable compromise between 
accessibility of the plasmon's mode volume and sensitivity. 
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In this thesis, nanoscale assemblies at a glass-fluid interface have been investigated 
using correlative microscopy. Combining the imaging of sample topography using 
atomic force microscopy with different optical techniques has expanded the toolset to 
study a wide range of systems on the nanoscale. Especially because of the ability to 
easily shift between total internal reflection fluorescence microscopy, total internal 
reflection scattering microscopy and hyperspectral imaging. In this chapter we discuss 
the main results and conclusions of this thesis and give recommendations for future 
research in an outlook.  

6.1 Summary of the main results 

Chapter 2: peak force tapping mode is best suited for soft samples due to its direct 
force control. In chapter 2 we discuss multimodal correlated microscopy where we 
combine atomic force microscopy with multiple optical techniques to nanoscale 
systems. For soft samples contact force is no option due to its lateral forces and high 
normal forces as the tip is continuously in contact with the sample. For non-contact 
mode and tapping mode, where the cantilever is oscillated, lateral forces are 
eliminated, but high normal forces are still present when the tip intermittently contacts 
the surface (tapping mode) or when the tip snaps into the surface (non-contact mode). 
This is especially true for samples with lots of variation in height. In peak force tapping 
mode the maximum force is used as a feedback mechanism which minimizes sample 
deformation and damage. 

Chapter 2: hyperspectral imaging is a high-throughput method easily 
implemented into a correlated microscopy setup. Spectroscopy techniques are vital in 
the understanding of optical properties of nanoscale molecules and particles, such as 
metal nanoparticles or fluorescent dyes. Measuring spectra with commonly used 
techniques is often time consuming, because only one particle at the time is measured 
(i.e. in a spectrometer), or requires low density samples and a split field of view (i.e. 
measurements with a grating in front of the camera). Other methods, such as Fourier 
transform spectroscopy, where the emitted light is split and the length of one beam is 
varied causing interference between the two beams, are also time consuming. On the 
other hand, hyperspectral imaging is easily implemented into an existing setup by 
adding a filter wheel. Monitoring the intensity of single particles or molecules on the 
sample at various wavelength when the emitted signal passes through a narrow-
bandwidth filter provides spectral data of all particles in the field of view. This makes 
the method high-throughput and ideal for the gathering of statistics of single molecule 
or particle samples. 
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Chapter 3: when determining mechanical properties of supramolecular polymers 
with polymer-to-polymer variation, correlated microscopy is an ideal tool for 
analysis. AFM imaging of BTA polymers shows a fraction in clustered or entangled 
states. Analysis of all polymers with AFM is time consuming, because of the limited 
AFM scanning speed. Furthermore, supramolecular BTA polymers are soft and 
therefore easily deformed or damaged making analysis of their structure challenging 
using AFM. Correlating AFM topography of fluorescently labeled single polymers to 
their fluorescent images shows entanglement and clustering results locally in higher 
fluorescence intensity. Analysis of fluorescence intensity along the polymer allows us 
to separate single unentangled polymers from entangled and clustered ones. From 
these single polymers the persistence length is then determined. Analysis of the full 
dataset shows a higher persistence length due to entanglement and clustering showing 
the necessity of single polymer measurements and correlation with AFM. 

Chapter 4: In plasmonic sensing the plasmon shift depends strongly on the 
spatial overlap between the locally enhanced electric field and the analyte. In 
plasmonic sensing a change in the local refractive index results in a change in the 
nanoparticle plasmon energy. This energy change depends on nanoparticle 
dimensions and  binding location. Near a curved surface or protrusion the near-field is 
enhanced, where higher curvature is equal to higher enhancement and a larger 
plasmon shift. This means that binding location is crucial. For a gold nanorod the near-
field is strongest at the tip and if the local refractive index changes because of a binding 
event the change in plasmon energy may be detectable at the tip, but not at the side. 
This also depends on the medium, polarization of the excitation field and the size and 
composition of the bound analyte. When binding position and nanoparticle 
dimensions are known the change in plasmon energy provides information about the 
analyte allowing more detailed analysis. In chapter 4 we show that when correlating 
structural information using AFM, i.e. nanorod dimension and binding location, to 
plasmon shift, there is excellent agreement between measurements and calculations. 
The dominant contribution to the spread in the data is the size dispersion of the analyte, 
i.e. gold nanospheres. When the analyte is more uniform in shape and size dispersions 
in nanorod volume and aspect ratio become the most important contributions. Thus, 
correlated imaging of single particles will result in improved understanding of sensing 
experiments, which will lead to improvement of single-molecule sensing. 

Chapter 5: the ratio between the intensity of the bonding and antibonding mode 
of nanorod dimers is the most accurate method to measure dimer angle optically. 
Nanorod dimers often self-assemble in an end-to-end configuration, with internal 
angles varying between 0 degrees (nanorods are almost bound side-to-side) and 180 
degrees (actual end-to-end binding). The near-field intensity in the gap region and, as 
a result, the Figure of Merit, depend on this angle. BEM calculations show that the 
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bonding mode SPR energy slightly redshifts for increasing internal angle, whereas the 
antibonding mode SPR energy remains more or less constant. The ratio of the intensity 
scattered by the bonding mode and antibonding mode varies over more than two 
orders of magnitude when the dimer angle changes from 15 to 165 degrees. This makes 
this ratio a suitable method to estimate the dimer angle. AFM imaging of the dimer is 
a helpful method to check the accuracy of the optical measurement and to find the 
average nanorod dimensions and interparticle spacing. 

Chapter 5: the strongly enhanced and confined near-field in the gap region of 
self-assembled metal nanoparticle dimers have a high sensitivity in theory, 
accessibility is often restricted due to the linkers involved in the self-assembly 
process. The plasmonic coupling of metal nanoparticles results in bonding and 
antibonding modes. When the bonding mode is excited the strongly enhanced near-
field in the gap region is much stronger than the near-field of single nanoparticles. BEM 
calculations show an enhanced sensitivity for dimers compared to single nanoparticles. 
However, in the self-assembly of dimers the linker molecules (e.g. DNA, polyethylene 
glycol or cysteine) restrict the access of analytes to this gap region, effectively reducing 
the sensitivity. Here, calculations also show good agreement with a smaller than 
expected interparticle distance, contributing to lower accessibility. 

This thesis highlights that, for assemblies where the particle-to-particle or molecule-
to-molecule variations influence the properties of the assembly, information about 
particle or molecular structure is vital to the correct interpretation of measurements. 
Therefore, multimodal correlative microscopy is an ideal tool for nanoscale samples on 
interfaces. 

6.2 Outlook 

We provide several recommendations for future research to further the results 
obtained in this thesis. Here, we recommend additional extensions to the setup for 
future research such as correlative super-resolution microscopy and correlative 
microscopy with dynamic optical and spectral imaging, as well as a rational approach 
to studying the relation between structure and function in self-assembled 
nanomaterials. 

6.2.1 Super-resolution correlative microscopy 

In Chapter 3 AFM was correlated to fluorescence microscopy to identify single 
unentangled supramolecular polymers. For this model system diffraction limited 
imaging was used for the quantification of the persistence length. The addition of 
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super-resolution microscopy will increase the resolution allowing for a more detailed 
analysis of samples.  

The current setup as described in Chapter 2 can be easily adapted for wide-field 
super-resolution techniques, such as stochastic optical reconstruction microscopy 
(STORM), which has been applied to the BTA supramolecular polymer model system 
to map the exchange dynamics of the monomers within the polymer using two 
different dyes.1 With super-resolution imaging the structural information obtained 
from AFM can be linked to the chemical specificity of fluorescently-labeled molecules 
of interest with sub-diffraction-limited resolution.  

Photo-activated localization microscopy (PALM) and STORM have been correlated 
to AFM measurements to study fluorescently-labeled DNA,2 actin filaments,3,4 and 
amyloid-like fibrils.5 These correlative measurements generate insight in the 
composition of the sample, like the structure and composition of the sample, e.g. the 
number of filaments in a fibril or its helicity. The sub-diffraction limit resolution allows 
for improved resolution, providing more detailed and chemically specific information. 
STORM requires specific buffers for the on and off switching of the dyes, which was 
observed to interact with an AFM tip. This can be solved by the sequential optical and 
AFM imaging6 or by optimization of the dye and buffer.4  

Combining super-resolution microscopy with single-molecule spectroscopy opens 
up exciting new possibilities. Dong et al. correlate single molecule localization with 
sub-diffraction limit resolution to spectral imaging, resulting in combined super-
resolution imaging of the position and spectrum of single molecules. By stochastically 
switching the dyes a super-resolution image is obtained.7 Spectral imaging provides 
higher resolution compared to regular super-resolution localization techniques, 
because different dye species spaced closely together can be spectrally resolved with a 
high accuracy. The increased resolution results in the ability to resolve two closely 
spaced polymers, which would overlap when regular stochastic imaging is applied.7 
Finally, imaging multiple dyes in a single measurement is possible, even if their 
emission spectra overlap significantly, by ~55%.7,8 Combining the multi-labelled 
spectroscopic photon localization microscopy of microtubules and mitochondria7  or 
peroxisomes, vimentin filaments, microtubules and mitochondrial membrane8 with 
AFM would provide a wealth of optical information in combination with structural 
information.  

6.2.2 Dynamic correlative microscopy 

In this thesis we focus on static measurements, but an interesting next step would 
be to probe dynamics. Supramolecular polymers are dynamic due to non-covalent 
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bonding; in BTA polymers monomers are exchanged along the full length of the 
polymer.1 In plasmonic sensing, dynamics are also critical. Time-resolved imaging 
allows for the real-time monitoring of single-molecule binding events enabling the 
quantification of their binding dynamics.9 Though the current setup is equipped to 
perform time-dependent optical microscopy, the current implementation for 
spectroscopy requires the exchange of wavelength filters which is relatively slow. 

In literature, correlated temporally resolved super-resolution microscopy and AFM 
have been performed on live cells3 and could be combined with high-speed10 AFM to 
improve the temporal resolution. Furthermore, temporally-resolved spectral 
measurements have been performed on gold nanorods to measure their spectral shift 
on single-molecule binding events,11 as well as to spectroscopically monitor gold 
nanoparticles growth.12  

We propose to adapt our current setup to focus on combined temporally-resolved 
spectral and wide-field imaging with correlated AFM and combine the advantages of 
both techniques. For plasmonic sensing applications, this novel combination is 
achieved by adding a grating and imaging both wide-field total internal reflection 
scattering images and spectra on the same EMCCD camera. AFM measurements can 
be performed before and after to image the structural changes. Similarly, for 
fluorescently-labeled samples TIRF imaging and temporally-resolved spectral imaging 
are combined. Correlated temporal scattering and spectral imaging can be applied to 
image the dynamics of nanoparticle assemblies on surfaces, whereas correlated 
temporal TIRF and spectral imaging can be applied to the dynamic behaviour of dye-
labeled self-assemblies.   

6.2.3 Rational design to study structure-function relationships 

In this thesis we study different structure-function relationships with correlated 
microscopy techniques. In Chapter 3 we examined the structure of BTA polymers. 
Their dynamic structure, partly due to defects,13 allows for monomer exchange along 
the full polymer length.1 This leads to interesting properties related to their adaptivity, 
allowing for the reordering of monomers within the polymer, which can be applied for 
selective recognition of biomolecules.14 Furthermore, the monomer structure, with the 
mostly hydrophobic side-chains and tunable end-groups, self-assembles into polymers 
that can be used for intracellular delivery, carrying both hydrophobic and charged 
compounds.15  

In Chapter 4 and Chapter 5 we related the structure and conformation of 
nanoparticle dimers to their function. A change in binding location of a nanosphere on 
a gold nanorod results in large variations in plasmon shift, and can be applied in 
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sensing experiments. Information about binding location is vital when the aim is to 
gather information about the analyte from the plasmon shift. For nanorod dimers the 
binding conformation, i.e. dimer angle, determines the enhanced field strength in the 
gap region and as a result the sensitivity. However, accessibility can be restricted due 
to the linker molecules, limiting the functioning of the dimer as a high sensitivity 
sensor.  

Due to limited information about the system, it is often difficult to predict the best 
structure for optimal function. Often optimization of the functional parameters of a 
self-assembled system is done by trial and error. The use of correlated microscopy 
allows for the correlation between optical, structural, and performance information. 
Such rational design may find value in a large variety of fields. Using the 
advancements in biotechnology and immunology genes can already be delivered by 
artificially constructed viruses16 and particles are being designed for vaccine delivery.17 
The use of metallocyclic bonds allows to create tunable predetermined polygonal and 
polyhedral structures, where the shape can be engineered to fulfill a desired function.18 
In single particle sensing an analytical model predicts the molecular detection limit and 
the optimal nanoparticle dimensions for the analyte of interest.19 The properties of 
DNA can be utilized to build three-dimensional structures to which active groups can 
be bound to fulfill a large range of applications.20  

Applying our setup, where we are able to image structure using AFM, to the optical 
and spectroscopic quantification of new systems is an interesting new step. Correlative 
methods are an ideal tool to asses structure-function relationships and with 
information about both it is possible to apply rational design. We therefore believe that 
multi-model correlative microscopy will not only benefit fundamental studies of self-
assembled materials, but its ability to unravel structure-function relationships will 
undoubtedly accelerate applications of these tiny nanostructures 
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